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FOREWORD 

The program descr ibed i n  t h i s  r epor t  w a s  conducted by 
Arthur D. L i t t l e ,  Inc.  (ADL) f o r  t he  Nat ional  Aeronautics and 
Space Administration, George C. Marshall  Space F l igh t  Center,  
under Contract NAS8-21402. 
cont r ibu ted  t o  t h e  program were: D r .  Alfred E. Wechsler, 
D r .  J. Berkowiti-Mattuck, D r .  L. G r i f f i t h s ,  M r .  P. C. Johnson, 
and M r .  R. J. Car ro l l .  The au thors  g r a t e f u l l y  acknowledge t h e  
a s s i s t a n c e  and guidance of M r .  W ,  E. Hasemeyer, Technical 
Monitor, and M r .  R. Hoppes of t h e  Manufacturing Engineering 
Laboratory,  NASA-MSFC throughout t he  program. Consultants t o  
Arthur D. L i t t l e ,  Inc . ,  who cont r ibu ted  t o  t h e  program were 
Professors  C. Smith, M. Fleming, and A. Sarofim of t h e  
Massachusetts I n s t i t u t e  of Technology and MI-. S. Brads t ree t ,  an 
independent consul tan t .  

The p r i n c i p a l  ADL s t a f f  members who 
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SUMMARY 

BACKGROUND 

The reduced gravity in orbiting spacecraft and the high vacuum 
available having indicated the possibility of manufacturing and 
materials processing in space, the Manufacturing Engineering 
Laboratory (MEL) of NASA-MSFC proposed several experiments to 
demonstrate the feasibility, the practicability and the technical 
and economic justification for such processes. 
and M493 were already being developed for joining materials in 
space by electron beam welding and exothermal tube brazing; a 
prototype electron beam and vacuum chamber facility had been de- 
veloped and isothermal heating devices had been prepared. 
sequently, the Manufacturing Engineering Laboratory decided to 
also use this facility and equipment for sphere forming and com- 
posite casting experiments, since the formation of spheres in 
the zero-g environment might enhance their surface finish, 
sphericity, hardness, and microstructural properties and the 
casting of composites might provide better fiber alignment and a 
more homogeneous structure which could yield improved strength. 
Solidification of spheres in zero-g might result in a finer, less 
segregated microstructure because of homogeneous nucleation. 
Directional solidification of monotectic or eutectic composites 
could result in materials which not only have improved strength, 
but unique optical, magnetic, electrical or super-conducting 
properties. Furthermore, these experiments could provide insight 
into the mechanisms of solidification and composite formation. 

Experiments M492 

Con- 

The basic concepts of the sphere forming and composite casting 
experiments were formulated by the Manufacturing Engineering 
Laboratory. However, the materials and materials combinations, 
the details of the heating or melting methods, and the parameters 
to be studied in these experiments had to be carefully identified 
and selected to insure that the manufacturing technology experi- 
ments would be acceptable to the science and engineering com- 
munity and could be conducted successfully in the planned mate- 
rials processing facility within the scope of the approved program. 

PURPOSE AND SCOPE 

The objective of Arthur D. Little's program was to assist the 
Manufacturing Engineering Laboratory in the design definition of 
the sphere forming and composite casting experiments for the AA?? 
Orbital Workshop. The program consisted of: 

e Preparation of experiment guidelines and performance 
criteria 
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o Identification and preliminary screening of candidate 
materials and methods 

o Laboratory experiments 

e Analysis of experiment parameters 

e Preliminary design of flight hardware 

We used initial planning information provided by MEL on the sphere 
forming and composite casting experiments to formulate hardware 
development guidelines--weight, volume, power, sample heating and 
solidification methods, and experiment configuration--and experi- 
ment performance criteria--astronaut commitment, safety, and mea- 
surement of experiment success. 

We screened a large number of candidate materials and methods on 
the basis of such considerations as experiment simplicity, astro- 
naut safety, heat transfer methods, potential demonstrability 
of advantages of zero-g processing, and anticipated hardware re- 
quirements. 
forming experiment was confirmed by a laboratory program in which 
candidate metals were melted by both rf and electron beam sources-- 
melting and solidifying on stings and drop casring--and the re- 
sultant spheres examined to determine thekt bphericity, hardness, 
and microstructure. 
determine the stability of the samples during melting. 
selection of materials, methods, and flight hardware parameters 
for the composite casting experiment was based upon laboratory 
experiments in which candidate materials were directionally 
solidified and the resultant samples examined metalographically. 

Our selection of materials and methods for the sphere 

We conducted vaporizatim experiments to 
Our 

Analyses of heating and cooling rates., methods for detachment of 
spheres from their supports, and the effects of residual accel- 
eration were used to guide the desigo of the flight hardware. 

Using results of these laboratory measurements and analyses, we 
prepared engineering drawings to illustrate the hardware concepts 
for both the sphere forming and composite casting experiments. 

RESULTS 

Preparatory Studies 

Experiment Guidelines -- The sphere forming and composite 
casting experiments, performed within the chamber of the 
Materials Melting Facility, will be based on the following guide- 
lines and criteria: 

9 Electron beam anc! exothermic heating will be used for 
sphere forming and composite casting, respectively. 
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Test samples will be mounted in modular design frames 
which permit installation in the chamber by the astro- 
naut 

Remote positioning of samples in the electron bea, And 
photography will be the principal astronaut manipula- 
tive activities in the sphere forming experiment; the 
composite casting experiment will require only sequen- 
tial initiation of. the exothermal heaters. 

Gas pressure in the facility will range from 

treatuient and roaterials selection. 

to 
torr; sample outgassing will be minimized by pre- 

The residual gravity field in the chamber will be about 
10m5g, astronaut movement and spacecraft rotation to 
be the principal determinants of this field. 

Duplicate samples of each material will be provided to 
enhance experiment success. 

If possible, "free float" conditicans will be used in 
sphere forming to maximize the scientific and engineering 
benefits from the experiments. 

Heat Transfer -- One-centimeter-diameter samples of most 
useful materials can be melted with the electron beam in less 
than 20 seconds'. Solidification of these saplplc- by radiation 
cooling will take 2 to 400 seconds; samples *with low melting 
points and low thermal conductivities require the longest times. 
The long solidification times limit the use of free float con- 
ditions to those materials with high melting points. 
choice of the size and composition of the sting material which 
supports the samples, relatively uniform cooling and solidifica- 
tion can be obtained in samples held captive on the sting. 
exothermal heaters presently under development should be capable 
of providing the heating rates, temperature distributions, and 
cooling rates required for composite casting experiments. 

By proper 

The 

Materials -- Although it is unlikely that all the goals of 
the sphere forming experiment can be met with a single material, 
many materials show promise of demonstrating the benefits of 
zero-g fabrication. The lack of buoyancy and thermal convection, 
plus the prominence of surface tension forces, can produce unique 
materials as a result of improved nucleation and decreased 
segregation during solidification. 
for their potential in the sphere casting experiment were ferrous 
alloys, cobalt base alloys, refractory oxides and carbides, 
aluminum-copper and nickel alloys,  and pure metals. In labor@- 

The materials that we screened 
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tory tests we examined samples of aluminum-copper, nickel-tin, 
and cobalt-chromium-molybdenum alloys; and maraging, low alloy, and 
and stainless steels. We found that the most desirable materials 
for the flight experiments were Star ''J" Stellite, 350T maraging 
steel, nickel-12% tin alloy, and pure nickel. Several of these 
could produce spheres of good surface finish, sphericity, and 
hardness--perhaps on high as Rc = 60. Others will provide very 
interesting demonstrations of the effects of zero-g on solidifi- 
cation phenomena. 

Methods -- We considered several methods for forming 
spheres: 
detached after melting; formation in viscous metals; formation of 
solid or hollow spheres in containers; and formation of spheres 
by melting wires or tubes. Laboratory experiments and analyses 
showed that with an electron beam source the most desirable 
technique would be to melt the samples on stings without de- 
tachment (captive sting) or to provide for self-detachment of 
the spheres from the stings. We examined several techniques 
for detaching molten spheres from stings and concluded that, 
for the first flight experiment, automatic self-detachment using 
surface tension as a driving force and non-wetting stings was 
the most attractive alternative. Solidification times for low- 
melting materials are expected to be greater than 100 seconds, 
thereby precluding the self-detachment method for all but metals 
with high melting points. 

formation on stings with the sphere held captive or 

Hardware Design -- The flight hardware for the sphere 
forming experiment includes a baseplate and cover which together - 
form a container for the samples and the positioning mechanism 
(Fig. 1). The container can be attached either outside for 
storage or within the Metals Melting Facility during the experi- 
ment. 
Stellite, 350T maraging steel, nickel-12% tin, and nickel) are 
arranged on a wheel-like cylindrical holder that is initially 
packed in foam within the container. After separating the cover, 
the astronaut removes the sample holder and mates it with an 
18-position stepping motor (or gear drive) mounted to the experi- 
ment baseplate. 
the chamber. 
the electron beam in sequence. 
photographs taken through a port in the chamber. 
permits accurate positioning within the electron beam and maxi- 
mum space for the free float experiment, and is compatible with 
applicable weight and volume constraints. At the conclusion of 
the experiment, the astronaut recovers the baseplate and sample 
holder and any detached spheres and reassembles them within the 
covered container. 

Eighteen samples (at least four of each of Star "J" 

The complete assembly is then mounted within 

The samples can be viewed and 
The astronaut can remotely move each sample into 

The design 
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Removable Cover 

alfax Fasteners 

Samples on Stings (1 8) 

Sample Holder 
in Operating Position 

Note: Electron beam perpendicular to plane of sample holder. 
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Materials -- The absence of buoyancy and convection i n  
zero-g promised t o  be of p c r t i c u l a r  b e n e f i t  t o  the  formation of 
pa r t i c l e -d i spe r sed ,  f i lament-reinforced,  monotectic- and e u t e c t i c -  
based composite materials. Therefore,  w e  concentrated our  screen- 
ing  on candida te  materials such as: TD-Ni  and TD-Ni-Cr; S i c  
whiskers i n  A l  o r  Mg-35% Al; A1203 whiskers i n  Al and C u A l z - A l ;  
C whiskers i n  Al; Cu-Pb, A1-In, Nb3Sn-Sn, and Bi -B i2Se3  mono- 
tect ics ;  A13Ni-Ni, CuA12-A1, Pb-Sn, InSb-Sb, NiSb, Pb-4% B i ,  
NaF-LiF, C O - Y ~ C O ~ ~ ,  and Ni-Ni3Sn e u t e c t i c s .  W e  conducted labora- 
t o r y  d i r e c t i o n a l  s o l i d i f i c a t i o n  experiments on aluminum-copper, 
l ead- t in .  indium-antimonv. cobal t -yt t r ium e u t e c t i c s :  niobium-tin, 
copper-lead, and aluminum-indium monotectics,  and prepared 
m e l t s  of s i l i c o n  carb ide  and aluminum oxide whiskers i n  aluminum 
o r  aluminum-copper a l loys .  
l e c t e d  aluminum-17.3% indium monotectic and aluminum-33% copper 
e u t e c t i c  f o r  d i r e c t i o n a l  s o l i d i f i c a t i o n  cexperiments i n  space.  
Aluminum-indium has the  p o t e n t i a l  f o r  eelnonstrating the  e f f e c t s  
of zero-g on the  formation of a, rod-l ive composite. Aluminum- 
copper w i l l  demonstrate t he  effects of zero-g on t h e  formation 
of a lamellar e u t e c t i c  i n  which the  components have d i f f e r e n t  
d e n s i t i e s .  Molybdenum-coated aluminum-oxide whiskers i n  an 
aluminum o r  aluminum-copper mat r ix  w i l l  permit us t o  examine 
t h e  formation of whisker composites i n  zero-g. 

Based on these  experiments, w e  se- 

Methods -- The most promising &pedimental methods among 
those  t h a t  w e  examined were the  rer#elt ing df metal matr ix  f i b e r  
composites i n i t i a l l y  formed o.& ear$h, d i r e c t i o n a l  s o l i d i f i c a t i o n  
of monotectic and e u t e c t i c  composites, and d i r e c t  melting of 
par t ic le -d ispersed  composites. 
exothermal h e a t e r s  could provide the  temperature and temperature 
d i s t r i b u t i o n  requi red  f o r  d i r e c t i o n a l  s o l i d i f i c a t i o n  of t h e  se- 
l e c t e d  monotectic and e u t e c t i c  composites and remelting of t h e  
whisker composites, The samples used i n  cas t ing  composites should 
be  4 inches long and 1 /4  inch i n  diameter. The exothermal h e a t e r s  
should provide an i n i t i a l  l i n e a r  temperature d i s t r i b u t i o n  from 
650°C a t  t h e  cool  end t o  950°C a t  the  warm end (30°C/cm g rad ien t ) .  
Cooling should maintain t h i s  g rad ien t  and n o t  exceed 86 C/minute e 

One temperature d i s t r i b u t i o n  and the re fo re  one exothermal hea te r  
design i s  adequate f o r  t h e  t h r e e  materials combinations t o  be 
melted i n  t h e  f l i g h t  experiment. 

Properly designed and constructed 

Hardware Design -- The f l i g h t  hardware f o r  t h e  composite 
cas t ing  experiment cons i s t s  of a basep la t e  and cover which to- 
ge the r  form both a conta iner  and the  mounting platform f o r  t he  
exothermal h e a t e r s  and samples (Fig,  2) ,  S i x  i d e n t i c a l  exothermal 
h e a t e r s  are supported by the  basep la t e  and framework; t he  samples 
are two Al-In, two A ~ ~ C U - A ~ ,  and two A1203 whiskers i n  A12Cu-Al. 
Tungsten r a d i a t i n g  f i n s  are h e l d  by sp r ings  aga ins t  t he  molten 
samples t o  provide d i r e c t i o n a l  h e a t  l o s s ,  The as t ronaut  removes 
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the cover and attaches the baseplate within the chamber., The 
exothermal heaters are turned on remotely; at the conclusion of 
the experiment the apparatus is removed from the chamber and re- 
assembled with the cover. 
experiment is self-contained. 

The power for the composite casting 

8 



PART ONE 

PREPARATORY STUDIES 
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I. EXPERIMENT GUIDELINES 

A. HARDWARE CONSIDERATIONS 

The composite c a s t i n g  and sphere forming experiments w i l l  be 
performed i n  the  Materials Melting F a c i l i t y  (used i n  the  welding 
and exothermal braz ing  experiments) The experiment chamber i s  
a sphere  about 16 inches i n  diameter. The welding and braz ing  
experiments are supported on a c y l i n d r i c a l  framework which f i t s  
i n t o  t h e  chamber. The experiments are arranged s o  t h a t  each of 
t he  s i x  o r  seven materials samples can be remotely r o t a t e d  i n  
f r o n t  of the  e l e c t r o n  beam gun and viewing window. Each of these  
experiments has a modular design; i .e . ,  an e n t i r e  new set  o f  
samples can be placed i n  t h e  chamber f o r  each experiment; i nd iv i -  
dua l  samples can be replaced o r  interchanged t o  vary the  types  
of materials s t u d i e d  o r  t o  provide dup l i ca t ion  of p a r t i c u l a r  
materials combinations. Mounting of t h e  framework and p o s i t i o n  
of t h e  specimen are con t ro l l ed  by the  a s t ronau t ,  who w i l l  a l s o  be 
respons ib le  f o r  opera t ing  t h e  e l e c t r o n  beam gun. The as t ronau t  
w i l l  a l s o  c o n t r o l  t h e  i n i t i a t i o n  of t he  exotherms. Once the  ex- 
periment has been placed i n  the  chamber, t he  samples  w i l l  no t  be 
a c c e s s i b l e  u n t i l  t h e  experiment framework i s  removed. 

A similar approach w a s  s e l e c t e d  f o r  t he  sphere forming and com- 
p o s i t e  cas t ing  experiments. One framework, containing s i x  o r  
more samples, w i l l  be used with each experiment. The apparatus 
must be compatible with t h e  chamber, e l e c t r o n  beam gun l o c a t i o n ,  
exotherm i n i t i a t i o n  system, and s to rage  areas. The samples must 
n o t  i n t e r f e r e  wi th  the  r o t a t i o n  mechanism o r  prevent the  framework 
from being removed when the  experiment is  completed. Materials 
which are evolved during t h e  experiments should no t  coa t  t h e  
i n t e r i o r  of t he  viewing window o r  otherwise res t r ic t  photography. 
A moderate-speed sequence camera w i l l  be  a v a i l a b l e  t o  record t h e  
sphere  forming and composite cas t ing  experiments, 

Although t h i s  program involved only the  design of the  experiment, 
NASA's  f l i g h t  f a b r i c a t i o n  requirements f o r  q u a l i f i e d  hardware w e r e  
c a r e f u l l y  considered during t h e  materials s e l e c t i o n  and design. 

B. ENERGY SOURCES 

The gu ide l ines  e s t ab l i shed  by t h e  Manufacturing Engineering 
Laboratory s p e c i f i e d  the  use ,  i f  poss ib l e ,  of t he  e l e c t r o n  beam 
power source f o r  t h e  sphere forming experiment and exothermal 
hea t ing  devices f o r  the  composite cas t ing  experiment. 

The e l e c t r o n  beam f a c i l i t y  can produce up t o  2 kw over a t a r g e t  
ranging i n  s i z e  from about 3 t o  25 millimeters (1/8 t o  1 inch)  i n  
diameter. The f l u x  i s  v a r i a b l e  from 1 t o  2 kw. Experiments t o  
da t e  have shown t h a t  defocussing t h e  beam is  an e f f e c t i v e  method 
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of c o n t r o l l i n g  t h e  energy dens i ty .  The e l e c t r o n  beam source can 
be operated continuously only f o r  4-1/2 minutes;  however, t h i s  
should n o t  s e r i o u s l y  l i m i t  t h e  design of  t h e  sphere forming ex- 
periment. 
and grounded, thus l i m i t i n g  the  choice of materials which can be 
used, un less  they are contained w i t h i n  a conducting s h e l l  heated 
by t h e  e l e c t r o n  beam, Because electr ical  power must be conserved 
and because t h e  e l e c t r o n  beam source cannot be operated a t  low 
power levels, t he  hea t ing  and cool ing rates of the  samples w i l l  
be  con t ro l l ed  by appropr ia te  design of t h e  sample and sh ie ld ing  
r a t h e r  than by d i r e c t  hea t ing  cont ro l .  
of t h e  e l e c t r o n  beam hea t ing  method is i ts  d i r e c t i o n a l i t y .  Un- 
less a s h i e l d  o r  s h e l l  surrounds the  specimen, hea t ing  w i l l  t ake  
p l ace  only over  a hemisphere, r e s u l t i n g  i n  temperature g rad ien t s  
i n  t h e  sample. 

The sample t o  be heated must be e l e c t r i c a l l y  conductive 

A s e r i o u s  disadvantage 

The exothermal h e a t e r s  cons i s t  of a mixture  of aluminum, boron, 
and magnesium wi th  vanadium pentoxide,  t i t an ium dioxide,  n i c k e l  
oxide,  and manganese dioxide.  The equivalent  hea t ing  temperature 
is over 2000'K. 
of t h e  c o n s t i t u e n t s ,  i n d i c a t e  t h a t  t h e  energy output  of t h e  
exotherm i s  approximately 500 cal/gm. 
q u a n t i t i e s  of exotherm are requi red  t o  m e l t  samples up t o  1 cent i -  
meter i n  diameter and several cent imeters  long. Exothermal 
hea t ing  w i l l  provide t h e  requi red  uniform f l u x  over t he  su r face  
of t h e  sample and a l s o  slow hea t ing  and cool ing rates., However, 
i t  does s a c r i f i c e  d i r e c t  con t ro l  once the  exotherm has been pre- 
pared, t he  access t o  the  sample, and f l e x i b i l i t y  o f f e red  by t h e  
e l e c t r o n  beam source.  

Calcu la t ions ,  based upon the  h e a t  of r e a c t i o n  

Thus only r e l a t i v e l y  s m a l l  

I n  our  eva lua t ion  of materials and methods f o r  sphere and com- 
p o s i t e  forming, w e  have emphasized e l e c t r o n  beam and exothermal 
h e a t e r s  and considered r e s i s t a n c e  hea t ing ,  us ing  the  b a t t e r i e s  
of t h e  e l ec t ron  beam source only i n  our  i n i t i a l  e f f o r t s .  
l a t i o n s  of hea t ing  and cooling rates, app l i cab le  t o  e l e c t r o n  
beam and exothermal hea te r s ,  are given i n  Sec t ion  11. 

Calcu- 

C. ASTRONAUT CONSIDERATIONS 

The e s s e n t i a 3  and ex tens ive  cont r ibu t ions  of t he  as t ronauts  i n  
performing experiments i n  a l l  phases of t h e  Mercury, Gemini, and 
Apollo programs are w e l l  known, 
these  materials processing experiments is  t h e  e f f e c t i v e  use of 
man i n  space. 
and experiment coordinat ion and judgment w i l l  be the  p r i n c i p a l  
a s t ronau t  func t ions  i n  the  sphere forming and composite cas t ing  
experiments. 
a s t ronau t  t i m e  and func t ion  i n  the  workshop program, t h e  experi-  
ments should not  r e q u i r e  complex manipulation, excessive t i m e  
commitment, o r  low p r i o r i t y  pe r iphe ra l  measurements o r  con t ro l  
func t ions .  

Thus, one of t h e  ob jec t ives  i n  

Sample posi t ioning,  hea t ing ,  photographic con t ro l ,  

However, because of t h e  many demands placed on 
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The s a f e t y  of t h e  a s t ronau t  must be considered i n  a l l  a spec t s  of 
t h e  experiment. Materials t h a t  are p o t e n t i a l l y  t o x i c ,  extremely 
reactive, o r  flammable i n  t h e  oxygen atmosphere of t he  workshop 
should be avoided. 

Exothermal h e a t e r s  w i l l  obviously be p o t e n t i a l  a s t ronau t  hazards ;  
c a r e f u l  design and q u a l i f i c a t i o n  t e s t i n g  of these  components w i l l  
be e s s e n t i a l .  As t h e  experiment progresses ,  f a i l u r e  modes and 
hazards w i l l  have t o  be analyzed; however, c a r e f u l  planning and 
s e l e c t i o n  of t he  materials and experiments w i l l  prevent t he  need 
f o r  modif icat ions a t  later da te s .  

D. RESIDUAL GRAVITY FIELD 

Although i t  would be d e s i r a b l e  t o  conduct a l l  materials experi-  
ments i n  the  workshop program i n  as c lose  t o  zero-gravity as 
possible--e.g. , a f r e e  f l o a t i n g  condi t ion-- i t  w i l l  no t  be p o s s i b l e ,  
s i n c e  there  w i l l  be a r e s idua l  g rav i ty  f i e l d  i n  the  workshop 
caused by the  r a d i a l  g rad ien t  of t he  e a r t h ' s  g rav i ty ,  the  r o t a t i o n  
of t h e  s p a c e c r a f t ,  and t h e  l o c a l  mass d i s t r i b u t i o n  i n  t h e  space- 
c r a f t .  
be sub jec t  t o  acce le ra t ions  , caused p r i n c i p a l l y  by as t ronaut  move- 
ments and r o t a t i o n  of t h e  workshop. The acce le ra t ion  of t he  chamber 
caused by r o t a t i o n  about the  spacec ra f t  a x i s  is  expected t o  be 
about loe6 t o  10-5g. 
duce acce le ra t ions  of about 10-5g. 
i n  t r a n s l a t i o n  of a f r e e  f l o a t i n g  sample r e l a t i v e  t o  the  chamber 
of about two inches i n  t e n  seconds. Thus, the  sample would soon 
c o l l i d e  wi th  the  chamber o r  p a r t  of t h e  framework, poss ib ly  before  
s o l i d i f i c a t i o n .  During c r i t i c a l  experiments t h a t  r equ i r e  f r e e  
f l o a t i n g  condi t ions  i t  w i l l  be necessary t o  restrict a s t ronau t  
movement. 

The materials i n  the  Materials Melting F a c i l i t y  w i l l  a l s o  

Astronaut movement i s  a l s o  expected t o  pro- 
Such acce le ra t ions  would r e s u l t  

We pos tu l a t ed  t h a t  e i t h e r  the  sample w i l l  be a t tached  t o  the  
chamber o r  framework during both melting o r  forming o r  i t  w i l l  
be a t tached  during melting bu t  no t  during s o l i d i f i c a t i o n .  W e  
d id  n o t  consider  l e v i t a t i o n  and pos i t i on  con t ro l  of specimen 
loca t ion  by r f  energy o r  a s t ronau t  manipulation because of t h e  
a d d i t i o n a l  e lectr ical  power requi red ,  t h e  complexity of t he  
system, and t h e  a d d i t i o n a l  a s t ronau t  requirements. Pos i t i on  con- 
t r o l  should c e r t a i n l y  be examined i n  f u t u r e  e f f o r t s ,  bu t  may be 
e l imina ted  i n  t h e  i n i t i a l  materials processing experiments. 

E. CHAMBER PRESSURE 

Present  p lans  i n d i c a t e  t h a t  t he  Materials Melting F a c i l i t y  w i l l  
be connected t o  space with a four-inch pipe and valve.  
a l t i t u d e s  of 150 and 300 k i lometers ,  t h e  mean atmospheric pressures  
are about 4 x and 1.5 x t o r r ,  respec t ive ly .  Because of 
t he  conductance of the  four-inch l i n e  and the  n a t u r a l  leakage 
rate of t h e  spacec ra f t ,  t he  minimum pressure  i n  the chamber may 
be as high as 10-5 t o r r .  

A t  o r b i t a l  

Since t h e  e l ec t ron  beam system does n o t  
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opera te  e f f e c t i v e l y  a t  chamber pressures  g r e a t e r  than 10 
t h e  amount of outgassing which can be t o l e r a t e d  i n  t h e  chamber 
during hea t ing  and forming opera t ions ,  i f  t h e  e l e c t r o n  beam source 
i s  used, is s m a l l .  Samples must t h e r e f o r e  be s e l e c t e d  t o  have l o w  
vapor pressures  a t  the  melt ing p o i n t  and t o  have l imi t ed  outgassing 
products  t h a t  could fog t h e  viewports o r  provide e l e c t r i c a l  con- 
duct ion leakage pa ths  which i n t e r f e r e  wi th  t h e  e l e c t r o n  beam opera- 
t i on .  Although t h e  chamber p re s su re  is  not  as c r i t i ca l  f o r  exo- 
thermal hea t ing ,  precaut ions  must be taken t o  avoid vapor iza t ion  
and condensation e f f e c t s  which would res t r ic t  subsequent use of 
t h e  e l e c t r o n  beam. 

t o r r ,  

F. MATERIALS CONSIDERATIONS 

The o b j e c t i v e  of t h e  sphere forming experiment is t o  demonstrate 
t h e  a b i l i t y  t o  prepare  materials i n  s p h e r i c a l  shapes which cannot 
be produced on e a r t h  t o  t h e  des i r ed  accuracy, uniformity,  spheri-  
c i t y ,  etc. I d e a l l y ,  t h e  spheres  should meet t h e  following require-  
ments: hardness ,  Rockwell C of 60; roughness, 1 microinch; 
to le rance ,  5 microinch diameter;  s t r u c t u r e ,  homogeneous; mechanical 
p rope r t i e s ,  similar t o  b a l l  bear ings.  I n  the  low g rav i ty  of a 
spacec ra f t ,  i t  is a n t i c i p a t e d  t h a t  s o l i d i f i c a t i o n  under con t ro l l ed  
condi t ions  may r e s u l t  i n  almost p e r f e c t  spheres  and t h a t  i t  might 
be poss ib l e  t o  produce hollow spheres  wi th  uniform w a l l  th ickness .  
However, because of t he  many c o n s t r a i n t s  i n  the  f irst  experiment, 
i t  is doubtful  t h a t  a l l  of t h e  des i r ed  p r o p e r t i e s  can be m e t .  
Therefore,  i n  s e l e c t i n g  materials and methods f o r  forming spheres ,  
w e  consider  t h a t  a success fu l  experiment would be one which pro- 
duced a s i n g l e  confirmed advancement over terrestrial technology: 
i .e.,  spheres of lower mass, g r e a t e r  su r f ace  hardness ,  b e t t e r  
su r f ace  f i n i s h ,  new o r  more uniform micros t ruc ture ,  o r  f i n e r  
g r a i n  s t r u c t u r e .  We have given only l imi t ed  cons idera t ion  t o  
the formation of hollow spheres ,  even though such an experiment 
could show g r e a t  advantages over terrestrial f a b r i c a t i o n  techniques.  
We have considered a broad range of materials f o r  forming spheres ,  
no t  only those  p re sen t ly  used i n  b a l l  bear ing manufacture. 
be d e s i r a b l e  t o  we d i f f e r e n t  types of specimens t o  demonstrate 
several of these  b e n e f i t s  of processing i n  the  ea r th -o rb i t  
environment e 

It w i l l  

The ob jec t ive  of t h e  composite c a s t i n g  experiment is  t o  demonstrate 
the  a b i l i t y  t o  process  i n  ea r th -o rb i t  a composite which has  more 
uniform composition, b e t t e r  dens i ty  c o n t r o l  o r  whisker alignment,  
o r  o t h e r  improvements over similar products prepared on ear th .  
We have broadened o u r  examination of composite materials t o  con- 
s i d e r  no t  only whisker o r  f i b e r  composites, bu t  a l s o  p a r t i c l e  
d i spers ions ,  and composites formed from monotectic and e u t e c t i c  
s o l i d i f i c a t i o n s ,  because these  materials may a l s o  r e s u l t  i n  unusual 
and advantageous s t r u c t u r a l ,  magnetic, electrical ,  o r  s t r e n g t h  
p rope r t i e s ,  Ir\ s e l e c t i n g  materials f o r  t he  composite cas t ing ,  
i n  a d d i t i o n  t o  chemical compat ib i l i ty  of t he  components of t h e  
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composite, an important cons idera t ion ,  w e  used two criteria: 
(1) f o r  t he  matrix and f i laments  (or  d i spe r s ion ) ,  w e  chose 
those  materials wi th  s i g n i f i c a n t l y  d i f f e r e n t  d e n s i t i e s  which 
are d i f f i c u l t  t o  prepare on e a r t h  because of the  e f f e c t s  of  
buoyancy (2) those  monotectic o r  e u t e c t i c  materials which may 
e x h i b i t  unusual p rope r t i e s  when prepared i n  zero-g because of 
l ack  of convection during s o l i d i f i c a t i o n .  

15 





11. HEAT TRANSFER CONSIDERATIONS 

Heat t r a n s f e r  p lays  an important r o l e  i n  the  sphere forming and 
composite cas t ing  experiments f o r  s e v e r a l  reasons:  (1) each ex- 
periment r equ i r e s  t h a t  samples be heated t o  t h e i r  mel t ing p o i n t s ,  
(2) many s o l i d i f i c a t i o n  processes  r equ i r e  t h a t  t he  processing 
temperatures be con t ro l l ed ,  and (3) many processes  are advers'ely 
a f f e c t e d  by thermal convection. We conducted h e a t  t r a n s f e r  
ana lyses  i n i t i a l l y  d i r ec t ed  a t  answering the  following quest ions 
concerning the  hea t ing ,  melting, and s o l i d i f i c a t i o n  of sample 
materials ranging i n  diameter from one millimeter t o  one cen t i -  
meter--the most p r a c t i c a l  l i m i t s  f o r  t he  e l ec t ron  beam focus di-  
ameter--using t h e  e l e c t r o n  beam source o r  exothermal hea te r s :  

(1) What are the  maximum sample temperatures t h a t  can be 
achieved? 

(2) What sample temperatures can be achieved i f  they are 
enclosed wi th in  a sh ie ld?  

(3) How much energy is requi red  t o  m e l t  samples and bow 
long does melt ing take? 

( 4 )  What is  the  t i m e  requi red  f o r  s o l i d i f i c a t i o n ?  

(5) What i s  t h e  e f f e c t  of a s t i n g  o r  support  on the  
hea t ing  and cool ing processes? 

(6) What are t y p i c a l  temperature g rad ien t s  i n  samples 
during hea t ing?  

Subsequently, w e  analyzed more s p e c i f i c  hea t  t r a n s f e r  problems 
using sample materials and dimensions s e l e c t e d  from the  screening 
procedures and labora tory  measurements. (See Parts I1 and 111.) 

To answer these  ques t ions  we examiaed the  melt ing of s e v e r a l  
materials wi th  a broad range of thermal p rope r t i e s  (Table 1). 
The s e l e c t i o n  of t hese  materials f o r  h e a t  t r a n s f e r  ca l cu la t ions  
d id  not  necessa r i ly  mean t h a t  they would be used i n  the  sphere 
forming o r  composite c a s t i n g  experiments e 

A. MAXIMUM SAMPLE TEMPERATURES 

The e l e c t r o n  beam can be focussed t o  any diameter from about one 
millimeter t o  almost two centimeters.  
temperature t h a t  can be achieved by d i r e c t  heat ing with t h e  
e l e c t r o n  beam can be ca lcu la ted  by equat ing t h e  ava i l ab le  e lec-  
t r o n  beam power t o  the  thermal energy r ad ia t ed  from the sample-- 
i.e., assuming n e g l i g i b l e  conduction hea t  loss (gas conduction 
and convection w i l l  be e l iminated because of the  vacuum). Thus: 

The m a x i m u m  sample 
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2 4  qeb = nd E O T ~  

= e l e c t r o n  beam power 'eb where : 

d = specimen diameter 

E = emit tance 

CJ = Stefan-Boltzman constant  

Ts = sample temperature 

For samples two m i l l i m e t e r s  and one cent imeter  diameter ,  
r e spec t ive ly ,  us ing  an  average e l e c t r o n  beam power of one k i lo -  
w a t t ,  w e  ca l cu la t ed  t h e  maximum temperatures (Table 2). 

TABLE 2 

CALCULATED W I M U M  TEMPERATURES WI1132 ELECTRON BEAM HEATING (OK) 

1.0 - 0 . 8  - 0 . 3  - 0.2 - D i a m e t e r  /Emi t t ance 

2 m m  >6500 >6500 >6500 6500 6200 

1 cm 4900 4100 3700 2900 2750 

- 0.1 

Looking a t  Tables 1 and 2 we see t h a t  almost a l l  1-cm-diameter 
samples could be melted wi th  an output  of 1 kw i n  the  e l e c t r o n  
beam i f  t h e i r  mel t ing  po in t s  were below 2750°K. 
1-cm-diameter tungsten sample might n o t  be melted because of i t s  
high melt ing po in t ;  a 1-an-diameter t i t an ium carb ide  sample could 
no t  be melted because of i t s  high emit tance.  
samples are enclosed i n  a 1-cm-diameter g raph i t e  s h i e l d ,  a t e m -  
pe ra tu re  of 2750°K could be a t t a i n e d .  
w e r e  2 cm i n  diameter,  a temperature of 1950'K could be reached 
a t  1 k w  power, o r  2300°K a t  2 kw power. 
p a r t i c u l a r l y  t h e  h igh  temperatures ind ica t ed  f o r  s m a l l  samples, 
emphasize the  conclusions t h a t  (1) most materials i n  samples up 
t o  1 cm i n  diameter can e a s i l y  b e  melted by t h e  e l e c t r o n  beam and 
(2) c a r e f u l  con t ro l  of the  e l e c t r o n  beam w i l l  be  requi red  t o  pre- 
vent  vapor i za t ion  of small samples. 

However, a 

If any of t he  

If t he  g raph i t e  s h i e l d  

These ca l cu la t ions ,  

The exothermal h e a t e r s  w i l l  surround t h e  composite cas t ing  samples 
almost completely; t he re fo re ,  t h e  maximum sample temperature w i l l  
be l i m i t e d  only by t h e  exothermal r eac t ion  temperature arid t h e  
quan t i ty  of exothermic material present .  
temperature t o  be  about  2000OK. 

We estimate t h i s  maximum 

19 



B. MELTING OF SAMPLES 

The e l e c t r o n  beam (Table 3) can produce about 2000 j o u l e s  per  second 
cont inuously f o r  a maximum of about 4-1/2 minutes,  t he re fo re ,  
as ind ica t ed  i n  Table 3 ,  t h e  energy requi red  t o  m e l t  samples is 
w e l l  w i th in  t h e  c a p a b i l i t y  of t h e  equipment. 

TABLE 3 

CALCULATED ENERGY REQUIRED TO MELT SPHERICAL SAMPLES (JOULES) 

2-cm diameter 1-em diameter 2-mm diameter 

Tungs ten 15,500 1,940 15 

Copper 8,000 1,000 8 

Carbon S t e e l  8,900 1,110 9 

Aluminum 4,500 560 45 
Aluminum Oxide 18,200 2 ; 300 18 

If t h e  samples were p e r f e c t l y  sh ie lded  ( i . e . ,  no h e a t  l o s s ) ,  one 
o r  two seconds would be s u f f i c i e n t  to  m e l t  1-cm-diameter samples 
wi th  the  e l e c t r o n  beam. However, unshielded samples can r a d i a t e  
t o  t h e  surroundings,  thereby inc reas ing  t h e  hea t ing  and melt ing 
t i m e .  

We est imated t h e  hea t ing  and mel t ing  t i m e s  f o r  unshielded samples 
by t h e  fol lowing procedure. 
w e r e  isothermal  (high thermal conduct ivi ty)  and r ad ia t ed  t o  a 
cold surrounding (To), and t h a t  the  appl ied  power from the  elec- 
t r o n  beam (qeb) w a s  constant .  Then by equat ing t h e  h e a t  i npu t  t o  
the  r a d i a t i v e  l o s s e s  and the  change i n  temperature of t h e  sphere:  

W e  assumed t h a t  t h e  s p h e r i c a l  samples 

where: M = 

C -  

A =  

a =  

dTs/dO = 

dTS 4 4 qeb = MC - + A ( E o T ~  - aaTo ) de 

mass of sphere = 6 

s p e c i f i c  h e a t  

su r f ace  area of sphere = nd 2 

a b s o r p t i v i t y  of surroundings = 1 

rate of change of temperature of t h e  sphere 
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Assuming t h a t  dens i ty  and t h e  a1 p r o p e r t i e s  are constant  with t e m -  
p e r a t u r e ,  and l e t t i n g  T2 = To'+ qeb/Am, Equation 2 w a s  rear- 
ranged and approximated as: 

4 - Ts 1 2:- dT 6 ~ a  4 
dB dpC ( T 2  

and 

s 6 ~ 5  2:- 

4 dpC 'M 
s ,i T 

(3 )  

( 4 )  

where: T = sphere  i n i t i a l  temperature s ,i 

TM = melt ing po in t  

= t i m e  requi red  t o  reach melt ing po in t  
eM 

Equation 4 can be i n t e g r a t e d  e a s i l y  t o  determine OM. (Note t h a t  
Equation 4 is v a l i d  only i f  To4 << qeb/Td2EO; i f  the  spheres 
r a d i a t e  t o  room temperature and t h e  e l e c t r o n  beam power i s  1 kw, 
t h i s  I s  v a l i d  f o r  a l l  p r a c t i c a l  d iameters ) .  
r e s u l t s  ( t h e  f i g u r e s  without t h e  parentheses)  f o r  1-cm-diameter 
spheres  wi th  a power input  of 1 kw t o t a l l y  absorbed by the  sample 
and a surrounding temperature of 300°K. The t i m e  f o r  mel t ing ,  
much longer  than expected from t h e  hea t  of fu s ion  alone,  w a s  
ca l cu la t ed  assuming t h a t  t h e  e l e c t r o n  beam energy ava i l ab le  t o  
m e l t  t h e  sample equals  t he  energy absorbed less energy r ad ia t ed  
by t h e  sphere a t  t h e  melt ing p o i n t .  
assumed t h a t  t he  samples w i l l  be a t  uniform temperature,  although 
they are heated only from one s i d e  by t h e  e l e c t r o n  beam. 
assumption is  no t  j u s t i f i e d  f o r  material of low conduct ivi ty .  
Therefore ,  w e  es t imated  a warm-up t i m e  based on t r a n s i e n t  thermal 
conduction from t h e  equation: 

Table 4 shows t h e  

I n  these  ca l cu la t ions  w e  

This  

d2pC 
k e, = - 

where: k = thermal conduct iv i ty  of specimen 

(5) 

Table 4 shows t h e  va lues  f o r  t h e  hea t ing  time given by t h i s  
equat ion  (and t h e  t o t a l  mel t ing time) i n  parentheses .  
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TABLE 4 

CALCULATED HEATING AND MELTING TIMES FOR 
TYPICAL MATERIALS (seconds) 

T i m e  
M a t  e r i  a1 For Heat ing For Melting To t a l  

Tungs t e n  8.5 ( 3 )  43 52 ( 4 6 )  

Copper 1 . 7  (1) 1 3 (2) 

S t e e l  2.8 ( 6 )  1.1 4 (7) 
Aluminum Oxide 2.3 (62) 2.3 5 ( 6 4 )  

Aluminum 0 .83  (1.5) 0.6 1.5 (2.1) 

Thus Table 4 shows t h a t  t r a n s i e n t  conduction w i l l  be  the  cont ro l -  
l i n g  rate of hea t  t r a n s f e r  f o r  low conduct iv i ty  materials such 
as steel and aluminum oxide.  It w i l l  be time consuming t o  m e l t  
oxide samples. These ca l cu la t ions  a l s o  showed t h a t  s i g n i f i c a n t  
temperature g rad ien t s  could e x i s t  across  unshielded low-conductivity 
samples which receive hea t  from only one s i d e .  
considered,  however, can be melted i n  less than 15 o r  20 seconds. 
Thermal sh i e ld ing  could be used t o  shor ten  melt ing time and reduce 
temperature g rad ien t s  bu t  would prolong cooldown times. 

Most metals we have 

W e  d id  not  perform e x p l i c i t  ca l cu la t ions  t o  determine exothermal 
hea t ing  t i m e s ;  however, w e  concluded t h a t  t h e  t i m e  t o  m e l t  
samples w i l l  be  about the  same as wi th  e l e c t r o n  beam heat ing.  
The hea t  input  rate w i l l  be  lower and t h e  exothermal furnaces  
w i l l  have considerable  thermal i n e r t i a ,  bu t  the  samples w i l l  be 
heated over t h e  e n t i r e  sur face .  

C. SOLIDIFICATION OF SAMPLES 

Although t h e  hea t ing  and melt ing rates of t h e  samples are rela- 
t i v e l y  r ap id  because of t h e  high hea t  f l u x  ava i l ab le ,  t he  rates 
of cooling and s o l i d i f i c a t i o n  are governed by the  o p t i c a l  proper- 
ties of t h e  molten material, t h e  conductive and r a d i a t i v e  l o s s e s ,  
and t h e  hea t  capac i ty  of t h e  exothermic hea te r s .  To e s t ima te  
t h e  m a x i m u m  s o l i d i f i c a t i o n  t i m e s ,  w e  assumed t h a t  t h e  s p h e r i c a l  
samples w e r e  coupled with t h e  environment by r a d i a t i o n  only. 
s o l i d i f i c a t i o n  t i m e  was ca l cu la t ed  by equat ing the  r a d i a t i v e  
l o s s e s  and t h e  hea t  of fusion: 

The 

p AHd 

6 E aTM 
r 

4 OS 
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where: 8 = s o l i d i f i c a t i o n  t i m e  
S 

AH = h e a t  of fu s ion  

TM = mel t ing  po in t  

Table 5 shows the  ca l cu la t ed  s o l i d i f i c a t i o n  t i m e s  f o r  1-cm-diameter 
spheres  e 

TABLE 5 

CALCULATED TIME REQUIRED TO SOLIDIFY 1-CM-DIAMETER SPHERES 

' Material S o l i d i f i c a t i o n  T i m e  (sec)  

Tungs t e n  

Copper 

S t e e l  

Aluminum Oxide 

Aluminum 

2.2 

16 5 

30 

70 

4 00 

Long t imes are r equ i r ed  because of t h e  r e l a t i v e l y  low melting 
po in t s  of copper and aluminum, and t h e  corresponding low rad i -  
a t i o n  h e a t  t r a n s f e r  rates. Note t h a t  t h e  s o l i d i f i c a t i o n  time i s  
d i r e c t l y  p ropor t iona l  t o  the  diameter.  Shielding samples would 
f u r t h e r  i nc rease  the  cool ing t i m e ;  a s i n g l e  s h i e l d  with an  
emittance of 0 .1  would more than  double the  cooling t i m e .  The 
long cool ing t i m e  f o r  t h e  low-melting-point materials s e r i o u s l y  
limits t h e i r  use i n  f r e e  f l o a t  condi t ions ,  and i n d i c a t e s  t h a t  
low-melting-point samples w i l l  have t o  be he ld  on s t i n g s  o r  
supports .  

I f  t h e  sphere forming samples are he ld  on a s t i n g ,  the  uniformity 
of cool ing w i l l  be  determined by choice of t h e  s t i n g  s i z e  and 
material. To eva lua te  the uniformity of cool ing of samples, w e  
es t imated  t h e  r a t i o  o f  h e a t  loss by conduction along t h e  s t i n g  
t o  hea t  l o s s  by r a d i a t i o n  over t he  su r face  of t h e  sample. For 
s i m p l i c i t y ,  w e  considered an unshielded s p h e r i c a l  sample at  its 
melt ing po in t  and determined t h e  m a x i m u m  r a t i o  of conductive 
l o s s e s  (Qcond) t o  r a d i a t i v e  l o s s e s  (orad) as fol lows : 

2 4 4 
= nd UE (TM - To ) Qrad 

where To = r a d i a t i o n  s i n k  temperature = 300'K. 

(7) 

.. 
23 



2 
- lksds 

Qcond - 4  

where: ks = thermal conduct iv i ty  of t h e  s t i n g  

ds = diameter of s t i n g  

h = hea t  t r a n s f e r  c o e f f i c i e n t  from s t i n g  su r face  

I n  t h i s  a n a l y s i s ,  t h e  s t i n g  acts l i k e  a f i n .  W e  assumed t h a t  
t h e  s t i n g  is long and is  connected t o  a h e a t  s ink  a t  To. 
s t i n g  r a d i a t e s  t o  t h e  s i n k  a t  To, t he  m a x i m u m  h e a t  t r a n s f e r  co- 
e f f i c i e n t  i s  given approximately as: 

I f  t h e  

4 
'S ' 'M 
TM - T h =  

0 

where: E = emit tance of s t i n g  
S 

I n  these  estimates w e  assumed t h a t  gas  conduction and convection 
were neg l ig ib l e .  Table 6 shows t y p i c a l  r e s u l t s  f o r  several 
materials combinations and sample s i z e s .  As t h e  s t i n g  diameter 
decreases ,  t he  conduction losses decrease.  For the  same r a t i o  
of sphere t o  s t i n g  diameter,  t h e  smaller t h e  sphere the  g r e a t e r  
t h e  r a t i o  of conduction t o  r a d i a t i o n  l o s s e s ,  suggest ing t h a t  
f o r  most materials uniform cool ing w i l l  be poss ib l e  wi th  small 
s t i n g s .  For copper and aluminum specimens, a low-conductivity 
s t i n g  w i l l  be  requi red  t o  have uniform cool ing;  because of t h e  
low thermal conduct iv i ty  of steel a l l o y s ,  l a r g e r  s t i n g s  can 
be used t o  achieve t h e  same uniformity than with copper o r  
aluminum a l l o y s .  
cm (0.004") s e e m  p r a c t i c a l .  
t h e  samples c a r e f u l l y  packaged during launch opera t ions ,  and have 
them a t tached  o r  assembled by t h e  as t ronaut .  

Sphere diameters of 0.5 c m  wi th  s t i n g s  of 0.01 
It may a l s o  be necessary t o  have 
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PART TWO 

THE SPHERE FORMING EXPERIMENT 
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I11 e BACKGROUND 

The p r i n c i p a l  ea r th -o rb i t  environment f a c t o r s  t h a t  are expected 
t o  a l ter  t h e  p re sen t  technology of s o l i d i f i c a t i o n  are l o w  o r  
zero-g and high vacuum-zero-g being by f a r  t h e  most s i g n i f i c a n t .  
Vacuum melt ing and cas t ing  have become accepted p r a c t i c e  on 
e a r t h  where t h e  supe r io r  q u a l i t y  of t h e  end product can be  
economically j u s t i f i e d .  The zero-g environment, however, can 
only be approximated on e a r t h  i n  the  labora tory  by such tech- 
niques as e l e c t r o s t a t i c  suspension and induct ive  l e v i t a t i o n ,  
and then  only on s m a l l  samples and wi th  g rea t  d i f f i c u l t y .  

The zero-g environment i s  expected t o  have several e f f e c t s  on 
s o l i d i f i c a t i o n .  Of primary i n t e r e s t  t o  our ob jec t ives  f o r  t he  
sphere forming experiment i s  t h e  increased  prominence of su r face  
t ens ion  fo rces  i n  t h e  zero-g environment so t h a t ,  i n  p r i n c i p l e ,  
i t  should be poss ib l e  t o  ca r ry  o u t  con ta ine r l e s s  s o l i d i f i c a t i o n  
of a p e r f e c t l y  s p h e r i c a l  shape. 

A p r i n c i p a l  g o a l  of t h e  materials processing experiments i s ,  
t h e r e f o r e ,  t o  cast a sphere having t h e  fol lowing c h a r a c t e r i s t i c s :  

0 Metallurgy--a homogeneous s t r u c t u r e ,  a minimum hardness 
of R c  60, and mechanical p r o p e r t i e s  comparable t o  those  
of f e r rous  b a l l  bearings.  

0 Surface roughness--not t o  exceed 1 microinch. 

0 Diameter var ia t ion--not  t o  exceed 5 microinches.  

0 Low mass--preferably a hollow sphere of  uniform w a l l  
th ickness .  

Sample materials and experimental  techniques f o r  forming spheres  
must be evaluated no t  only i n  terms of t h e i r  a b i l i t y  t o  f u l f i l l  
t h i s  goa l ,  bu t  a l s o  i n  t h e  l i g h t  of t h e i r  a p p l i c a b i l i t y  t o  
scaled-up manufacturing. Furthermore, t h e  zero-g environment 
w i l l  have profound e f f e c t s  on s o l i d i f i c a t i o n  phenomena, o t h e r  
than t h e  formation of s p h e r i c a l  shapes. Where poss ib le ,  t h e  
sphere forming experiment should be designed t o  determine i f  
unique and u s e f u l  s t r u c t u r e s  can be prepared. 

It is un l ike ly  t h a t  a l l  the  des i r ed  product c h a r a c t e r i s t i c s  can 
be m e t  by a s i n g l e  material o r  a s i n g l e  forming technique i n  t h e  
i n i t i a l  f l i g h t  experiments. It may, however, be poss ib l e  t o  m e e t  
many of t h e  requirements wi th  experiments t h a t  are a l s o  designed 
t o  c r i t i c a l l y  eva lua te  experimental  procedure and s o l i d i f i c a t i o n  
phenomena. 
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A. METALLURGY 

This goa l  cannot be m e t  e n t i r e l y .  The mechanical p rope r t i e s  of 
f e r r o u s  b a l l  bear ings and the  homogeneity of t he  s t r u c t u r e  are 
t h e  r e s u l t  of ,mechanical  work and subsequent hea t  treatment 
of t h e  c a s t  material. The as-cast  s t r u c t u r e  of a l loyed  steels is 
nonhomogeneous because of r e d i s t r i b u t i o n  of t h e  a l loy ing  elements 
on f r eez ing .  However, i t  may be poss ib le  t o  produce load-bearing 
r o l l i n g  elements which are u s e f u l  i n  t h e  as-cast condi t ion  even 
though they may no t  meet a l l  t he  des i red  p rope r t i e s .  

B. SURFACE ROUGHNESS 

Because of t he  volume change a s soc ia t ed  wi th  s o l i d i f i c a t i o n ,  
some sur face  roughness w i l l  i nva r i ab ly  r e s u l t  i n  
i f  t h e  ou te r  sur faces  are f r e e  cas t .  This  problem might be 
avoided using an experimental  technique which -removes the  su r face  
roughness a f t e r  t h e  metallic s u r f a c e  has s o l i d i f i e d .  Alterna- 
t i v e l y ,  t h i s  goa l  may be approached by the  use  of a model system, 
e i t h e r  a very pure m e t a l  o r  an  a l l o y  whose volume change is 
near ly  zero.  

bear ing a l l o y s  

C. SPHERICITY 

Attainment of s p h e r i c i t y  is pr imar i ly  an experimental  problem. 
Lack of s p h e r i c i t y  could be caused by nonuniform heat ing,  non- 
uniform cool ing,  nonuniform s o l i d i f i c a t i o n  leading t o  i n t e r n a l  
stresses, o r  o s c i l l a t i o n  i n  the  m e l t  due t o  devia t ion  from 
zero-g o r  fo rces  induced by s p e c i f i c  experimental  techniques.  
Again, model materials could be chosen having appropr ia te  
p rope r t i e s  ( v i s c o s i t y ,  su r f ace  tension)  such t h a t  a b a l l  diameter 
could be chosen which would meet t h e  goals .  

D. LOW MASS 

Casting of a hollow b a l l  is a l s o  pr imar i ly  an experimental  
problem. Although there  are techniques which might lead  t o  such 
a product,  t he re  i s  no reason t o  be l ieve  t h a t  t h e  cav i ty  w i l l  
c e n t e r  i t s e l f  i n  t he  b a l l .  Furthermore, t he  s p h e r i c i t y  w i l l  be 
a f f e c t e d  t o  t'he same extent by the  f a c t o r s  described above. 
An a l t e r n a t e  approach would be t o  cast around a low-density, 
low-modulus core.  Because of t he  complexities and doubt fu l  
outcome of experiments t o  produce spheres  with low mass, w e  have 
concentrated our e f f o r t s  on  producing s o l i d  spheres i n  the  i n i -  
t i a l  O r b i t a l  Workshop experiments. 

30 



IV. THE IMPLICATIONS OF SOLIDIFICATION I N  A ZERO-G ENVIRONMENT 

It is  not  p o s s i b l e  t o  p r e d i c t  from terrestrial experience 
whether t h e  d i f f e r e n c e  between a t r u e  zero-g environment and 
t h e  small but f i n i t e  f o r c e s  which w i l l  e x i s t  i n  t h e  Materials 
Melting F a c i l i t y  are c r i t i c a l  t o  s o l i d i f i c a t i o n  phenomena. 
can, however, d e f i n e  t h e  f a c t o r s  which are l i k e l y  t o  be s i g n i f i -  
can t  t o  s o l i d i f i c a t i o n  phenomena i n  zero-g and p o s t u l a t e  t h e  
cha rac t e r i s t i c s - -poss ib ly  unique--of t h e  r e s u l t a n t  cast ing.  
The zero-g environment i s  expected t o  a f f e c t  s o l i d i f i c a t i o n  
because buoyancy and t h e  r e s u l t a n t  dens i ty  d i f f e r e n c e s  o r  t he r -  
m a l  convection w i l l  be non-exis tent ,  and t h e r e f o r e  su r face  ten- 
s i o n  f o r c e s  w i l l  assume a more prominent r o l e .  

W e  

A. SUPERCOOLING AND NUCLEATION 

By s o l i d i f i c a t i o n  of "conta iner less"  m e l t s ,  a high degree of 
supercool ing may be poss ib l e  because of t h e  absence of con- 
t a i n e r  w a l l s  t h a t  act as nuclea t ion  sites. 
m e t a l s  and commercial a l l o y s  have been undercooled on e a r t h  by 
amounts up t o  200-300°C below t h e i r  mel t ing p o i n t s  wi th  sub- 
s t a n t i a l  s t r u c t u r a l  modi f ica t ion  and reduct ion  of segrega t ion  
r a t i o .  (1) Also, a much g r e a t e r  degree of homogenization is  
p o s s i b l e  by subsequent hea t  t reatment  of a l l o y s  which have 
been s i g n i f i c a n t l y  supercooled. (2-6) 
undercooling are t h e o r e t i c a l l y  p o s s i b l e  before  t h e  onse t  of 
homogeneous nuc lea t ion ,  s o l i d i f i c a t i o n  i n  t h e  zero-g environ- 
ment may permit  even f i n e r ,  less segregated s t r u c t u r e s  than 
are poss ib l e  on e a r t h .  It may even be poss ib l e  t o  reach t h e  
homogeneous nuc lea t ion  temperature i n  m e l t s  of a s i z e  s u f f i c i e n t  
t o  have p r a c t i c a l  app l i ca t ion .  

A v a r i e t y  of pure  

Since l a r g e  amounts of 

Even i f  s o l i d i f i c a t i o n  t akes  p l ace  i n  a con ta ine r ,  nuc lea t ion  
phenomena are l i k e l y  t o  be q u i t e  d i f f e r e n t  i n  a zero-g environ- 
ment. 
techniques,  most c a s t i n g s  involve  more than  one nucleus and can 
e x h i b i t  a v a r i e t y  of growth modes. For example, a cas t ing  may 
e x h i b i t  a c h i l l  zone cons i s t ing  of very f i n e  equiaxed c r y s t a l s  
near  t h e  mold w a l l s  followed by a columnar zone wi th  another  
equiaxed zone i n  t h e  last  metal t o  f reeze.  

Except f o r  t h e  r a t h e r  s p e c i f i c  s i n g l e - c r y s t a l  growth 

Turbulence and con- 
vectioq7_h51j[e been shown t o  be a major cause of t h e  two equiaxed 
zones. 

It i s  not unreasonable t o  expect  t h a t  the  e f f e c t s  of zero-g on 
nuc lea t ion  phenomena may l ead  t o  very unusual cast s t r u c t u r e s  
and might even r e s u l t  i n  a monodendrite monocrystal. 
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B. SEGREGATION 

Segregat ion e f f e c t s  can be h ighly  inf luenced by nuc lea t ion  and 
growth phenomena. I n  a zero-g environment segrega t ion  w i l l  a l s o  
be s i g n i f i c a n t l y  modified by the  absence of buoyancy and thermal 
convection. As a l l o y s  s o l i d i f y ,  t h e r e  is  a r e d i s t r i b u t i o n  of 
t h e  a l loy ing  elements as t h e  so l id - l iqu id  i n t e r f a c e  advances. 
The s o l i d i f i c a t i o n  s t r u c t u r e  depends t o  a g r e a t  ex ten t  on t h e  
composition of t h e  l i q u i d ,  and t h i s  i n  t u r n  i s  g r e a t l y  
a f f e c t e d  by thermal convection, which causes  mixing. 
m e t a l  i ngo t s ,  equiaxed c r y s t a l s  are sometimes observed i n  the  
lower p a r t  o f  t h e  cas t ing  wi th  a columnar reg ion  a t  t h e  top. 
The e f f e c t  has been ascr ibed  t o  g r a v i t a t i o n a l  s e t t l i n g  of t h e  
equiaxed g r a i n s ,  o r  t o  a s inking  of solute-enriched l i q u i d  
t h a t  reduces the  c o n s t i t u t i o n a l  supercooling a t  the  upper a r t  
of t h e  i n t e r f a c e  between t h e  columnar zone and t h e  melt.(15) 
Segregation due t o  c o n s t i t u t i o n a l  dens i ty  d i f f e rences  should be  
impossible i n  zero-g. These same cons idera t ions  a l s o  apply t o  
the  microsegregat ion t h a t  occurs  wi th  d e n d r i t i c  growth. 

I n  cas t ing  

The absence of convection should a l s o  have a g r e a t  e f f e c t  on 
t h e  s i z e  and d i s t r i b u t i o n  of i nc lus ions  i n  a l l o y s .  The l a r g e r  
i nc lus ions  are thought t o  r e s u l t  from agglomeration of smaller 
inc lus ions  t h a t  contac t  each o ther  i n  the  m e l t  and become trapped 
i n  t h e  d e n d r i t e  s t ruc tu re .  (13) 
genera l ly  de t r imenta l  t o  t h e  p rope r t i e s  of a l l o y s ,  s o l i d i f i c a t i o n  
i n  zero-g could r e s u l t  i n  s t r u c t u r e s  having improved p rope r t i e s .  

Because coarse  inc lus ions  are 

Thus, s o l i d i f i c a t i o n  i n  a zero-g environment may r e s u l t  i n  a n  
extremely f i n e  d e n d r i t e  s t r u c t u r e .  
very  low and inc lus ions  may be very f i n e  and uniformly dispersed.  

The segrega t ion  r a t i o  may be 
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V. PRELIMINARY SCREENING OF MATERIALS AND METHODS 

A. CANDIDATE MATERImS 

We considered two cri teria f o r  s e l e c t i n g  materials as p o t e n t i a l  
candidates  f o r  t h e  sphere c a s t i n g  experiments: (1) those which 
may be capable of meeting a l l  of our  s p e c i f i e d  goa ls  and (2) those 
which may show p a r t i c u l a r  promise f o r  meeting ind iv idua l  goa l s  
f o r  eva lua t ion  of experimental  techniques,  o r  f o r  providing 
evidence of t h e  unique aspec ts  of s o l i d i f i c a t i o n  i n  space. 

1. Materials f o r  Hard, Wear-Resistant Spheres 

Most hard,  high-strength f e r r o u s  a l l o y s  depend on carbon, e i t h e r  
i n  s o l u t i o n  o r  i n  the  form of carb ides ,  t o  provide the  required 
mechanical p r o p e r t i e s .  
e u t e c t i c ,  which is r i c h  i n  t h e  b r i t t l e  carb ide  phase, par t icu-  
l a r l y  i n  t h e  more highly a l loyed  steels. 
and t h e  e u t e c t i c  are both continuous so t h a t  t h e  as-cast ingo t s  
are b r i t t l e .  These steels may be hard i n  t h e  conventional sense 
of t h e  word, bu t  they l a c k  touchness. It is f o r  t h i s  reason 
t h a t  t h e  hard, high-strength steels f o r  app l i ca t ions  requi r ing  
some toughness are usua l ly  suppl ied i n  the  wrought condi t ion.  
The ho t  work serves t o  break up the  r b i d e  network and homo- 

The as-cast s t r u c t u r e  e x h i b i t s  a 

The carbide phase 

genize the  s t r u c t u r e  of t h e  steel. (1tB 

Some homogenization of t he  as-cast s t r u c t u r e  i s  poss ib le  by 
post-heat treatment t o  d i s so lve  the  carbides  i n  the  a u s t e n i t e .  
The f i n e r  t h e  scale of t he  cast s t r u c t u r e ,  t he  more e f f e c t i v e  
w i l l  be  such treatment.(2-6) I f  a l a r g e  amount of undercooling 
can be achieved i n  the  zero-g environment, r e s u l t i n g  i n  a f i n e  
s t r u c t u r e ,  a given steel composition could possibly be t r e a t e d  
t o  higher  toughness l e v e l s  than  i t  could i n  a conventional 
terrestrial cas t ing  which has been more slowly s o l i d i f i e d .  

Nevertheless ,  t h e  higher  carbon steels can probably not  be ex- 
pected t o  have s u f f i c i e n t  toughness i n  t h e  as-cast condi t ion.  
I n  s e l e c t i n g  candidate  materials from the  f e r rous  a l loys  w e  
have the re fo re  concentrated on those compositions which may 
conceivably have the  requi red  hardness,  y e t  have as low a carbon 
content  as poss ib le .  
not supp-d i n  t h e  form of c a s t i n g s ,  so that property da t a  on 
them are wager. There is, of course,  v i r t u a l l y  no information 
a v a i l a b k  on the  engineering p rope r t i e s  of ca s t ings  made a t  very 
l a r g e  amounts of supercooling. The criteria f o r  material selec-  
t i o n  i n  t h i s  category are thus  less e x p l i c i t  and more conjec tura l .  
The s e l e c t i o n  must be based on  what types of a l l o y s  might be  ex- 
pected t o  possess  the  b e s t  canbinat ion of s t r u c t u r e  and proper- 
t ies under t h e  var ious  s o l i d i f i c a t i o n  condi t ions  which have been 
pos tu la ted  f o r  t h e  zero-g environment. The gene ra l  cri teria are: 

Most of t h e  candidate  compositions are 
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e The steel should be low i n  a l loy ing  elements which tend 
t o  produce b r i t t l e  network s t r u c t u r e s  i n  t h e  as-cast 
material, 

e The materials p r o p e r t i e s  i n  t h e  cast condi t ion  should 
p re fe rab ly  be u s e f u l  enough so  t h a t  t h e  materials are 
commercially a v a i l a b l e  i n  t h a t  f o m ,  

e The need f o r  any subsequent t reatment  a t  temperatures 
where t h e  steel  might d i s t o r t  should be avoided, and 

e The material be compatible wi th  the  experimental  ap- 
pa ra tus  and techniques 

We e l imina ted  one obvious p o s s i b i l i t y ,  subsequent carbur iz ing  
of a tough low carbon steel ,  because such t reatment  could pro- 
bably not  be accomplished without some l o s s  of s p h e r i c i t y .  

a. Ferrous Alloys 

The most ex tens ive ly  used s t ee l  grade f o r  bear ings  is  52100. 
combines good s t r e n g t h ,  hardness ,  f a t i g u e ,  and ha rdenab i l i t y  
p r o p e r t i e s ,  y e t  has a low a l loy ing  content ,  and is  the re fo re  
inexpensive.  (15) It has a q u i t e  high carbon content ,  however, 
and i s  no t  l i k e l y  t o  have s u f f i c i e n t  toughness i n  t h e  as-cast 
condi t ion.  Two o t h e r  steels, D6AC and 300M, have a somewhat 
h igher  a l loy ing  conten t ,  and are capable of achieving hardness  
b e t t e r  than Rc 60 d e s p i t e  a r e l a t i v e l y  lower carbon content 
(approximately 0.45%). They are both low a l l o y  steels, so 
t h a t  undes i rab le  s o l i d i f i c a t i o n  s t r u c t u r e s  may be minimized. 
One advantage of D6AC is  t h a t  i t  is c lassed  as an air-hardening 
steel. Experimental casts of 300M have been success fu l ,  al though 
a t  a lower carbon content ,  (15) which would decrease t h e  hardness 
a t t a i n a b l e .  
l i m i t s  i n  t h e  cast condi t ion;  never the less ,  they  are more l i k e l y  
t o  possess  a b e t t e r  combination of hardness and toughness proper- 
ties than 52100. As t ra l loy  i s  another  low a l l o y  steel of con- 
s i d e r a b l e  hardness ,  even i n  t h e  cast condi t ion.  

It  

Both a l l o y s  are l i k e l y  t o  have lower hardness 

The 18 N i  maraging grades of steel depend f o r  t h e i r  s t r e n g t h  on 
a p r e c i p i t a t i o n  r e a c t i o n  of t i t an ium and aluminum r a t h e r  than  on 
carbon. 
250,000 p s i  i n  wrought form is a l s o  a v a i l a b l e  i n  a cas t ing  grade 
which provides  a hardness of R c  50. This  material has very good 
d u c t i l i t y  and toughness. 
grade could a t t a i n  a hardness  over  R c  55 y e t  preserve  s u f f i c i e n t  
d u c t i l i t y  t o  be use fu l . ( l 6 )  . 

One maraging grade t h a t  has a t e n s i l e  s t r e n g t h  of 

It i s  poss ib l e  t h a t  t h e  350,000-psi 

Another a l l o y  which i s  used ex tens ive ly  i n  i t s  wrought form f o r  
bear ing  components is 440C s t a i n l e s s  steel, capable of R c  60 i n  
i t s  wrought form. 
some investment cas t ings ,  and may the re fo re  be capable of 

Despi te  i t s  high carbon content ,  i t  is used i n  
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y ie ld ing  a cast sphere  having a s u i t a b l e  combination of 
p r o p e r t i e s .  (15) 

The age-hardening s t a i n l e s s  steels, of which 17-4 PH and AM-355 
are bu t  two ex'amples, a l so  depend on a p r e c i p i t a t i o n  r e a c t i o n  t o  
achieve t h e i r  p r o p e r t i e s .  Many of these  a l l o y s  are used f o r  
investment cas t ing ,  bu t  they cannot achieve much more than R c  50 
i n  hardness ; (15) theref  o re ,  we  have e l imina ted  these  a l l o y s  from 
f u r t h e r  cons idera t ion .  

Tool steels r ep resen t  another  class of a l l o y s  which have been 
developed f o r  high-strength 
There i s  a wide range of these  a l l o y s ,  from low-alloy types 
s i m i l a r  t o  t h e  low-alloy high-strength steels t o  the  highly 
al loyed high-speed and hot-work t o o l  steels. 
high-speed compositions are now used f o r  bear ing  components 
f o r  high-temperature service. 
employed i n  wrought form because of t h e  poor p r o p e r t i e s  of 
t h e i r  as-cast s t r u c t u r e s ,  which a l s o  make some of t h e  more h igh ly  
a l loyed  types even d i f f i c u l t  t o  h o t  r o l l .  Rather than  the  t o o l  
steels, o ther  f e r r o u s  alloys--maraging steel ,  440C m a r t e n s i t i c  
s t a i n l e s s  steel, and low-alloy steel "Astral1oy"--have more 
promise t o  m e e t  t h e  program ob jec t ives .  

high-hardness app l i ca t ions .  (17) 

Severa l  of t h e  

A l l  t h e  t o o l  steels are un ive r sa l ly  

b. Cast Cobalt-Base Alloys 

Cobalt a l loys  have long been used i n  a p p l i c a t i o n s  r equ i r ing  hard- 
ness  and wear r e s i s t a n c e .  
ca s t ings .  S t a r  J S t e l l i t e  i s  a cobalt-chromium-tungsten a l l o y  
which has an as-cast hardness of  R c  55-62. Although i t  is  sens i -  
t ive  t o  stress concent ra t ions ,  i t  has shown promise f o r  bear ing 
components a t  e leva ted  temperatures.  (18) This  a l l o y  seemed t o  
be one of the  more promising f o r  f u l f i l l i n g  the  ob jec t ives  of  
t h i s  program, and warranted f u r t h e r  eva lua t ion .  

Many of them are used i n  the  form of 

c. Refractory Hard Materials 

A number of ox ides ,  carb ides ,  n i t r i d e s ,  bor ides  and i n t e r m e t a l l i c s  
have shown promise as load-bearing, wear-resis tant  com- 
ponents.  (19 s 2 0 )  Because of t h e  expected experimental  d i f f i c u l t i e s  
i n  cas t ing  these  materials, pr imar i ly  a s soc ia t ed  wi th  melt ing by 
t h e  e l e c t r o n  beam and thermal shock, w e  e l iminated t h e s e  mate- 
r ials from cons idera t ion  f o r  t h e  i n i t i a l  materials processing 
experiments. 

2 ,  Materials f o r  Sphe r i c i ty  and Surface F i n i s h  

None of t h e  materials which have been discussed thus  f a r  i s  i d e a l  
from t h e  s tandpoin t  of producing a highly s p h e r i c a l ,  smooth sphere,  
b a s i c a l l y  because t h e  a l l o y s  are complex and have only moderate 
thermal conduct iv i ty .  A b e t t e r  material would b e  one of very 
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high p u r i t y ,  oxide-free o r  capable  of d i sso lv ing  i t s  oxides  
when molten, having good thermal conduct iv i ty ,  and having a 
proven c a p a b i l i t y  f o r  achieving l a r g e  undercooling. 
which might be expected t o  f u l f i l l  these  requirements are t h e  
noble  metals, n i c k e l ,  coba l t ,  and i r o n .  Of these ,  n i c k e l  ap- 
pea r s  t o  be  t h e  most at tractive i n  t h a t  i t  has  been undercooled 
as much as 285OC i n  t h e  laboratory.(21) 
smooth round sphere poss ib l e ,  bu t  s o l i d i f i c a t i o n  of  a pure 
metal a t  undercoolings not  p o s s i b l e  on e a r t h  may be  achieved. 

Materials 

Not only is  a very  

3 .  Materials f o r  Evaluating the  Ef fec t s  of Zero-G on 
S o l i d i f i c a t i o n  Phenomena 

Although a l l  of t h e  materials t h a t  have been discussed thus  f a r  
can be expected t o  provide evidence of t h e  unique e f f e c t s  of zero-g 
on s o l i d i f i c a t i o n  phenomena, most of them are complex a l l o y s  i n  
which these  e f f e c t s  may be d i f f i c u l t  t o  d e t e c t .  
be  expected t o  accentua te  the  pos tu l a t ed  e f f e c t s  of s o l i d i f i c a t i o n  
i n  zero-g. 

None of them can 

A very u s e f u l  a l l o y  from t h i s  s tandpoin t  is  an  aluminum cas t ing  
a l l o y ,  No. 195, which has t h e  composition A1-4.5% Cu. This  a l l o y  
has  a wide f reez ing  range and a l a r g e  dens i ty  d i f f e rence  between 
t h e  two components. It  has  been s tudied  ex tens ive ly ,  and forms 
t h e  b a s i s  of much of our understanding of a l l o y  s o l i d i f i c a t i o n  i n  
g rav i ty .  Much information on the  s t r u c t u r e  t h a t  r e s u l t s  from a 
wide v a r i e t y  of s o l i d i f i c a t i o n  condi t ions is  ava i l ab le .  It i s  an 
i d e a l  a l l o y  f o r  i nves t iga t ing  those a spec t s  of s o l i d i f i c a t i o n  
which may be unique t o  a zero-g environment. 

However, because of its low melt ing po in t  and long s o l i d i f i c a t i o n  
t i m e ,  i t  may not be compatible wi th  t h e  experimental  techniques.  
I n  t h a t  event ,  e i t h e r  Ni-14% A l ,  Ni-7.5% A l ,  o r  Ni-12% Sn could 
be  subs t i t u t ed .  

B. CASTING METHODS 

I n  our prel iminary screening ,  w e  considered fou r  methods of cas t ing  
spheres:  on a s t i n g  (o r  support) ;  wi th in  a viscous m e l t ;  i n  a s o l i d  
conta iner ;  and by melt ing of wires o r  tubes.  With one except ion we  
assumed t h a t  t h e  e l e c t r o n  beam hea t ing  would be used and t h a t  no 
mechanical manipulation of t h e  specimen would be poss ib l e  during 
t h e  experiment e 

1. The St ing  Experiment 

Considerable prel iminary experimental  work has  a l ready been per- 
formed by t h e  Manufacturing Engineering Laboratory using t h i s  
approach. 
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a. Capt ive Sphere 

BEAM + 

- 

I n  t h i s  technique, t h e  metal sample t o  be  melted is held on t h e  
end of t h e  support  s t i n g .  The ob jec t ive  is  t o  m e l t  t he  sample 
without  detaching i t  from t h e  s t i n g ,  thereby assur ing  continuous 
c o n t r o l .  The s t i n g  must conduct e l e c t r i c i t y ,  have a higher  m e l t -  
ing po in t  than t h e  sphere (material A) and must be  w e t  by 
material A when molten so t h a t  t h e  sphere w i l l  not  detach. 

This technique assures p o s i t i v e  con t ro l  of t h e  sphere,  y e t  pro- 
v ides  con ta ine r l e s s  condi t ions  over t h e  major i ty  of t h e  su r f  ace. 
This technique could be used t o  obta in  a R c  60 cas t ing ,  and t o  
optimize t h e  su r face  smoothness of as-cast metal. 
p e r f e c t  sphere cannot be cast by t h i s  technique, s i n c e  the  wet t ing 
angle  m u s t  necessa r i ly  be less than 90° ,  and cool ing cannot be  
uniformly r a d i a l  because of  t h e  s t i n g .  There w i l l  be some a l loy -  
ing of t he  two materials. 
s i te ,  so  t h a t  t he  poss ib l e  advantages of l a r g e  supercooling w i l l  
no t  be a t t a i n e d .  

However, a 

The s t i n g  w i l l  act as a nuclea t ion  

b. Prenecked S t i n g  

BEAM --+ 



A prenecked s t i n g  of a s i n g l e  material i s  another a l t e r n a t e .  
t h e  m e l t  i n t e r f a c e  proceeds back i n t o  the  neck, s epa ra t ion  of the  
sphere may occur as a r e s u l t  of thinning of t h e  neck by su r face  
tens ion  fo rces .  
conductor. 

As 

The sample material must be  an electrical 

This  technique avoids many of t h e  problems assoc ia ted  with the  
cap t ive  sphere technique and can be used t o  m e e t  most of t h e  ex- 
periment goa ls  - Materials compat ib i l i ty  problems are avoided. 
Completion of t h e  experiment is ind ica t ed  by i n t e r r u p t i o n  of t he  
beam cur ren t .  However, i t  may be d i f f i c u l t  t o  ensure sepa ra t ion  
of t h e  sphere i n  a way which permits  i t  t o  assume a p e r f e c t l y  
s p h e r i c a l  shape. There w i l l  be temperatu-;.. g rad ien t s  on hea t ing  
and cooling because of beam d i r e c t i o n a l i t y .  It  is  not  c e r t a i n  
t h a t  t h e  sphere w i l l  detach from the  s t i n g .  I f  i t  does, motion 
may be imparted t o  the  sphere during the  separa t ion  process ,  
causing it t o  impact po r t ions  of t he  apparatus  before  the  b a l l  
has  s o l i d i f i e d  o r  becomes hard. Materials w i l l  thus be r e s t r i c t e d  
t o  those which s o l i d i f y  very quickly.  

c. Nonwetting D i s s i m i l a r  Materials 

An a l t e r n a t i v e  means of detachment i s  t o  use a sphere material, 
which does not  w e t  t he  s t i n g .  
t ach  i t s e l f  from the  s t i n g  t o  become f r e e  f l o a t i n g .  Both m a t e -  
rials must be electrical conductors,  A must n o t  w e t  B, and B 
m u s t  have a higher  melting po in t  than A. 

On melting, t h e  sphere w i l l  de- 

This  approach i s  similar t o  t h e  prenecked s t i n g  experiment; 
however, s epa ra t ion  of t he  sphere can be b e t t e r  cont ro l led  and 
t h e  temperature g rad ien t  problem can be minimized by proper 
choice of t h e  two materials. The problems wi th  t h i s  technique 
are poss ib l e  impact of t he  b a l l  aga ins t  some por t ion  of t h e  ap- 
pa ra tus  before  i t  has s o l i d i f i e d ,  and materials compat ib i l i ty .  
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d. Other S t ing  Experiments 

We b r i e f l y  considered t h e  use  of a r a d i a t i o n  s h i e l d  surrounding a 
sample he ld  on a s t i n g  as a means f o r  minimizing thermal g rad ien t s .  
This  method d id  not  seem appropr i a t e  because, i f  t h e  sphere be- 
came detached, i t  would c e r t a i n l y  fmpact t he  s h i e l d .  The tech- 
nique of cas t ing  spheres  on low-density s o l i d  cores ,  held cap t ive  
on s t i n g s ,  o f f e r e d  more disadvantages because of materials com- 
p a t i b i l i t y  than  b e n e f i t s  der ived from t h e  o v e r a l l  low dens i ty .  

2. Spheres Formed i n  a Viscous Melt 

To reduce t h e  p o s s i b i l i t y  of  t he  molten ( o r  s o f t )  sphere from 
contac t ing  wi th  t h e  w a l l s  of a conta iner  o r  t h e  experimental  ap- 
pa ra tus ,  a l i q u i d  of high v i s c o s i t y  could be used t o  sepa ra t e  
t h e  sphere from i t s  conta iner .  The t i m e  requi red  f o r  t h e  sphere 
t o  contac t  t h e  conta iner  w a l l  would be s i g n i f i c a n t l y  increased ,  
and t h e  sphere might become s u f f i c i e n t l y  r i g i d  so t h a t  i t  would 
not  deform on contac t .  Reaction between t h e  l i q u i d  and t h e  
sphere could occur and a f f e c t  t he  su r face  smoothness but  no t  
necessa r i ly  s p h e r i c i t y  of t h e  sphere.  An encapsulant l i q u i d  
which o f f e r s  promise ( i ee .9  the  a b i l i t y  t o  be used over a wide 
temperature range and s t i l l  maintain v i s c o s i t y )  is  a boron 
oxide-barium oxide mixture.  By varying t h e  composition, a wide 
range of temperature-viscosi ty  dependence may be obtained. 
approach then o f f e r s  t h e  p o s s i b i l i t y  of using any metal o r  
a l l o y ,  xegardless  of i t s  thermal expansion c o e f f i c i e n t ,  which 
m e l t s  between 800 and 18OOOC.  The oxide mixture  would have t o  
be degassed p r i o r  t o  hea t ing  i n  space; hea t ing  t h e  mixture i n  
vacuum t o  a temperature i n  excess  of t h e  melt ing temperature of 
t h e  sphere  should s u f f i c e .  

This 

This  approach has t h e  advantage t h a t  it reduces t h e  p o s s i b i l i t y  
of con tac t  of t h e  h o t  sphere wi th  components of t he  apparatus .  
Temperature g rad ien t s  are minimized. Through t h e  use of t h e  proper 
g l a s s ,  a super ior  su r face  f i n i s h  may r e s u l t .  Although t h i s  would 
no t  r e s u l t  i n  con ta ine r l e s s  s o l i d i f i c a t i o n ,  t h e  v iscous  l i q u i d  
could be amorphous and may not  act as a nuclea t ing  site. There- 
f o r e ,  cons iderable  undercooling may s t i l l  be poss ib l e .  More 
than one sphere could be melted p e r  experiment, e i t h e r  of d i f f e r -  
e n t  s i z e s ,  o r  w i t h i n  certain limits, of d i f f e r e n t  a l loys .  The 
most s i g n i f i c a n t  problem wi th  t h i s  experiment i s  t h e  a d d i t i o n a l  
material (viscous mel t )  which must be heated, and the  apparatus  
s i z e  w i l l  t he re fo re  b e  l imi t ed  by t h e  a v a i l a b l e  power. 
more t h i s  method may not be necessary i f  spheres  could be detached 
from s t i n g s  wi th  modest con t ro l l ed  v e l o c i t i e s .  

Further-  
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3 .  Melting i n  a So l id  Container 

r 

I n  t h i s  method a p a r t i a l l y  f i l l e d  conta iner  could y i e l d  a s o l i d  
sphere i f  t h e  sample material when heated and molten i s  completely 
nonwetting on t h e  conta iner .  This  approach could be used t o  
minimize temperature g rad ien t s .  However, i t  is doubtful  whether 
a u s e f u l  metal combination can be  found which i s  completely non- 
wet t ing.  There i s  no reason f o r  t h e  sphere t o  sepa ra t e  from i ts  
conta iner  f o r  a per iod s u f f i c i e n t  t o  allow s o l i d i f i c a t i o n .  The 
power requirements would b e  high because of t h e  need t o  h e a t  t h e  
conta iner .  

An a l t e r n a t i v e  is t o  m e l t  a metal which p a r t i a l l y  f i l l s ,  w e t s  and 
has a lower melt ing po in t  than i t s  conta iner .  This technique 
could be used f o r  c a s t i n g  hollow b a l l s .  However, t he  choice of 
materials i s  r e s t r i c t e d  because of materials incompat ib i l i ty .  
There i s  no d e f i n i t e  proof t h a t  t h e  cav i ty  w i l l  be  centered o r  
t h a t  i t  w i l l  be p e r f e c t l y  sphe r i ca l .  The ou t s ide  su r face  w i l l  
b e  no smoother t han  t h e  conta iner .  Power requirements would be 
high because of t h e  need t o  h e a t  t h e  conta iner .  

4 .  Melted Wire o r  Tubing 

It has been observed t h a t  a w i r e  heated by r e s i s t a n c e  t o  a tent- 
p e r a t u r e  above i t s  melt ing p o i n t  w i l l  bead up under su r face  ten- 
s i o n  fo rces  and w i l l  i n  f a c t  s e p a r a t e  i n t o  a series of spheres .  
The s i z e  of t h e  spheres  is  t h a t  which tends t o  minimize t h e  sur-  
f a c e  area. 
wi th  tubing which has  been pinched of f  a t  appropr ia te  i n t e r v a l s .  
This  simple technique has uses  and advantages similar t o  t h e  
detached sphere s t i n g  method. The problems inc lude  c o n t r o l  of 
t h e  sphere a f t e r  mel t ing.  Furthermore, t h i s  technique a l s o  re- 
q u i r e s  r e s i s t a n c e  r a t h e r  than  e l e c t r o n  beam hea t ing .  

It might be poss ib l e  t o  cast hollow b a l l s  by s t a r t i n g  
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C. MATERIALS AND METHODS SELECTED FOR FURTHER INVESTIGATION 

On t h e  b a s i s  of t h i s  screening procedure,  w e  s e l e c t e d  350T marag- 
ing steel, 440 s t a i n l e s s  steel ,  As t r a l loy ,  S t a r  J S t e l l i t e ,  
aluminum-4 1/2% copper a l l o y ,  nickel-12% t i n  a l l o y ,  and pure 
n i c k e l  f o r  f u r t h e r  i nves t iga t ion .  W e  concluded t h a t  t he  forming 
spheres  on s t i n g s  using t h e  cap t ive  sphere o r  nonwetting d i s -  
similar materials approach would be t h e  most d e s i r a b l e  cas t ing  
method. Cast ing i n  a v iscous  m e l t  w a s  considered an a l t e r n a t i v e  
technique t o  s imula te  f r e e  f l o a t  condi t ions .  
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V I .  LABORATORY STUDIES 

Problems a s soc ia t ed  wi th  s o l i d i f i c a t i o n  shr inkage,  non-uniform 
hea t ing  and cool ing,  and the  s m a l l  and f i n i t e  mechanical f o r c e s  
a c t i n g  on a s o l i d i f y i n g  mass, are l i k e l y  t o  e x e r t  adverse e f f e c t s  
on t h e  c h a r a c t e r i s t i c s  of t h e  cas t ing ,  p a r t i c u l a r l y  i t s  s u r f a c e  
roughness and s p h e r i c i t y ,  even i n  zero-g. Furthermore, no ex- 
periment performed on e a r t h  can f u l l y  s imula te  e i t h e r  t he  condi- 
t i o n s  i n  a n  o r b i t i n g  spacec ra f t  o r  t h e  a c t u a l  r e s u l t s  of 
materials processing the re in .  However, l abora tory  experiments 
can demonstrate some of t h e  problems which might occur i n  the  
o r b i t i n g  labora tory  and i n d i c a t e  which metals and a l l o y s  appear 
t o  o f f e r  the  g r e a t e s t  p o t e n t i a l  f o r  success fu l  ca s t ing  i n  space.  
Therefore ,  w e  conducted fou r  types of experiments: 

e Melting and cas t ing  of spheres  held cap t ive  on s t i n g s  o r  
dropped through a 4-foot "shot tower". 

e Melting of samples with a pro to type  e l e c t r o n  beam gun. 

e Measurement of vapor pressure  of s e l e c t e d  materials. 

0 Casting of metals i n  molten g l a s s .  

We perfomfed these  experiments on the  following materials: 
A1-4 112% Cu a l l o y ,  Ni-12% Sn a l l o y ,  low a l l o y  s teel  - "Astral loy",  
350T h igh- tens i le  maraging s tee l ,  Co-Cr-Mo a l loy-Star  J S t e l l i t e ,  
and type 440 s t a i n l e s s  steel .  

A. MELTING AND CASTING EXPERIMENTS 

1. Apparatus and Method 

A simple drop-tower (Figure 3) w a s  constructed from clear qua r t z  
tubing.  The upper end i s  a s h o r t  l ength  (about 6") of 1"- 
diameter quar tz  tubing. This s e c t i o n ,  which i s  surrounded by a 
"pancake" r . f .  c o i l ,  houses the  sample. The sample is  he ld  
by a simple pin-vice; sample conf igura t ions  are shown i n  F igure  
4. 

The lower end of t h e  drop tower w a s  immersed i n  a ba th  of 
vacuwp pump o i l  which provided a means of quenching t h e  samples 
a t  t he  end of t h e i r  f a l l  and a l s o  provided a seal from the  
atmosphere. P r i o r  t o  each experiment t he  e n t i r e  system w a s  
f lushed  with argon v i a  an i n l e t  p o r t  provided f o r  t h i s  purpose 
(see Figure  3 ) .  
during the  experiments e 

A s l i g h t  p o s i t i v e  argon flow w a s  maintained 

The experiments simply cons is ted  of energizing t h e  r . f .  c o i l  suf -  
f i c i e n t l y  t o  cause melt ing of t he  sample. Heating w a s  e i t h e r  
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discont inued ,  whereon t h e  m e l t  r e s o l i d i f i e d  i n  s i t u ,  o r  continued 
u n t i l  t h e  molten s e c t i o n  f e l l  under g r a v i t y .  
performed where t h e  molten d rop le t  w a s  quenched d i r e c t l y  i n t o  t h e  
o i l  ba th  and a l s o  where t h e  d r o p l e t  f e l l  i n t o  a s m a l l  d i sh  of 
qua r t z  wool f l o a t i n g  on t h e  su r face  of t h e  o i l  ba th  (see Figure 

Experiments were 

3) * 

After  each experiment the  samples were removed from t h e  apparatus ,  
examined f o r  s p h e r i c i t y  and su r face  f i n i s h ,  and sec t ioned  f o r  
metal lographic  examination. 

2. Resul t s  

Aluminum-4 1/2% copper w a s  t h e  lowest-melting-point a l l o y  i n v e s t i -  
ga ted  (M.P. 6OOOC) a The drop cas t ing  experiment w a s  unsuccessful  
because impact with the base of t he  apparatus  occurred p r i o r  t o  
f r eez ing .  D i f f i c u l t y  w a s  a l s o  experienced during t h e  cap t ive  
s t i n g  experiment. A l a r g e  f r a c t i o n  of t h e  b a r  e i t h e r  became 
molten o r  approached the  melt ing temperature, whereon ex tens ive  
deformation occurred. 
a l l o y  i n  sphere cas t ing  experiments w a s  discont inued.  

Laboratory work d i r e c t e d  a t  using t h i s  

Nickel-12% Tin w a s  used as a "back-up" a l l o y  f o r  t h e  A1-Cu a l l o y .  
It w a s  prepared by d i r e c t  melting 99.999% pure elemental  compo- 
nents  i n  a r e c r y s t a l l i z e d  alumina c r u c i b l e  and subsequently cas t ing  
them i n  a permanent s teel  mold, r e s u l t i n g  i n  a homogeneous cas t ing .  

No s e r i o u s  problems were encountered wi th  e i t h e r  t h e  drop c a s t i n g  
o r  t h e  capt ive  s t i n g  experiment. Some shrinkage po ros i ty  w a s  ob- 
served i n  t h e  micros t ruc ture ,  bu t  t h i s  w a s  no t  su rp r i s ing  because 
t h e  f r eez ing  range (=15OoC) of t h e  a l l o y  is  l a r g e .  Figure 5 
shows low- and high-magnification photomicrographs of  t he  Ni-Sn 
material. I n  Figure 5a, p a r t  of t h e  curved su r face  of t he  
drop-cast b a l l  i s  shown. Sphe r i c i ty  w a s  q u i t e  good bu t  su r face  
smoothness s u f f e r e d  s l i g h t l y  from t h e  shr inkage a s soc ia t ed  wi th  
f i n a l  f reez ing .  The micros t ruc ture  (Figure 5b) w a s  as expected 
and cons is ted  of primary Ni-rich dendr i t e s  (some coring)  wi th  a 
semicontinuous i n t e r d r e d i t i c  e u t e c t i c .  Some shrinkage po ros i ty  
w a s  a l s o  apparent i n  Figure 5b. 
hardness of tpe Ni-12% Sn a l l o y  w a s  found t o  be  Rc = 10. 

I n  t h e  as-cast condi t ion  t h e  

Spheres of good s p h e r i c i t y  and su r face  f i n i s h  were obtained by 
drop cas t ing  Ast ra l loy  ( suppl ied  by t h e  Vulcan S t e e l  Company of 
Birmingham, Alabama) e Wrinkling of t5e su r face  r e s u l t i n g  from 
shrinkage during f i n a l  f reez ing  w a s  observed i n  one region.  
Metallography revealed some i n t e r n a l  shr inkage po ros i ty .  
as-cast condi t ion t h i s  a l l p y  had a hardness of Rc = 34. 

I n  the  

We subsequently attempted t o  inc rease  t h e  hardness by a d d i t i o n  
of e x t r a  crabon, A s  received,  As t ra l loy  conta ins  0.25% (nominal) 
of carbon. 
As t r a l loy  s l u g  containing a b l i n d  ho le  i n t o  which the  requi red  

An a d d i t i o n a l  0.25% w a s  added by melt ing a c y l i n d r i c a l  
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quan t i ty  of carbon w a s  placed. A s m a l l ,  t i g h t - f i t t i n g  p i n  w a s  
dr iven i n t o  t h e  ho le ,  thereby prevent ing l o s s  of t h e  unalloyed 
carbon by oxida t ion .  Melting w a s  c a r r i e d  ou t  under an  argon 
atmosphere. The m e l t  was held i n  a r e c r y s t a l l i z e d  alumina 
c ruc ib l e .  Af te r  mel t ing ,  t he  a l l o y  w a s  cast i n  a small steel 
mold, thereby y i e ld ing  2-1/2" long x 1/4" diameter s t i c k s .  

Sphe r i c i ty  and su r face  smoothness w e r e  found t o  be s i m i l a r . t o  
t h a t  ob ta ined  wi th  t h e  unmodified a l l o y .  
countered during t h e  metallography of t he  high-carbon material 
and t h e  e tch ing  c h a r a c t e r i s t i c s  suggested t h a t  a l a r g e  volume 
of r e t a ined  a u s t e n i t e  w a s  p resent  i n  t h e  s t r u c t u r e .  Hardness 
measurements (R < 10) supported t h i s  viewpoint.  I n  order  t o  
c l a r i f y  the  p i c f u r e  a Debye-Sherrer p a t t e r n  w a s  obtained (Cu-Ka 
r a d i a t i o n )  and from these  observat ions i t  w a s  concluded t h a t  
a u s t e n i t e  i s  t h e  predominant phase i n  t h e  as-cast , high-carbon 
a l l o y .  Figure 6 a and b are r e spec t ive ly  low- and high-magnifica- 
t i o n  photomicrographs of t h i s  a l l o y .  Shrinkage p o r o s i t y  i s  
c l e a r l y  v i s i b l e .  
w e l l  t o  hea t  t reatment  s ince  the  r e t a ined  a u s t e n i t e  w i l l  decompose 
via t h e  au tec to id  r eac t ion .  

D i f f i c u l t y  w a s  en- 

The modified As t r a l loy  material should respond 

A sample of 350T h igh- tens i le ,  maraging s teel  w a s  obtained from 
Vasco Metals, Inc. ,  Latrobe, Pennsylvania. The a l l o y  w a s  
r e a d i l y  cast i n  both the  drop and cap t ive  s t i n g  modes. Surface 
f i n i s h  and s p h e r i c i t y  were found t o  be similar t o  Ast ra l loy .  
However, no i n t e r n a l  shrinkage po ros i ty  w a s  observed. As-cast, 
t h e  hardness of t h i s  a l l o y  w a s  Rc = 22-25, b u t  by using a 
s u i t a b l e  I aging t reatment  t h e  hardness could be s i g n i f i c a n t l y  
increased .  

Figure 7 shows t h e  micros t ruc ture  of t h e  maraging steel. Very 
l a r g e  dendr i t e s  are c l e a r l y  v i s i b l e .  The two photographs were 
obtained from t h e  capt ive  s t i n g  experiment with the  top view 
showing t h e  junc t ion  between the  melted and unmelted ( s t i n g )  
po r t ions .  The bottom p i c t u r e  shows the  curved su r face  of t he  
melted and r e s o l i d i f i e d  po r t ion .  
graphs t h a t  f reez ing  proceeds from both t h e  o u t e r  ( sphe r i ca l  
shaped) su r face  and t h e  s o l i d  ( s t i n g )  l i q u i d  i n t e r f a c e .  The 
presence of a cap t ive  s t i n g  obviously inf luences  t h e  f r eez ing  
p a t t e r n  and, as a consequence, a l so  in f luences  t h e  r e s u l t i n g  
micros t ruc ture ,  a t  least 'aver a l a r g e  reg ion  of cas t ings  prepared 
i n  t h i s  mode. 

It  i s  clear from t h e s e  photo- 

A sample of S t a r  J S t e l l i t e  (suppl ied by the  Metals Divis ion of 
Union Carbide, Inc . )  w a s  found t o  be t h e  b e s t  o v e r a l l  material 
of a l l  those,we inves t iga t ed .  No i n t e r n a l  shr inkage,  su r f ace  
wrinkl ing,  or marked depar tures  from s p h e r i c i t y  were observed. 
The hardness  w a s  found t o  be Rc = 61. 

F igures  8 and 9 are mosaic photomicrographs showing p a r t s  of 
t h e  cap t ive  s t i n g  and drop cas t ings  r e spec t ive ly .  As noted 
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FIGURE 7 MOSAIC PHOTOMICROGRAPH SHOWING STRUCTURE OF 
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FIGURE 9 MOSA1C PHOTOMICROGRAPH SHOWING STRUCTURE 
OF A DROP CAST BALL OF STAR "J" STELLITE 
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with  the  maraging steel, t h e  presence of a cap t ive  s t i n g  i n f l u -  
ences  t h e  mic ros t ruc tu re .  These e f f e c t s  are c l e a r l y  v i s i b l e  i n  
Figure 8,  which shows t h e  necked-down reg ion  of contac t  between 
t h e  s t i n g  and t h e  cas t ing .  

Examination of F igure  9 (drop cast b a l l )  reveals t h a t  f r eez ing  
proceeds as expected, i .e . ,  from t h e  ou te r  su r f ace .  The dendr i t e  
s i z e  and t h e  secondary arm spacing are f a r  l a r g e r  i n  the  i n t e r i o r  
of t h e  b a l l .  These r e s u l t s  suggest  t h a t  t h e  success  experienced 
wi th  t h i s  material i s  due i n  p a r t  t o  t h e  r ap id  formation of a 
r e l a t i v e l y  s t rong ,  s o l i d ,  s p h e r i c a l  s h e l l  which i s  a b l e  t o  
withstand t h e  stresses accompanying complete f r eez ing .  

A sample of 440 s t a i n l e s s  steel w a s  melted wi th  no d i f f i c u l t y .  
However, both s p h e r i c i t y  and su r face  f i n i s h  w e r e  very poor. 
We performed no f u r t h e r  work on t h i s  material. 

B. ELECTRON-BEAM MELTING TESTS 

Since electron-beam hea t ing  is  t o  be used f o r  t h e  i n - f l i g h t  
experiment, several a l l o y s  (conf igura t ion  as i n  Figure 4a) were 
subjec ted  t o  mel t ing i n  t h e  electron-gun f a c i l i t y  a t  NASA MSFC. 
Table 7 shows t h e  e lectr ical  power and t i m e  requi red  f o r  mel t ing.  
Quite  obviously,  t h e  2-kw "space gun" w i l l  be adequate f o r  m e l t -  
ing purposes. Metal lographic  examination of specimens melted i n  
t h e  MSFC equipment revealed no apparent d i f f e rences  from t h e  
s t r u c t u r e s  obtained using t h e  s h o t  tower equipment a t  ADL. 

TABLE 7 

POWER AND TIME REQUIRED TO MELT SELECTED SAMPLES WITH 
AN ELECTRON BEAM 

Material 

A s  t r a l l o y  

350T Maraging 

Ni-12% Sn 

Power t o  M e l t  T i m e  t o  M e l t  
- kv - m a  bet> 

15 10 

S t e e l  15 12 

14 18 

70 

30 

7 
S t a r  J S t e l l i t e  14.4 16 1 4  

C. VAPOR PRESSURE EXPERIMENTS 

Small samples of maraging.stee1, S t a r  J S t e l l i t e ,  Ni-12% Sn and 
Cu-Pb w e r e  analyzed with a Nuclide Associates  12" r ad ius ,  60' 
s e c t o r ,  magnetic focusing high-temperature mass spectrometer .  
The samples were contained i n  a molybdenum Knudsen cel l ,  l i n e d  
wi th  high-puri ty  boron n i t r i d e .  The vapor molecules e f fus tng  
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from t h e  Knudsen ce l l  were col l imated  by a series of slits, 
ionized  wi th  an e l e c t r o n  gun, and magnet ical ly  focused onto a n  
e l e c t r o n  m u l t i p l i e r  f o r  de t ec t ion .  The background p res su re  
i n  t h e  source chamber w a s  about t o r r ,  of t h e  same orde r  of 
magnitude as the  a n t i c i p a t e d  ambient p re s su re  i n  t h e  AAP Space 
F a c i l i t y .  The purpose of t h e  experiments w a s  t o  check f o r  t h e  
absence of h ighly  v o l a t i l e  impur i t i e s  and t o  assess the  degree 
of sample vapor i za t ion  under the  planned experimental  condi t ions .  
The ce l l  and instruments  were c a l i b r a t e d  using s i lver ,  which i s  
r e a d i l y  a v a i l a b l e  i n  very h igh  p u r i t y  and whose vapor pressure  
as a func t ion  of temperature i s  accura t e ly  known. 

The r e s u l t s  of t h e  measurements are summarized i n  Table 8, which 
shows the  p r i n c i p a l  components of t h e  a l l o y s ,  t h e i r  mole f r a c t i o n ,  
t h e  measured vapor p re s su re  a t  temperatures near  t h e  melt ing 
po in t ,  and a c a l c u l a t e d  va lue  of t h e  p a r t i a l  p re s su re  of each com- 
ponent obtained from t h e  product of t he  mole f r a c t i o n  and t h e  
vapor p re s su re  of t h e  pure  m e t a l  ( i d e a l  s o l u t i o n  l a w ) .  
agreement between t h e  measured and ca l cu la t ed  pressures  i s  very  
good. The va o r  pressures  of cons t i t uen t s  of  a l l  samples are 
less than  10-8 a t m  a t  temperatures near t h e  melt ing poin ts .  Most 
c o n s t i t u e n t s  w i l l  have vapor pressures  less than  10-7 a t m .  
cause t h e  rates of vapor i za t ion  are d i r e c t l y  propor t iona l  t o  
t h e  vapor p re s su res ,  w e  expect t h a t  samples of these  materials 
w i l l  have n e g l i g i b l e  vapor iza t ion  l o s s e s  i n  t h e  b r i e f  per iods  
during which they are molten. For example, t h e  rate of l o s s  of 
i r o n  from maraging steel a t  its melt ing po in t  is  only about 3 x 
10-5 gm/cm2 sec. Thus w e  conclude t h a t  e l e c t r o n  beam melt ing 
w i l l  not  r e s u l t  i n  s i g n i f i c a n t  vapor iza t ion  l o s s e s  during t h e  
f l i g h t  experiments. 

The 

Be- 

D. THE METAL I N  GLASS EXPERIMENTS 

We conducted several prel iminary experiments i n  which we  simu- 
l a t e d  zero-g by melt ing a s m a l l  sample of a metal i n  a molten 
g l a s s .  By using a high-viscosi ty  g l a s s ,  we  hoped t o  ob ta in  
s o l i d i f i c a t i o n  of t h e  m e l t  before  contac t  w a s  made wi th  t h e  
c r u c i b l e  w a l l s .  

A number of g l a s s  m e l t s  were made using t h e  barium oxide-boron 
oxide system. From observat ions of  t h e  v i s c o s i t y ,  we s e l e c t e d  
mixtures  containing 85% and 95% of BaO, The g l a s s  w a s  melted 
i n  r e c r y s t a l l i z e d  alumina c ruc ib l e s  contained i n  a g raph i t e  
susceptor  heated by induct ion.  
were introduced i n t o  the  molten g l a s s e s  and t h e  power w a s  switched 
of f  t o  f a c i l i t a t e  complete f r eez ing  wi th in  t h e  c ruc ib l e .  

Small s lugs  of N i  and Ni-Cu a l l o y  

The r e s u l t i n g  cas t ing  w a s  of very poor s p h e r i c i t y .  Apparently,  
contac t  w i th  the  c r u c i b l e  base occurred p r i o r  to f reez ing ,  and,  
from o u r  observat ions we  conclude t h a t  t h i s  approach would b e  
d i f f i c u l t  t o  u t i l i z e  i n  practice. For each a l l o y  system a 
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TABLE 8 

VAPOR PRESSURES OF SAMPLE COMPONENTS NEAR THE MELTING POINTS 

Measured Vapor 
Elemental Mole P res su re ,  a t m  

Composition F r a c t i o n  (T = 1723'K) 

Maraging S tee1 

Fe 0.615 3.78 x 

c o  0.205 5.15 

N i  0.092 2.42 

Mo 0.088 < 10-l2 

S t a r  J S t e l l i t e  

co 0.491 5.67 

W 0.071 .10-l2 

C r  0.376 1.64 x loe6 
N i  0.027 9.05 x 

Fe 0.035 Not observed 

Ni-l2wt% Sn (6.25 mole %) 

N i  

Sn 

Cu-Pb 

Pb 

cu 

Measured Vapor 
P res su re ,  a t m  

(T = 1673OK) 

4.08 x 

0.94 x 

Measured Vapor 
P res su re ,  atm 

C a  IC u l a  t ed P a r t  i a  1 
Pressu re ,  a t m  

(T = 1700'K) 

3.37 x 

6.15 x lo-' 
3.87 

14.7 

7.75 x lo-6 

1 .91  

11.3 x 

Calcula ted  Pa r t i a l  
P res su re ,  a t m  
(T = 1700'K) 

4.16 x 

1.58 x 

Calculated P a r t i a l  
Pressure ,  a t m  

1.43 1.51 

5.55 11.3 

(lOOO°K) (1000 O K )  

(140OOw ( 1400°K) 

5 5  



s p e c i f i c  g l a s s  composition wi th  a w e l l  def ined v i s c o s i t y  would 
be requi red ;  t h e r e f o r e ,  no f u r t h e r  cons idera t ion  w a s  given t o  
t h i s  type of experiment. 

E. MATERIALS RECOMMENDATIONS 

A s  a r e s u l t  of these  l abora to ry  experiments,  w e  s e l e c t e d  fou r  
materials f o r  t h e  f l i g h t  experiments. I n  o rde r  of preference  
these  are: 

(1) Star J S t e l l i t e  

(2)  350T Maraging S t e e l  

(3 )  Ni-12% Sn 

(4)  N i  

(5) As t ra l loy  ( a l t e r n a t e )  

(6) A1-4 1/2% Cu ( a l t e r n a t e )  

The s t e l l i t e  appears t o  f u l f i l l  a l l  of t he  major requirements 
and, as previously noted, is  t h e  only material which has provided 
a high hardness.  The maraging steel casts extremely w e l l  and 
t h e  mechanical p rope r t i e s  may be upgraded by heat  treatment. 
Nickel- t in  w a s  found t o  y i e l d  acceptab le  cas t ings  although 
shr inkage po ros i ty  w a s  evident .  However, t h e  longer  f reez ing  
range a l l o y s  should be included i n  f l i g h t  experiments because 
convection p l ays  a s i g n i f i c a n t  r o l e  i n  t h e  f r eez ing  of such m a t e -  
rials on ea r th .  The absence of  these  e f f e c t s  i n  zero-g could 
prove favorable  both from the  technologica l  and s c i e n t i f i c  
viewpoints.  Nickel  w a s  s e l e c t e d  (even though no experiments were 
conducted wi th  t h e  pure ma te r i a l )  because of t he  p o t e n t i a l  f o r  
supercooling during f r e e  f l o a t  condi t ions .  

The low melt ing po in t  Al-based a l l o y  i s  less attractive because of 
t h e  very long f r eez ing  times t h a t  would be requi red .  As t r a l loy  
w a s  considered an a l t e r n a t e  because i t  d id  not  y i e l d  spheres  of 
hardness o r  s p h e r i c i t y  as good as Star J S t e l l i t e  o r  maraging 
steel. 
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V I I .  ANALYSIS OF EXPERIMENT PARAMETERS 

Our pre l iminary  h e a t  t r a n s f e r  ana lyses ,  materials and methods 
screening ,  and labora tory  s t u d i e s  ind ica t ed  t h e  d e s i r a b i l i t y  of 
conducting two types  of sphere forming experiments:  s o l i d i f i c a -  
t i o n  wi th  the  molten spheres  he ld  cap t ive  on s t i n g s  and s o l i d i -  
f i c a t i o n  of molten spheres  under "free f l o a t "  condi t ions  a f t e r  
detachment from s t i n g s .  The following a d d i t i o n a l  analyses  w e r e  
conducted t o  guide t h e  design of hardware t o  implement these  
experiments : 

0 Estimation of t h e  t i m e  f o r  s o l i d i f i c a t i o n  and t h e  
uniformity of cool ing of spheres  of materials selected 
f o r  f l i g h t  experiments ; and 

0 Evaluat ion of methods f o r  removing spheres  from s t i n g s .  

A. TIME FOR MELTING, SOLIDIFICATION AND UNIFORMITY OF COOLING 

Using t h e  equat ions given i n  P a r t  One, we es t imated t h e  melt ing 
s o l i d i f i c a t i o n  t i m e  f o r  i s o l a t e d  1/4-inch-diameter spheres  of steel, 
n i c k e l ,  and aluminum-copper a l l o y s ,  as fol lows:  

T ime  (sec) 
Melting 

Material a t  2 kw S o l i d i f i c a t i o n  

S t e e l  < 3  18 

Aluminum- Co pp er 1 426 

Nicke 1 ( 3  55 

The melt ing t i m e s  o f  these  materials (and a l s o  As t r a l loy ,  S t a r  
J S t e l l i t e ,  and n i cke l - t i n  a l l o y )  are w e l l  w i t h i n  t h e  capab i l i -  
ties of t h e  s p e c i f i e d  e l e c t r o n  beam equipment. The s o l i d i f  ica- 
t i o n  t i m e s  f o r  As t r a l loy  and S t a r  J S t e l l i t e  w i l l  be s i m i l a r  t o  
t hose  of steel; n i cke l - t i n  a l l o y  s o l i d i f i c a t i o n  t i m e s  w i l l  be  
somewhat g r e a t e r  t han  t h e  pure n i c k e l ,  bu t  much less than 
aluminurn-copper. 
of about 40 cent imeters  (16 inches) .  I f  a molten d r o p l e t  were 
re l eased  wi th  a zero se a r a t i o n  v e l o c i t y ,  t h e  f r e e - f l o a t  time ( t )  
would be: 
and a is t h e  r e s i d u a l  a c c e l e r a t i o n  of t h e  chamber. I f  Q = 20 cm 
and a = t would be about 20 seconds. I f  t h e  r e s i d u a l  
a c c e l e r a t i o n  w e r e  t h e  maximum f r e e  f l o a t  time would be  
about 64 seconds. Therefore ,  steel, S t a r  J S t e l l i t e ,  As t r a l loy ,  
n i c k e l ,  and n i c k e l - t i n  seem appropr i a t e  f o r  u s e  i n  " f r ee  f l o a t "  
as w e l l  as "capt ive sphere'' s o l i d i f i c a t i o n .  I n  add i t ion ,  any 
method used t o  s e p a r a t e  t h e  sphere  from t h e  s t i n g  should impart  a 

The Materials Melting F a c i l i t y  has  a diameter 

t = (2a/a)  115 , where Q is the  c h a r a c t e r i s t i c  dimension 
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sepa ra t ion  v e l o c i t y  less than 1 / 2  cm/sec t o  keep the  molten 
sphere  from impacting t h e  chamber be fo re  i t  s o l i d i f i e s .  

Table 9 shows t h e  uniformity of cool ing of these  sample materials 
on s t i n g s ,  as given by t h e  r a t i o  of hea t  conducted along t h e  
s t i n g  t o  h e a t  r ad ia t ed  from t h e  sur face .  These es t imates  p o i n t  
ou t  t h e  necess i ty  t o  reduce the  s t i n g  diameter t o  less than 
0.15 c m  (1/16 inch)  and p re fe rab ly  less than 0.05 cm (0.020 inch) .  
The e n t i r e  s t i n g  need no t  be t h i s  small, only t h a t  po r t ion  wi th in  
about 1-1/4 cm (1/2 inch)  from t h e  sphere w i l l  be  s i g n i f i c a n t  i n  
e s t a b l i s h i n g  t h e  temperature uniformity.  

B. REMOVAL OF MOLTEN SPHERES FROM STINGS 

We have considered several methods f o r  removing a molten drop 
from a s u b s t r a t e  s o  t h a t  i t  may remain i n  a f r e e - f l o a t  condi t ion 
f o r  a time long enough t o  permit i t s  s o l i d i f i c a t i o n  before  im-  
pac t ing  t h e  w a l l s  of t he  Metals Melting F a c i l i t y .  While the  drop 
i s  s t i l l  l i q u i d ,  t h e  p r i n c i p a l  f a c t o r  determining i t s  shape i s  
the su r face  tension.  We have assumed t h a t  t y p i c a l  values  f o r  
su r face  tens ion  of a molten metal are about 1000 t o  1500 dynes/cm. 
I n t e r f a c i a l  t ens ion  of t h e  same order  of magnitude w a s  assumed 
t o  act  a t  t h e  boundary between t h e  drop and t h e  s u b s t r a t e  i f  i t  
i s  wet t ing  o r  making a contac t  ang le  smaller than  90'. 
energy f o r  t h e  molten metal w a s  a l s o  assumed t o  be of t he  s a m e  
order  of magnitude. I n t e r n a l  f o r c e s  r e s u l t i n g  from the  s u r f a c e  
tens ion  e f f e c t s  and cohesion must be overcome t o  a t t a i n  phys i ca l  
s epa ra t ion  of t he  molten sphere from t h e  s u b s t r a t e  by applying 
s u i t a b l e  e x t e r n a l  fo rces .  Furthermore, t he  v e l o c i t y  with which 
t h e  sepa ra t ion  takes  p lace  must remain s m a l l  t o  i nc rease  t h e  
" f r e e  f l o a t "  t i m e .  

Cohesive 

W e  examined th ree  types of s u b s t r a t e s :  rods ,  f o i l s ,  and tubes.  
W e  emphasized the  a n a l y s i s  of tubes and rods because the  case 
of a f o i l  s u b s t r a t e  i s  somewhat in te rmedia te  between the  two 
but  much less t r a c t a b l e .  

A tube  s u b s t r a t e  would work as fol lows:  
i n  t h e  tube is  melted,  two s p h e r i c a l  sur faces  w i l l  form as shown 
below. 

When the  metal sample 

BEFORE MELTING AFTER MELTING 
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TABLE 9 

RATIO OF HEAT CONDUCTED ALONG STING TO HEAT RADIATED 
FROM SPHERE SURFACE 

Sphere and S t ing  Diameters (cm)  
Sphere S t i n g  Sphere = 0.6 Sphere = 0.6 

Mater i a l  Material S t ing  = 0 .1  S t ing  = 0.05 

Nickel Nickel  0.59 
0.27 A1203 Nickel  

A l  2Cu-A1 A12cu-Al 2.3 
A12cu-Al Graphi te  4.2 

0.21 

0.09 

0.8 
1.4 

S tee1 S t e e l  0.36 0.12 
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I f  t h e  r ad ius  r2 > rl, t h e  e x t e r n a l  sphere w i l l  grow, s i n c e  the  
p re s su re  i n  t h e  l i q u i d  r e s u l t i n g  from s u r f a c e  t ens ion  is  i n v e r s e l y  
p ropor t iona l  t o  t h e  r ad ius ,  (P i  = 2y/ r )  and t h e  f i n a l  s t a g e  
shown above w i l l  be  reached. Then the  drop w i l l  remain hanging 
a t  t h e  o r i f i c e  of t h e  tube ,  a t tached  t o  i t  by t h e  adhesive 
f o r c e  r e s u l t i n g  from i n t e r f a c i a l  t ens ion  and Van derWaals fo rce ,  
un le s s  (1) s u f f i c i e n t  momentum i s  a t t a i n e d  during melt ing t o  re- 
move t h e  sphere from t h e  tube,  o r  (2) a d d i t i o n a l  energy i s  appl ied  
t o  t h e  molten sphere t o  remove i t .  

When a rod s u b s t r a t e  is used, a molten drop w i l l  form a t  t h e  end 
and remain a t t ached  t o  t h e  rod by a fo rce  p ropor t iona l  t o  t h e  
circumference of t h e  rod, i f  t h e  m e l t  w e t s  t h e  s o l i d  s t i n g  because 
t h e  su r face  t ens ion  acts i n  a d i r e c t i o n  t a n g e n t i a l  t o  t h e  i n t e r -  
f a c e  as shown below: 

BEFORE MELTING AFTER MELTING 

The drop may move along the  rod i f  t h e r e  are s u f f i c i e n t  tempera- 
t u r e  g rad ien t s  (due t o  t h e  v a r i a t i o n  of s u r f a c e  tens ion  wi th  
temperature) o r  by t h e  r e a c t i o n  t o  the  e l e c t r o n  beam force .  
There i s  no a p r i o r i  reason f o r  t he  sphere t o  detach i t s e l f  from 
t h e  rod un le s s  some e x t e r n a l  fo rce  i s  appl ied.  I f  t h e  rod is 
nonwetting, t h e r e  is  reason t o  be l i eve  t h a t  t h e  drop w i l l  leave 
the  rod because of t h e  decrease i n  su r face  energy ( i f  the  non- 
wet t ing  s t i n g  were indented i n t o  t h e  sphere) .  

I f  a metal is  melted using a f o i l  as a s u b s t r a t e ,  a sphere w i l l  
be formed r e s t i n g  on t h e  s u b s t r a t e  and making a contac t  ang le  
w i t h  i t  i n  accordance wi th  t h e  i n t e r f a c i a l  t ens ion ,  as shown 
be low : 

BEFORE MELTING AFTER MELTING 
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I f  t h e  i n i t i a l  material is i n  a shape o the r  than a sphere,  a 
sphere w i l l  be formed. There i s  some evidence t o  suggest  t h a t  
t he  sphere may leave t h e  nonwetting s u b s t r a t e  because of t h e  
momentum acquired during t h e  change of shape. A s  i n  t he  case of 
t h e  sphere on a nonwetting tube o r  rod,  movement of t he  sphere 
depends upon t h e  v i s c o s i t y ,  i n i t i a l  and f i n a l  shape and s i z e ,  and 
e lec t r ica l  e f f e c t s  . 
W e  examined several types of fo rces  which could be appl ied t o  
f r e e  the  drop from i ts  s u b s t r a t e :  gas  p re s su re ,  i n e r t i a l  
(impulse o r  o s c i l l a t o r y ) ,  c e n t r i f u g a l ,  e l e c t r o s t a t i c ,  e l ec t ro -  
dynamic, thermal (vapor iza t ion) ,  self-removal ( sur face  tens ion) .  

1. Gas Pressure  

With a tubu la r  s u b s t r a t e  a gas pressure  ( i n e r t  gas)  could be 
app l i ed  through t h e  tube. For a nonwetting material ( con tac t  
angle  90') t he  pressure  requi red  t o  overcome t h e  su r face  ten- 
s i o n  f o r c e  i s  2y/a (a = r ad ius  of t h e  tube) .  The pressure  may 
be about lo4 dynes/cm2 (10 t o r r  f o r  a s m a l l  tube  ( a  = 0.2 c m ) .  
I n  p r a c t i c e ,  gas pressure  would have t o  be increased  u n t i l  the  
drop w a s  separa ted .  Unless t h e  supply of gas is stopped in s t an -  
taneously,  t h e  flow of gas would impart  t o  t h e  f r e e  drop a n  
i n i t i a l  v e l o c i t y  i n  excess of t h e  permiss ib le  value.  

2 .  Ine r t i a l  Forces 

I n e r t i a l  fo rces  may a l s o  be used t o  sepa ra t e  a drop from t h e  
s u b s t r a t e .  I f  a rod is i n s t a n t l y  acce le ra t ed  away from t h e  drop, 
a f o r c e  (ma) can be generated equal  o r  g r e a t e r  than  t h e  su r face  
t ens ion  force .  I f  t h e  t i m e  requi red  t o  sepa ra t e  the  drop from 
t h e  rod is  A t ,  t h e  drop would be l e f t  wi th  a v e l o c i t y  v = aAt 
toward t h e  rod, which i s  undesirable .  I n  o rde r  t o  leave t h e  
drop s t a t i o n a r y  i n  space,  t h e  motion of t h e  rod should be pro- 
grammed t o  f i r s t  move forward wi th  a constant  v e l o c i t y  V a  and 
then moved backwards wi th  t h e  a c c e l e r a t i o n  necessary f o r  separa t ion .  

A p r a c t i c a l  way of s epa ra t ing  t h e  drop from t h e  s u b s t r a t e  by in- 
e r t i a l  fo rces  is by e x c i t i n g  n a t u r a l  o s c i l l a t i o n s  of  t he  drop 
(e .g . ,  by moving t h e  rod o r  tube  p e r i o d i c a l l y  i n  t h e  a x i a l  
d i r e c t i o n ) .  S ince  t h e  v i s c o s i t y  of molten metal i s  low, resonance 
would be obta ined  wi th  r e l a t i v e l y  small amplitudes of t he  sub- 
strate. 
f r e e  drop is: 

The fundamental frequency of t h e  dumbbell mode of a 

where p is t h e  dens i ty  of t h e  drop. For r = 0.5 cm, t he  funda- 
mental frequency is about 15 cyc les / sec .  The frequency of a 
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drop a t tached  t o  a rod w i l l  be of t he  same order  of magnitude, 
poss ib ly  somewhat higher .  I f  t he  v i s c o s i t y  is small, sepa ra t ion  
of the two ha lves  of an o s c i l l a t i n g  drop is  found t o  occur when 
t h e  maximum exceeds approximately two diameters of t he  o r i g i n a l  
drop. I f  t h e  v i s c o s i t y  i s  not  small, a longer neck w i l l  have 
t o  be formed t o  achieve separa t ion ;  and a t  high v i s c o s i t i e s ,  the  
neck may extend i n d e f i n i t e l y ,  without ever separa t ing .  I n  a 
p r a c t i c a l  experiment i t  may be d i f f i c u l t  t o  d r i v e  the  drop so 
t h a t  i t  leaves  w i t h  l i t t l e  i n i t i a l  ve loc i ty .  

3 .  Cent r i fuga l  Force 

Cent r i fuga l  f o r c e  may remove a drop of molten metal from a rod 
which i t  w e t s .  Such a fo rce  would be obtained i f  t h e  rod w e r e  
arranged on a hub l i k e  a spoke of a wheel and set t o  r o t a t e  about 
an  axis perpendicular  t o  i t s  length.  The angular  ve loc i ty  of 
r o t a t i o n  necessary to  overcome the  su r face  t ens ion  fo rce  2 n y r l  
is  found t o  be: 

I 
w = J -  mR 

where rl is t h e  rad ius  of t h e  rod, R t h e  l egn th  of t he  rod from 
the  a x i s  of r o t a t i o n  t o  the  center  of the  drop, m t he  mass of 
the  drop, and y t he  su r face  tension.  The r o t a t i o n  speed i n  rps 
is w/2s, o r ,  i n  rpm, 30 w/n. Typical ly ,  f o r  r1 = 0.1 cm, R = 
10 cm, m = 5 gms, and y = 1000 dynes/cm, w e  ob ta in  w = 3 . 6  rad /  
sec, o r  0.57 rps ,  o r  34 rpm. Thus, i f  t he  drop can be r o t a t e d  
r ap id ly  to  achieve t h i s  speed, i t  can be removed. 

4 .  E l e c t r o s t a t i c  Forces 

E l e c t r o s t a t i c  fo rces  have two e f f e c t s  on t h e  molten drop. F i r s t ,  
electrical charge on i t s  su r face  tends to  diminish the  su r face  
tension.  I f  a drop of r a d i u s  a is charged t o  a p o t e n t i a l v ,  i t s  
su r face  is  sub jec t  t o  a negat ive pressure ,  Pe  = -V2/8na2, whi le  
t he  su r face  tens ion  generates  a p o s i t i v e  pressure ,  p = 2y/a .  
This  may be u s e f u l  i n  reducing t h e  o v e r a l l  magnitude of t he  
su r face  e f f e t t s .  
of t h e  kind which tends t o  break up the  drop i n  smaller drops. 

However, i f  lpel 2 p,  i t  l eads  to  i n s t a b i l i t y  

Secondly, a charged drop w i l l  be  sub jec t  t o  an  a t t r a c t i v e  ( o r  
r epu l s ive )  f o r c e  i n  the  electric f i e l d .  
drop i s  V ( s t a t v o l t s ) ,  i ts  rad ius  is  r and t h e  f i e l d  i n t e n s i t y  is 
E ( s t a t v o l t s  cm-I), t h e  f o r c e  is  

I f  t h e  p o t e n t i a l  of t h e  
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I n  o r d e r  t o  make f e  comparable t o  the  su r face  t ens ion  fo rces  en- 
countered, a p o t e n t i a l  of t h e  order  of 100 s t a t v o l t s  and f i e l d  
of t he  order  of 100  s t a tvo l t s / cm would be required.  
u n i t s ,  t h i s  would be 30kv and 30kV/cm, r e spec t ive ly ,  which is  high,  
but s t i l l  f e a s i b l e .  I n  f a c t ,  p o t e n t i a l s  and f i e l d s  of t h i s  
magnitude may e x i s t  i n  t h e  contemplated e l e c t r o n  beam melt ing 
system and should be considered. Again, t he  fo rce  would remain 
a c t i n g  on t h e  drop a f t e r  t h e  separa t ion  is obtained and would 
accelerate i t ,  unless  t he  f i e l d  is  turned o f f  a t  the  moment of 
separa t ion .  

I n  p r a c t i c a l  

5. Electrodynamic Forces 

Several problems could be avoided i f  i n s t e a d  of e l e c t r o n  beam 
hea t ing  RF induct ion  hea t ing  w e r e  adopted. A s u i t a b l y  shaped 
RF c o i l  cannot only d e l i v e r  t he  power necessary t o  hea t  and 
m e l t  a p i ece  of metal, bu t  it can a l s o  confine i t  by means of 
electrodynamic fo rces  t o  a small space near  i t s  center .  This  
method i s  w e l l  known, t h e o r e t i c a l l y  understood, and used i n  
va r ious  app l i ca t ions .  The type of c o i l  t h a t  produces a r a d i a l  
f o r c e  on a p iece  of metal suspended i n  i t s  middle is shown 
below: 

This is  t h e  same geometry as t h a t  used i n  the  plasma containment 
apparatus  used i n  t h e  cont ro l led  thermonuclear fus ion  experi-  
ments ( the   LICE^^ experiment of uCRI,), 

A similar, but  s impler ,  c o i l  arrangement i s  s u i t a b l e  f o r  suspend- 
ing  s m a l l  molten spheres of metal a t  acce le ra t ions  as l a r g e  as 
t h e  ( t e r r e s t r i a l )  g. Hence, t he  e n t i r e  experimental  set-up could 
be f l i g h t - t e s t e d  i n  the  labora tory .  
s t r a i n t s  of t h e  initial o r b i t i n g  labora tory ,  t h e  use  of e l ec t ro -  
dynamic fo rces  is not  f eas ib l e .  

However, wi th in  t h e  ton-  

6. Electron Beam Force 

The fo rces  r e s u l t i n g  from t h e  impact of t h e  e l e c t r o n  beam on 
t h e  drop of molten metal must a l s o  be considered. From 
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conservation of momentum and conserva t ion  of energy, w e  o b t a i n ,  
r e s p e c t i v e l y  

(13) 
2 f = n m v  A ,  

( 1 4 )  
2 and mv = 2qV, 

where n is t h e  number of e l e c t r o n s  pe r  cm3 of v e l o c i t y  v i n  
the  beam; q is the  charge of e l e c t r o n ,  m i ts  m a s s ,  and V t h e  
p o t e n t i a l  through which t h e  e l ec t rons  have been acce le ra t ed .  
Furthermore, t h e  beam cur ren t  i s  I = nqvA. From t h i s ,  w e  ob ta in  
f o r  t h e  fo rce  a c t i n g  over t he  area A 

8 For t y p i c a l  va lues ,  I = 0 . 1  amp ( 3  x 10 s ta t  amp), V = 20,000 
v o l t s  (67 s t a t  v o l t s ) ,  and q/m = 5.27 x statcoul/gm, w e  
o b t a i n  f = 4.8 dynes. This f o r c e  i s  s m a l l  compared t o  t h e  sur- 
f ace  tens ion  fo rce  on a 0.1-cm-diameter rod of about 300 dynes 
and would no t  be  s u f f i c i e n t  t o  remove i t  from t h e  s u b s t r a t e .  

7.  Thermal Methods 

A pure ly  thermal method f o r  s epa ra t ion  of t h e  drop from t h e  rod 
w a s  considered: i f  a r e l a t i v e l y  l a r g e  drop is  melted a t  t h e  
t i p  of a t h i n  rod and another e l e c t r o n  beam is focused a t  t h e  
neck and supp l i e s  enough hea t  t o  reach a temperature s u f f i c i e n t  
t o  evaporate t h e  metal, s epa ra t ion  may be  achieved. 

Auxiliary Cathode for Electron 
Beam Heating of the Neck 

a Electron Beam for 
Initial Melting 

Experimental work a t  NASA MSFC has ind ica t ed  t h a t  i t  i s  very  
d i f f i c u l t  t o  vapqrizg sample materials r ap id ly  enough t o  achieve 
separa t ion .  Also, a secondary e l e c t r o n  beam source would be  
required.  
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8. Self-Removal Methods (Using Surface Tension) 

a. Tube Subs t r a t e  

W e  considered the  dynamics of a drop of molten metal held by 
c a p i l l a r y  fo rces  i n  a tube of material which i t  does not  w e t ,  
as shown below: 

W e  assumed t h a t  t h e  wet t ing angle  I$' meets t h e  condi t ion cos 4 '  
> ( r l / r 2 )  (ys/ym), where ys is t h e  i n t e r f a c i a l  t ens ion  between 
t h e  tube material and vacuum, and ym i s  the  i n t e r f a c i a l  t ens ion  
between the  molten metal and vacuum. Because of t he  d i f f e rence  
i n  t h e  r a d i i  r1 and 1-2, t h e  e n t i r e  mass of t h e  molten metal 
w i l l  be  sub jec t  t o  a fo rce  

- r2-l) (rl 
2 -1 f = 2ayrl 

d r iv ing  i t  from l e f t  t o  r i g h t  i n  t h e  diagram. 
m a s s  M a t  x is acce lera ted  and a n  equat ion of motion can be 
w r i t t e n  descr ib ing  the  s i t u a t i o n .  
However, w e  can so lve  the  s impler  equat ion obtained i f  w e  assume 
t h a t  t he  rad ius  of t he  tube is n e g l i g i b l e  compared wi th  t h e  rad ius  
of t h e  drop (rl << r 2 ) ,  a case of  p r a c t i c a l  importance. 
Neglecting v i s c o s i t y  and f r i c t i o n  e f f e c t s ,  we ob ta in  

The center  of  

Its s o l u t i o n  is  q u i t e  awkward. 

3 2 4  
1 1" p (F rl + rr 6 + 7 r23) x = 2ay r 
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I f  a t  t = 0 ,  x = 0 ,  and % = 0 ,  the  f i n a l  v e l o c i t y  of t he  c e n t e r  
mass i s  approximately 

i r2 = O o 5  
Typica l ly ,  f o r  y = 1000 dynes/cm, r = 0.1 cm 
p = 8 gms ~ m - ~ ,  a v e l o c i t y  of v 11 cm sec' is  ca l cu la t ed .  I f  
t h e  t o t a l  mass (M = pV)  i s  taken t o  be about 5 gms, t he  k i n e t i c  
energy of t he  mass of molten metal moving out  of t he  tube i s  
approximately 300 e rgs .  This  appears t o  be adequate t o  overcome 
a p o t e n t i a l  b a r r i e r  t h a t  may arise a t  the  mouth of t h e  tube from 
su r face  tens ion  o r  adhesive fo rces .  

b. Rod Subs t r a t e  

We have a l s o  ca l cu la t ed  the  v e l o c i t y  of a sphere which i s  s e l f -  
removed from a r o d l i k e  s t i n g  during e l e c t r o n  beam mel t ing ,  by 
r e l a t i n g  t h e  change i n  su r face  energy of t he  sphere-sting combina- 
t i o n  t o  the  k i n e t i c  energy of t he  d isp laced  sphere.  

I n  t h e  following diagram, b is  the  o r i g i n a l  r ad ius  of the  sphere ,  
and b' i s  t h e  f i n a l  rad ius  of t he  sphere;  t he  s t i n g  rad ius  is a, 
and t h e  s t i n g  i t s e l f  i s  i n i t i a l l y  extended length  R i n t o  the  
sphere.  

72 
4 

The t o t a l  volume of sphere material i s  cons tan t ;  t he re fo re ,  t h e  
i s o l a t e d  sphere r ad ius  ( rad ius  a f t e r  s t i n g  separa t ion)  is:  
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2 113 3 a R  b'  = b ( 1  - x-) 
o r  approximately 

2 b '  = b ( 1  - 7 7 )  l a R  

Sgmilarly : 

The s u r f a c e  energy before  st ing-sphere s e p a r a t i o n  is: 

(22) 
2 2 2 

E = ( 4 ~ b  - ra ) y1 + (2xaR + v a  ) y12 

where a ,  b,  and I! are defined above, y1 is  the  sur face  tens ion  
of t h e  sphere material, and y12 is the  sphere-sting i n t e r f a c i a l  
tension.  The energy a f t e r  separa t ion ,  E ' ,  is: 

(23) 
2 E' = 47rbf2 y1 + (2xall + xa ) y2 

where y2  is  t h e  s u r f a c e  tens ion  of t h e  s t i n g .  

The k i n e t i c  energy is  the  d i f fe rence  between E '  and E :  

2 S u b s t i t u t i n g  f o r  b' g ives:  

(25) 
2 2 

AE = -my1 (- - 2a + a2) + n(y2 - y12) (2a i  + a b 

From a f o r c e  balance a t  t h e  i n t e r f a c e  

Y 2  - Y12 = -Y cos 4 (26) 1 

where 4 is t h e  contac t  angle of t h e  sphere with t h e  s t i n g .  
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Combining these  two equat ions : 

(27) 
2 2R 211 AE = TY 1 a - 1)  + cos $I (- a + l ) ]  

For t h e  s p e c i f i c  case where t h e  s t i n g  extends o r i g i n a l l y  i n t o  
t h e  cen te r  of t h e  sphere,  t h a t  is ,  R = b ,  t h e  k i n e t i c  energy 
equat ion s i m p l i f i e s  t o  : 

( 2 8 )  
2 2b AE = Tyla [ ( l  + cos 0) + - a COS $11 

I f  t h e  angle  a t  the  i n t e r f a c e  is  90" ($I = go"), t h e  cosine w i l l  
be zero and t h e  k i n e t i c  energy equat ion s i m p l i f i e s  t o :  

Thus, i f  $I w e r e  less than  90" ( i .e. ,  nonwetting) considerably 
more energy could be imparted t o  t h e  sphere.  For example, i f  
cos $I = 1/2,  t h e  energy would be given by: 

(30) 
AE = ayla 2 3  (3 + --) b 

I n  any case once AE i s  ca l cu la t ed ,  t he  maximum v e l o c i t y  of t h e  
sphere i s  r e a d i l y  determined from: 

I n  t h i s  a n a l y s i s  we assumed t h a t  melting of t he  sphere i s  ins t an -  
taneous and o the r  e f f e c t s  (e.g., v i s c o s i t y )  which would reduce 
t h e  sphe re .ve loc i ty  below t h i s  maximum value  are neg l ig ib l e .  

W e  es t imated v e l o c i t i e s  f o r  spheres  of n i cke l ,  aluminum, and 
steel. Table 10 shows t h e  r e s u l t s  f o r  spheres  of  0.6 cm (1/4 
inch)  i n i t i a l  diameter with d i f f e r e n t  s t i n g  diameter and d i f f e r -  
e n t  s t i n g  i n s e r t i o n  lengths .  A 90' i n t e r f a c e  angle  has been used 
i n  t h e  ca l cu la t ions .  The m a x i m u m  v e l o c i t i e s  which could be  
obtained are q u i t e  high;  however, v i s c o s i t y  and f i n i t e  contac t  
angle  e f f e c t s ,  as w e l l  as non-instantaneous mel t ing ,  w i l l  make 
t h e  a c t u a l  v e l o c i t i e s  smaller. Laboratory experiments are re- 
qui red  t o  coafirm these  ana lyses  and t o  determine which materials 
could be used as nonwetting s t i n g s .  
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TABLE 10 

YELOCITIES OF SELF-REMOVED NICKEL, ALUMINUM AND STEEL SPHERES 
( 0 . 6 4 4  DIAMETER) 

Sting I n i t i a l  S t ing  F i n a l  Sphere 
Mater ia l  Radius I n s e r t i o n  Length Veloci ty  

(4 (4 (cm/sec) 

Nicke l  : 0.03 0.3 
0.03 0.2 
0.06 0.3 
0.06 0.2 
0.10 0.3 
0.10 0.2 

Aluminum : 0.03 0.3 
0.03 0.2 
0.06 0.3 
0.06 0.2 
0.10 0.3 
0.10 0.2 

S tee1 : 0.03 0.3 
0.03 0.2 
0.06 0.3 
0.06 0.2 
0.10 0.3 
0.10 0.2 

2.33 
1.36 
4.89 
2.81 
9.06 
5.13 

3.10 
1 . 7 9  
6.19 
3.70 

11.93 
6.76 

1.80 
1.04 
3.74 
2.15 
6.93 
3.93 
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c. F o i l  Subs t r a t e  

S imi la r  fo rces  and v e l o c i t i e s  can r e s u l t  from melt ing a cy l inde r  
on a nonwetting f o i l  subs t r a t e .  However, t h e  equat ions of motion 
are more d i f f i c u l t  t o  eva lua te  because t h e  d i r e c t i o n a l i t y  of 
t h e  f o r c e s  is  not  immediately ev ident .  However, i t  i s  clear t h a t  
t h e r e  w i l l  be a component of f o r c e  i n  t h e  d i r e c t i o n  away from t h e  
f o i l  when t h e  cy l inde r  is  melted.  There w i l l  a l s o  be f o r c e  tend- 
ing t o  move the  sphere along t h e  f o i l  as w e l l ,  because of t h e  
probable l a c k  of symmetry of heat ing.  These observat ions have 
been confirmed by experiments a t  MSFC. Thus, by properly shaping 
t h e  material t o  be melted and by adequate c o n t r o l  of mel t ing ,  
self-removal may be poss ib le .  The molten sphere should be non- 
wet t ing on t h e  f o i l ,  bu t  provis ions  must b e  made f o r  e lectr ical  
con tac t  wi th  t h e  s u b s t r a t e  during hea t ing .  This  could be accom- 
p l i shed  using a ceramic-coated f o i l  t o  which a c y l i n d r i c a l  sample 
has been spot  welded. 

C. COMPARISON OF METHODS 

Bas ica l ly ,  two types of methods have been evaluated:  those  i n  
which p o s i t i v e  movement of t h e  sphere can be  obtained through 
applying e x t e r n a l  fo rces ,  and those  which use body fo rces  o r  the  
change i n  energy of t h e  melt ing sphere t o  move the  cen te r  of 
mass, thereby moving the  sphere.  The advantages of t he  gas  
p re s su re ,  i n e r t i a l  (v ib ra t ion  o r  impact) and c e n t r i f u g a l  f o r c e  
methods are: (1) they can be arranged t o  r e s u l t  i n  p o s i t i v e  
movement of t h e  sphere;  (2) they can be con t ro l l ed  by the  a s t ro -  
naut ;  (3) they w i l l  d e f i n i t e l y  work. Thei r  disadvantages are: 
(1) they may r equ i r e  ex tens ive  a s t ronau t  manipulation; (2) they 
r e q u i r e  a d d i t i o n a l  equipment; and (3) they  may r e s u l t  i n  a high 
i n i t i a l  v e l o c i t y  of t h e  sphere which w i l l  negate  t h e  p o t e n t i a l  
e f f e c t s  gained i n  "zero g". These methods can be success fu l  i f  
an a.c. electrodynamic c o i l  i s  used t o  con t ro l  t he  sphere a f t e r  
release by one of these  mechanisms. However, t he  use  of t h e  c o i l  
a l s o  r equ i r e s  a d d i t i o n a l  equipment and a s t ronau t  con t ro l .  
n o t  f e e l  t h a t  e l e c t r o s t a t i c s  a lone  w i l l  be success fu l  i n  removing 
t h e  spheres  i n  t h e  p re sen t  experiment designs.  S imi l a r ly ,  thermal 
methods w i l l  probably not  work. 

W e  do 

The self-removal methods seem t o  have t h e  g r e a t e s t  p o t e n t i a l  from 
t h e  viewpoint of no add i t iona l  equipment requi red ,  no a s t ronau t  
c o n t r o l  requi red ,  and t h e  p o s s i b i l i t y  f o r  achieving r e l a t i v e l y  
small i n i t i a l  v e l o c i t i e s .  Their  main drawback, however, i s  t h a t  
t h e i r  opera t ion  i s  marginal,  i n  t h a t  performance depends c r i t i c a l l y  
on t h e  melt ing c h a r a c t e r i s t i c s ,  l o c a t i o n  of t h e  beam, and t h e  se- 
l e c t i o n  of norwetting materials as components of t h e  sphere sup- 
p o r t .  They do, however, r ep resen t  simple experiments which could 
be incorporated i n t o  t h e  present  experiment des ign  with minimum 
d i f fgcu l ty .  On t h i s  b a s i s ,  w e  recommend using e i t h e r  a sample on 
a nonwetting ceramic s t i n g  (with a conducting l e a d  wire)  o r  a 
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c y l i n d r i c a l  sample on a f o i l  as shown below. 
s t i n g  has  advantages of mechanical s t r e n g t h ,  ease of pos i t i on ing  
and t h e  p o t e n t i a l  f o r  being a v a l i d  experiment even i f  removal 
i s  not  achieved. The c y l i n d r i c a l  sample on f o i l  has the  advan- 
t age  of poss ib l e  use  of e l e c t r o s t a t i c  charge build-up t o  a i d  i n  
sepa ra t ion  a 

The sample on a 

BEFORE MELTING 

Ceramic Tube 

Conducting Wire 

BEFORE MELTING 

Nonconducting 
Substrate 

Foil 

AFTER MELTING 

AFTER MELTING 

Addit ional  labora tory  s t u d i e s  are required t o  f i n a l i z e  the  design 
of hardware t o  implement these methods. 
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V I I I .  PRELIMINARY JlARDVAJE DESIGN 

A. DESIGN CRITERIA 

The design of t h e  s p h e r i c a l  ca s t ing  experiment is  somewhat more 
complex than t h e  composite cas t ing  experiment because of t h e  
requirements f o r  movement of t h e  samples and t h e i r  pos i t i on ing  
i n  the  e l e c t r o n  beam, c o n t r o l  of hea t  t r a n s f e r  along t h e  s t i n g s ,  
removal from t h e i r  support  s t r u c t u r e  of t h e  melted spheres  wi th  
con t ro l l ed  acce le ra t ion ,  c o l l e c t i o n  of samples,  and s to rage  of 
t h e  samples and t h e i r  support  s t r u c t u r e .  
hardware w i l l  c o n s i s t  of an experiment package, i n  which the  
samples t o  be melted and t h e i r  support ing s t r u c t u r e  are s to red  
o u t s i d e  the  experimental  chamber. The number of experiment 
packages w i l l  depend upon the  a v a i l a b l e  volume, weight, and power, 
t h e  number of samples of each type se l ec t ed  f o r  s tudy,  and t h e  
number of samples which can be mounted i n  a s i n g l e  support  
s t r u c t u r e .  The experiment package w i l l  be  removed from i ts  
s to rage  loca t ion  by t h e  as t ronaut ,  who w i l l  then remove i t s  
cover,  and mount t h e  package on the  supports  i n  t h e  chamber. 

The planned experiment 

This design i s  based upon our labora tory  experiment program and 
a n a l y s i s  by which w e  es tab l i shed  t h e  following design cri teria 
and p r inc ip l e s :  

1. Experiment Package 

The p r i n c i p a l  func t ion  of t h e  experiment package i s  t o  conta in  
and s t o r e  t h e  sample materials and t h e i r  support  s t r u c t u r e  during 
a l l  phases of t h e  mission except when the  experiment i s  being 
conducted. The materials and s t r u c t u r a l  components must be ' 

chosen t o  meet the  appropr ia te  environment condi t ions.  

Because i t  is necessary t o  pos i t i on  a number of samples i n  t h e  
e l e c t r o n  beam, and because a f t e r  t h e  samples are melted and re- 
moved from t h e i r  supports  i t  i s  d e s i r a b l e  t o  have as much open 
space as poss ib l e  t o  provide increased " f r ee  f l o a t "  t i m e ,  t h e  
cover of t he  experiment package must be removed p r i o r  t o  emplace- 
ment of t he  experiment package i n  t h e  vacuum chamber. 
quick-release mechanism, giving p o s i t i v e  clamping a c t i o n  t o  t h e  
cover, should be b u i l t  i n t o  the  experiment package enclosure.  

Thus, a 

The basep la t e  and sample-positioning mechanism should be as small 
as poss ib l e  t o  reduce the  p o t e n t i a l  impact area f o r  t h e  spheres.  

The sample holder  must be designed t o  mate wi th  t h e  experiment 
package and t h e  r o t a t i o n  (or movement) mechanism i n  t h e  space 
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chamber. Because pos i t i on ing  of t h e  sample w i l l  be  important,  
t h e  holder  must be c a r e f u l l y  a l igned  o r  keyed t o  prevent  po- 
s i t i o n i n g  e r r o r s .  

The sample holder  should hold and p o s i t i o n  a t  least 18 samples. 
The l a r g e r  t h e  number of samples, t h e  g r e a t e r  t h e  experiment 
r e l i a b i l i t y  and t h e  p o t e n t i a l  f o r  gaining mul t ip l e  da ta .  Samples 
w i l l  be melted on s t i n g s ;  t h e  s t i n g  should be an i n t e g r a l  p a r t  
of t he  sample holder  assembly. 

One concept f o r  t h e  sample holder  is  t o  have t h e  samples form t h e  
spokes of a wheel, t h e  hub of which i s  connected t o  t h e  r o t a t i o n  
and pos i t i on ing  mechanism. P o s i t i v e  electrical conduction pa ths  
must be assured i n  t h e  sample holder  design.  The spacing of t h e  
samples must be  s u f f i c i e n t  t o  permit uniform cool ing i f  they are 
r e t a ined  on t h e  s t i n g s .  For samples which are t o  be removed from 
t h e  s t i n g s ,  t h e  pro jec ted  cross-sect ion of t h e  remainder of t h e  
sample holder  should be s m a l l  t o  avoid contac t .  If  poss ib l e ,  t h e  
samples should be arranged so  t h a t  t h e  n e t  fo rce  appl ied  by t h e  
e l e c t r o n  beam should impart an  a c c e l e r a t i o n  oppos i te  t o  t h e  re- 
mainder of t h e  equipment i n  t h e  chamber. S imi la r ly ,  t h e  samples 
should be arranged i n  such an o r i e n t a t i o n  t h a t  any r e s i d u a l  ac- 
c e l e r a t i o n  of t h e  spacec ra f t  tends t o  move t h e  molten samples 
away from t h e  equipment, p a r t i c u l a r l y  t h e  s t i n g .  

The sample holder  and samples must be v i s i b l e  by t h e  a s t ronau t  so 
t h a t  he can c o n t r o l  t h e  melt ing and shut  o f f  t h e  e l e c t r o n  beam 
when melt ing is  complete. 

For "capt ive sphere" experiments, t h e  s t i n g  should be shaped t o  
minimize hea t  conduction along i ts  axis, as w e l l  as t o  r e t a i n  t h e  
molten sample. 

For samples which are t o  be "self-removed" a f t e r  mel t ing,  t h e r e  
must be provis ions  f o r  t h e i r  p o s i t i v e  mechanical and electrical 
attachment during melting; t h e s e  s t i n g s  and samples must a l s o  be 
chemically compatible. 

Af t e r  t h e  experiment i s  performed, t h e  sample holder  should be 
detached from t h e  pos i t ion ing  mechanism and s to red  o u t s i d e  t h e  
chamber i n  t h e  o r i g i n a l  experiment package. Therefore,  t h e  
package design should provide mechanical p ro t ec t ion  f o r  t h e  samples 
both before  and a f t e r  t h e  experiment is  performed. 

3 .  Other Criteria 

Molten samples should s o l i d i f y  b e f w e  they  reach t h e  chamber w a l l  
t o  reduce t h e  p o s s i b i l i t y  of adherence. 

The chamber vacuum l i n e  should have a screen  o r  some o t h e r  b a r r i e r  
t o  prevent t h e  molten o r  s o l i d i f i e d ' s a m p l e s  from e n t e r i n g  the  vacuum 
valve e 
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There should be radiation shield to prevent stray electron beam 
radiation from reaching the chamber walls. 

Thermal radiation from hot samples, either on the stings, free 
floating, or at rest near the wall, must not cause local overheat- 
ing of the chamber. 

€3. HARDWARE COMPONENTS AND EXPERIMENT OPERATION 

We prepared preliminary engineering drawings of the hardware 
selected for the sphere casting experiment. 
ception of the experiment is shown in Figure 1.) 
package is approximately 8 x 8 x 7 inches and consists of three 
major parts: 
positioning mechanism, and a sample holder. 

(An artist's con- 
The experiment 

a removable cover, a baseplate with a rotation and 

The cover, fabricated of fiberglass, aluminum, or some other 
lightweight material, completely surrounds the rotation and po- 
sitioning mechanism and fits into a lip or groove in the base- 
plate. It is held in place with two retaining bolts. The bolts 
can be either a quick-release type, or removable with a tool. 
Holes are provided for evacuation, if required, of the experiment 
package. 

The baseplate will probably be made of aluminum with lightening 
holes. 
package both outside and inside the Materials Melting Facility. 
Inside the facility, mating pins or other keying techniques can 
be used to insure correct alignment so the fasteners will accu- 
rately position the sample holder. The baseplate also contains 
an electrical connector. Attached to the baseplate is a light- 
weight motor support structure which will hold a motor or sample- 
positioning device. The most simple device would be an 18-position 
solenoid stepper (e.g., Rotonetic Solenoid Stepper, Heineman 
Electric Co., Trenton, N.J.). Each time the solenoid is pulsed, 
the sample holder would be rotated 20'. 
of such a device is sufficient to center the sample within the 
electron beam, assuming the sample diameter is 1/4 inch and the 
beam diameter is 3/8 inch. 
weight, simple and reliable. An alternative would be a standard 
rotary stepping motor which would require a multiplexer to give 
the desired rotation increment on command from outside the chamber. 
Either of these designs will result in the accurate positioning of 
the sample in the electron beam, a task which must be performed 
automatically, as it would be too difficult and time-consuming for 
the astronaut to perform remotely. 
to use a motor and gear drive arrangement. 
the shaft of the device should be keyed to the sample holder. 

Calfax fasteners can be used to attach the experiment 

The positioning accuracy 

This type of rotary actuator is light- 

A third alternative would be 
In any case, however, 

The sample holder shown in Figure 1 has a disk-like center support 
(3-inch diameter) and 18 samples mounted on stings, each about 
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1-1/2 inches long. During storage, the sample holder is contained 
in the top of the experiment package cover and held in place by a 
partition and a vibration-isolating foam. When the astronaut is 
ready to perform the experiment, he removes the cover, then the 
partition (the partition is held in place by the cover retaining 
bolts), the outer foam layer that protects the samples and the 
fragile stings. Then he removes the sample holder and mates it 
with the shaft of the positioning motor. (Most likely he would 
already have installed the baseplate in the Materials Melting 
Facility.) The sample holder must be grounded to the experiment 
chamber, and this probably can be done by using the motor shaft 
as a ground (since the current in the electron beam is quite low). 
An alternative would be to have the astronaut attach a wire loop 
directly from the sample holder to the baseplate; because the 
sample holder rotates only once, a simple light-weight spiral 
wire will be sufficient. At the conclusion of the experiment, 
the entire package can be re-assembled for return to earth. 

The final design of the stings must await additional laboratory 
tests at NASA-MSFC. 
long, and about 1/16 to 1/8 inch in diameter. A possible arrange- 
ment is to use eight stings with the "captive sphere" technique 
and ten for the "self-detaching" sphere method. The first type 
of sting will most likely be made of the same metal as the sample. 
A small tapered-neck of about 0.020 to 0.040 inch diameter near 
the sample would be used to minimize conductive heat transfer 
along the sting. The second type of sting would most likely be 
a ceramic tube, with a conducting wire along its center, the wire 
providing the ground loop for the electron beam. This type of 
construction would be rather fragile; however, cladding can be 
used to strengthen the ceramic--except at the end where it contacts 
the sample. 

Most likely they will be about 1-1/2 inches 

In Figure 1 we have shown the samples as spheres; cylindrical 
samples 1/4 inch long and 1/4 inch in diameter would be equally 
useful and easier to fabricate. 

In the performance of an experiment, the astronaut would index 
the stepping motor until the desired sample is in the electron 
beam path anb then initiate the beam, 
the heating when the sample melts (captive sphere) or it will be 
self-terminating when the sample is released from the sting. 
Laboratory tests will provide accurate estimates of the heating 
time e 

He will either terminate 

Several other hardware components should be included. A screen 
should be placed in the vacuum line to prevent any samples (or 
debris from other experiments) from reaching and fouling the valve 
seal; also to prevent the samples from being lost. Another screen 
might be advisable in front of the viewing window. Although little 
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e f f e c t  i s  expected i f  the molten sample impacts the chamber, i t  
would probably be  undesirable to  have it s tr ike  and adhere t o  
the window. An electron beam absorber or shie ld  should be used 
a t  an appropriate point i n  the chamber t o  intercept the energy 
that goes around the samples. 
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X. BACKGROUND 

There are two gene ra l  types of composites of c u r r e n t  i n t e r e s t ,  
t h e  d ispersed  p a r t i c l e  composites and t h e  f i b e r  re inforced  com- 
p o s i t e s .  The two types impart  increased  s t r e n g t h  t o  s t r u c t u r a l  
a l l o y s  i n  d i f f e r e n t  ways. 
bear ing elements and do not  c o n t r i b u t e  d i r e c t l y  t o  t h e  s t r e n g t h  
of a l l o y s ,  but  r a t h e r  serve t o  i n h i b i t  g r a i n  boundary shear  and 
migra t ion  and t o  p i n  d i s l o c a t i o n  tangles .  To be e f f e c t i v e ,  
p a r t i c l e s  should be  i n  t h e  50-100 1 s i z e  range with a spacing 
of about 1 ~ .  I n  f i b e r  r e in fo rced  composites, on the  o the r  hand, 
t h e  f i b e r s  con t r ibu te  d i r e c t l y  t o  t h e  s t r e n g t h  of t he  composite 
(S) i n  accordance wi th  the  l a w  of mixtures:  

The d ispersed  p a r t i c l e s  are not  load- 

* s = V f S f  + VmSmf (Vf > Vmin) 

where V and V, are t h e  volume f r a c t i o n s  of f i b e r  and mat r ix ,  
r e spec t ive ly ,  sf* is the  average f r a c t u r e  stress of f i b e r s  i n  
the  ma t r ix ,  and Smf is t h e  stress i n  t h e  mat r ix  a t  t h e  same- 
s t r a i n  as t h e  f i b e r .  
diameter r a t i o  g r e a t e r  than 1O:l and an  e f f e c t i v e  diameter of 
less than 0.010 inch .  The l a w  of mixtures is  approximately 
v a l i d  f o r  both continuous f i lament  reinforcement and discont inu-  
ous whisker reinforcement,  provided t h a t  t h e  f i b e r s  are a l igned ,  
well-bonded t o  t h e  mat r ix ,  without  being degraded by i t ,  and 
t h a t  t h e  volume f r a c t i o n  exceeds a minimum v a l u e ,  Vmin ,  u sua l ly  
about 0.2. 

f 

A f i b e r  i s  a material wi th  a l eng th  t o  

F iber  composites have been produced by e u t e c t i c  and monotectic 
s o l i d i f i c a t i o n  as w e l l  as by d i r e c t  bonding between sepa ra t e ly  
manufactured f i b e r  and metallic matrices. Because t h e  e u t e c t i c  
and monotectic composites have many o the r  app l i ca t ions  i n  addi- 
t i o n  t o  s t rengthening ,  and because t h e i r  formation may be en- 
hanced by zero-g, we have included them i n  our  screening of  
candida te  materials f o r  t he  composite cas t ing  experiment. 
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X I .  PRELIMINARY SCREENING OF MATERIALS AND METHODS 

A. PARTICLE DISPERSED COMPOSITES 

Par t ic le  d ispersed  composites are made by i n t e r n a l  ox ida t ion  o r  
ca rbur i za t ion  of a l l o y s ;  by mixing, hot  press ing ,  and ex t rus ion  
of s m a l l  p a r t i c l e  s i z e  metals and oxides;  and by c o p r e c i p i t a t i o n  
and subsequent powder metal lurgy (TD-Ni and TD-Nichrome). The 
a t tempts  on e a r t h  t o  grow p a r t i c l e  dispersed composites from 
t h e  m e l t  have l e d  t o  agglomeration, and massive segregat ion of  
p a r t i c l e s  t o  the  top o r  bottom of t h e  m e l t .  Agglomeration i s  
probably the r e s u l t  of thermal convection, and t h e  massive 
segrega t ion  i s  almost c e r t a i n l y  due t o  g r a v i t y ;  t he re fo re ,  m e l t  
forming o r  cas t ing  of p a r t i c l e  dispersed composites should be 
f a r  more successfu l  i n  zero-g. 

An experiment of p r a c t i c a l  s ign i f i cance  would be  t o  weld TD-Ni or  
TD-Ni-Cr i n  t h e  O r b i t a l  Workshop. I f  agglomeration of t h e  
t h o r i a  p a r t i c l e s  w e r e  e l imina ted ,  an important con t r ibu t ion  w i l l  
have been made t o  a problem t h a t  has never r e a l l y  been solved 
s a t i s f a c t o r i l y  on e a r t h .  This experiment may be conducted dur- 
ing  t h e  planned welding experiment. 

Denver Research I n s t i t u t e  has attempted t o  prepare d ispers ion-  
s t rengthened composites by cas t ing  of supersa tura ted  oxide-metal 
m e l t s .  The work, plagued by agglomeration of t he  oxide p a r t i c l e s  
and g r a v i t y  sepa ra t ion  of t h e  dispersed phase, has never been 
formally published. We expect t h a t  t h i s  process  would g r e a t l y  
b e n e f i t  from t h e  absence of g r a v i t y ;  however, experiments wi th  
TD-Ni could probably be conducted more e a s i l y .  

B.  FIBER-REINFORCED COMPOSITES 

I n  t h e  production of f iber-reinforced composites, t he  major 
problems have been alignment,  bonding t o  t h e  mat r ix ,  and chemical 
r e a c t i o n  between t h e  f i b e r s  and t h e  matr ix .  These problems are 
equal ly  as c r i t i ca l  i n  zero-g as on e a r t h ,  and any f iber -mat r ix  
system se l ec t ed  f o r  space f a b r i c a t i o n  must previously have 
been shown t o  be  phys ica l ly  and chemically compatible on e a r t h .  
Some aspec t s  of composite forming processes  should be improved i n  
t h e  absence of g r a v i t y ,  p a r t i c u l a r l y  when a molten m e t a l  is  
involved i n  t h e  process .  For f i lament  (continuous f i b e r )  rein- 
forced  composites, once t h e  reinforcement is well-aligned, i t  
should be poss ib l e  t o  vacuum i n f i l t r a t e  a much longer  f i lament  
bundle wi th  molten metal in space,  where only c a p i l l a r y  and 
su r face  tens ion  f o r c e s  are opera t ive ,  than on e a r t h ,  where run- 
dawn and spill-down of t h e  molten metal is a problem. This  
process  would not  work wi th  A1-B composites, due t o  the  degrada- 
t i o n  of boron f i l amen t s  by molten aluminum, bu t  i t  should be 
e f f e c t i v e  f o r  composites of nickel-coated alumina f i laments  i n  
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aluminum. However, t he  l i m i t e d  space a v a i l a b l e  f o r  t h e  U P  
Workshop experiments compels us t o  a s s i g n  a low p r i o r i t y  t o  
vacuum i n f i l t r a t i o n  experiments. 

With whisker re inforcements ,  alignment is  very  much more d i f f i -  
c u l t  than wi th  continuous f i b e r s ,  and g r a v i t y  sepa ra t ion  du r in  
i n f i l t r a t i o n  wi th  molten metals i s  a well-recognized problem. ( f 

1. Candidate Materials Systems 

We be l i eve  t h a t  t h e  materials used i n  t h i s  experiment should be 
r e s t r i c t e d  t o  metal-matrix composites. Resin-matrix composites 
are i n  such an  advanced state of  development t h a t  even i f  i m -  
p o r t a n t  improvements i n  p r o p e r t i e s  w e r e  demonstrated i n  zero-g 
f a b r i c a t i o n ,  i t  would be d i f f i c u l t  t o  ga in  widespread acceptance 
i n  t h e  indus t ry .  Ceramic-matrix composites, on t h e  o t h e r  hand, 
are i n  such a p r i m i t i v e  state of development t h a t  t h e r e  i s  s t i l l  
controversy over whether they are a t  a l l  func t iona l .  
mat r ix  composites are a t t r a c t i n g  a f a i r  amount of i n t e r e s t ,  
al though only A1-B is  i n  c o m e r c i a l  use.  

Metal- 

To da te ,  most work on metal-matrix composites has  been done wi th  
model systems, and has  been aimed a t  demonstrating t h a t  t h e  pr in-  
c i p l e s  of f i b e r  reinforcement are sound. I n  v i e w  of t h i s  
s i t u a t i o n ,  i t  seems un l ike ly  t h a t  a product brought back from 
space w i l l  be commercialized immediately, b u t  w e  hope that t h e  
experiments w i l l  a t  least demonstrate the  kinds of improvement 
i n  p r o p e r t i e s  t h a t  can be  expected i n  zero-g. Once the  imagina- 
t i o n  of earth-bound manufacturers is s t i r r e d ,  important commer- 
c ia l  app l i ca t ions  can be  expected t o  follow. 

As discussed previous ly ,  t h e  advantages of  zero-g f a b r i c a t i o n  
of f i b e r  composites seems t o  be g r e a t e s t  f o r  processes  involv- 
i n g  a l i q u i d  a t  some s t a g e  of manufacture. 
p o s i t e s  t h a t  have been f ab r i ca t ed  by l i q u i d  i n f i l t r a t i o n  methods 
are given i n  Table 11. Many more have been t r i e d .  

Examples of com- 

I n  our  d iscuss ions  wi th  workers i n  t h e  f i e l d ,  t he  materials 
systems t h a t  have generated g r e a t e s t  i n t e r e s t  f o r  zero-g fabr ica-  
t i o n  are: 

S i c  whiskers i n  Mg-35% Al (MAG) 

A1203 (sapphire)  whiskers i n  A 1  o r  Aluminum a l loys  

S i c  whiskers i n  A 1  

C whiskers i n  Al 
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Matrix 

cu 

Cu-a1 loy 

Al 

Ag 
AI 
N i  

A 1  

cu 

Haynes 36 

N i  
A 1  

cu 

Al-alloy 

TABLE 11 

COMPOSITES FORMED BY L I Q U I D  INFILTRATION 

W 

W 

Si02 

F ibe r  Reference 

A1203 Whiskers 

S t e e l  
Mo 

B4C 

wc 

A12 O 3  
S i c  

A1203 Whiskers 

W 
S t e e l  

Ta 

S i c  Whiskers 

Kelly and Tyson (2) 
McDane1.s ( 3, 

Pe t r a ~ e k ( ~ )  

Whitney and Riley ( 5 )  

( 6 )  Mehan 

(7) G o t t i  

Rodney and Long (8) 

Mitron (9) 

(11) Hof fmanner 



2. Methods 

a. Melting of a P re fab r i ca t ed  Composite 

Nicke l  coated S i c  (or  Al2O3) whiskers can be magnet ical ly  
a l igned ,  mixed with magnesium-aluminum (o r  aluminum) powder, 
co ld  pressed,  and vacuum degassed on e a r t h .  The composite 
could then be contained i n  a c ruc ib l e  and melted i n  the  Materials 
Melting F a c i l i t y  wi th  a n  exothermal hea te r .  This experiment 
should demonstrate t h a t  mel t ing i s  f e a s i b l e  without f i b e r  segre-  
g a t i o n  o r  agglomeration. I f  t h e  composite could be heated on a 
s t i n g ,  r e l eased ,  and cooled i n  a f r e e  f l o a t i n g  state,  l a r g e  super 
cooling i s  poss ib l e  and segrega t ion  of t h e  f i b e r  t o  g ra in  boun- 
d a r i e s  may be  el iminated.  However, t h e  l a t te r  method i s  probably 
not  f e a s i b l e  i n  t h e  i n i t i a l  program. 

b.  Composite Fabr i ca t ion  i n  Zero-G 

A more complicated experiment would involve magnetic alignment 
i n  space of  t h e  nickel-coated S i c  or  A1203 f i b e r s  contained 
wi th in  a tube,  followed by p a r t i a l  immersion of t h e  end of tube 
i n  an  Mg-35% A 1  o r  A 1  m e l t  t o  br ing  about vacuum i n f i l t r a t i o n .  
This  would r e q u i r e  considerable  a s t ronau t  manipulation and 
probably not  be poss ib l e  i n  the  f i r s t  O r b i t a l  Workshop. 

C.  MONOTECTIC COMPOSITES 

1. Candidate Materials 

A monotectic po in t  is an i n v a r i a n t  of a b inary  system where two 
l i q u i d s  (usua l ly  of d i f f e r e n t  dens i ty )  and a s o l i d  are i n  equi- 
l ib r ium.  Considering b inary  metal systems alone,  more than 
one hundred have monotectic behavior.  One of t he  most in ten-  
s i v e l y  s tud ied  monotectic systems i s  Cu-Pb. The phase diagram 
i n  Figure 10 shows t h a t  a t  954'C a copper-rich m e l t  containing 
14.7 atomic % Pb i s  i n  equi l ibr ium wi th  a lead-r ich m e l t  and 
s o l i d  copper. Above lOOO'C, a Cu-50% Pb composition forms a 
s i n g l e  homogeneous l i qu id .  Below t h i s  temperature the  a l l o y  
separa tes  i n t o  two l i q u i d s ,  and, as shown i n  Figure 11, g r a v i t y  
causes  the  Pb-rich l i q u i d  t o  s i n k  t o  t h e  bottom of the  c ruc ib l e .  
S o l i d i f i c a t i o n  involves  formation of s o l i d  copper and enrichment 
of  t h e  l i q u i d  between t h e  dendr i t e s  wi th  l ead .  F i n a l l y ,  as 
cool ing proceeds,  t h e  lead  m e l t  rejects dendr i t e s  of copper 
u n t i l  i t  f r e e z e s  as pure l ead  a t  327OC. 
massive segrega t ion  o f  t h e  lead  and copper-rich l i q u i d s  cannot 
t ake  p lace ,  and a very d i f f e r e n t  s t r u c t u r e  must r e s u l t  on 
s o l i d i f i c a t i o n .  

Under zero-g condi t ions ,  

D i rec t iona l  s o l i d i f i c a t i o n  of  monotect ics ,  l i k e  the  d i r e c t i o n a l  
s o l i d i f i c a t i o n  of e u t e c t i c s  discussed below, can g ive  rise t o  
rod composites. Livingston(l3)  has d i r e c t i o n a l l y  s o l i d i f i e d  a 
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FIGURE 11 MICROSTRUCTURE OF Cu-50% Pb ALLOY 

90 



number of Cu-Pb a l l o y s  wi th in  t h e  range of l i qu id - l iqu id  
immisc ib i l i t y ,  and although he  w a s  t roubled wi th  g r a v i t y  separa- 
t i o n  a t  t h e  higher  lead  compositions, he was a b l e  t o  produce 
continuous f i l amen t s  of Pb w i t h i n  a copper matr ix .  I n  comparing 
h i s  experiences wi th  d i r e c t i o n a l  s o l i d i f i c a t i o n  of e u t e c t i c s  and 
monotectics,  Livingston 
tend t o  be coa r se r  with 
lamellar spacing,  A ,  i s  
R,  as fol lows:  

i nd ica t ed  t h a t  t h e  f i l amen t s  o r  rods  
the  monotectics.  The in te r - rod  o r  i n t e r -  
gene ra l ly  r e l a t e d  t o  the  growth rate, 

(33) 
2 A R = constant  

The higher  degree of supercool ing poss ib l e  i n  zero-g may permit  
an inc rease  i n  R and consequent decrease i n  A .  

None of t h e  monotectic systems we  have considered appears  t o  be 
of  i n t e r e s t  f o r  s t rengthening app l i ca t ions .  However, L iv ings ton  
inves t iga t ed  Cu-Pb f o r  i t s  a n i s o t r o p i c  superconducting behavior,  
and he ind ica t ed  t h a t  he d id  g e t  i n t e r e s t i n g  e f f e c t s ,  a l though 
h e  w a s  no t  a t  l i b e r t y  t o  d i s c l o s e  t h e  d e t a i l s .  

A monotectic system t h a t  might have cons iderable  p o t e n t i a l  f o r  
superconducting app l i ca t ions  i s  Nb3Sn-Sn. 
shown i n  F igure  12  ind ica t e s  t h a t  i t  is  poss ib l e  t h a t  d i r e c t i o n a l  
s o l i d i f i c a t i o n  from compositions i n  t h e  two-liquid region w i l l  
r e s u l t  i n  long continuous rods of t i n  i n  a Nb3Sn matrix. 
material could be of i n t e r e s t  i n  i t s e l f  as a n  i s o t r o p i c  super- 
conductor, o r  could poss ib ly  be t r e a t e d  t o  remove the  t i n ,  leav- 
i n g  long continuous f i laments  of Nb Sn. 

Nb3Sn s o l i d  as i s o l a t e d  d r o p l e t s  depends on t h e  r e l a t i v e  su r face  
energ ies  between Nb3Sn(S1) and t h e  Nb-rich l i q u i d  (Lz), t h e  two 
l i q u i d s ,  and Nb3Sn and t h e  t i n - r i ch  li u id  (L1). 

r e s u l t  i f :  

The phase diagram 

The 

Whether t h e  t i n - r i ch  
l i q u i d  w i l l  e longate  i n  t h e  growth a i r e c t i o n  o r  nuc lea te  on the  

t h e  cri teria developed by Chadwick, (14 s i s o l a t e d  d r o p l e t s  w i l l  
According t o  

Ysl - L~ > Y L ~ - L ~  + YS1-L1 

Elongated rods r e s u l t  i f :  

Ysl-~* < YL~-L:, + YSiLl  

(34) 

(35) 

and 

Y S ~ - L ~  Y L ~ - L ~  + Y S ~ - L ~  (36) 
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Since r e l i a b l e  su r face  t ens ion  d a t a  are no t  r e a d i l y  a v a i l a b l e  
t h e  behavior of t h e  system can b e s t  be  a s ses sed  by performing 
t h e  d i r e c t i o n a l  s o l i d i f i c a t i o n  i n  t h e  earthbound labora tory .  
While longer ,  t h inne r ,  s t r a i g h t e r  rods,  wi th  fewer branches 
o r  te rmina t ions ,  might be expected under zero-g condi t ions ,  t he  
rod versus  d rop le t  formation should be independent of g rav i ty .  

I f  Nb3Sn-Sn does not  g ive  a rod-l ike s t r u c t u r e  on d i r e c t i o n a l  
s o l i d i f i c a t i o n ,  Bi-Bi2Se3 can be  considered as an a l t e r n a t i v e .  
This  system i s  known t o  d i r e c t i o n a l l y  s o l i d i f y  as Se rods w i t h i n  
a s i n g l e  c r y s t a l  Bi2Se3 matr ix .  
selenium system could be i n t e r e s t i n g  f o r  an iso t ropy  o$ thermo- 
electric power and thermal and electrical  conduct iv i ty ,  pa r t i cu -  
l a r l y  i f  zero-g f a b r i c a t i o n  reduces t h e  number of rod terminat ions.  

Like t h e  e u t e c t i c  B i  Teg-Te, t h e  

2. Methods 

a. Ingot  Casting o f  Cu-Pb 

A 50-50 Cu-Pb mixture  could be heated i n  a g raph i t e  mold t o  a 
temperature s l i g h t l y  above 1000°C, where a s i n g l e  l i q u i d  phase 
exists. The e l e c t r o n  beam o r  exothermic h e a t e r  can be used. 
S ince  d i f f u s i o n  i n  l i q u i d s  i s  r ap id ,  t h e  a l l o y  should become 
w e l l  homogenized wi th in  minutes.  The hea te r  can then be turned 
o f f ,  and t h e  m e l t  allowed t o  s o l i d i f y .  A s  i nd ica t ed  i n  F igure  
11, t h i s  experiment on e a r t h  l eads  t o  l i qu id - l iqu id  sepa ra t ion  
due t o  g rav i ty .  
separa t ion ,  although t h e  s t r u c t u r e  of t h e  cas t ing  is otherwise 
d i f f i c u l t  t o  p r e d i c t .  The comparison between a photomicrograph 
of a ver t ical  c ross -sec t ion  of t h e  cas t ing  f ab r i ca t ed  i n  zero-g 
and t h e  photomicrograph of Figure 11 should provide a very  
s t r i k i n g  i l l u s t r a t i o n  of how g rav i ty  can a f f e c t  s o l i d i f i c a t i o n  
behavior .  The experiment is  n o t  without practical  u t i l i t y ,  
s i n c e  Cu-Pb i s  used as a bear ing a l loy .  To circumvent g r a v i t y  
sepa ra t ion  i n  t h e  two-liquid region,  t h e  a l l o y s  are now prepared 
by i n f i l t r a t i o n  of porous copper with molten lead.  
f a b r i c a t i o n  process  i n  zero-g should produce a much b e t t e r  
s t r u c t u r e .  

I n  the  zero-g environment t h e r e  w i l l  be no 

The m e l t  

b. D i rec t iona l  S o l i d i f i c a t i o n  of Nb?Sn-Sn, B i  Se -Se 
2--3--1 o r  A1-In 

A mixture of Nb and Sn of t h e  monotectic composition (54  atomic 
% Sn) could be heated above 8 O O O C  t o  br ing  about homogenization 
and then  d i r e c t i o n a l l y  s o l i d i f i e d .  The Nb-Sn mixture can be 
contained i n  a boron n i t r i d e  sphe r i ca l  o r  c y l i n d r i c a l  mold 
heated wi th  a n  exotherm surrounding t h e  mold. Heat would be 
removed d i r e c t i o n a l l y  by means of a tungsten hea t  leak. 
t h e  Nb-Sn charge m e l t s ,  i t  should be cooled slowly t o  form a 
composite of  Sn and NbgSn. 

After 
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An a l t e r n a t i v e  t o  t h e  Nb3Sn-Sn system is  t h e  Bi2Se3-Se system. 
The monotect ic  temperature is 618OC. The temperature a t  which 
t h e  two l i q u i d s  become misc ib l e  has  not been i d e n t i f i e d ,  but  
should be s u i t a b l e  f o r  t h e  exothermal hea te r s .  The same type 
of d i r e c t i o n a l  s o l i d i f i c a t i o n  appara tus  could be used. 
a l t e r n a t i v e  i s  d i r e c t i o n a l  s o l i d i f i c a t i o n  of A1-In. 
t ec t ic  is  q u i t e  s imple,  t h e r e  being no te rmina l  s o l i d  s o l u b i l i t y  
a t  e i t h e r  end of t h e  c o n s t i t u t i o n a l  diagram. Again, the  same 
d i r e c t i o n a l  s o l i d i f i c a t i o n  method could be used. 

Another 
This mono- 

D.  EUTECTIC COMPOSITES 

1. Candidate Materials 

Di rec t iona l  s o l i d i f i c a t i o n  of e u t e c t i c s  g ives  rise t o  lamellar 
o r  rod-l ike composites. 
i f  t h e  relative volumes of t he  two phases are approximately 
equal ,  and rod, needle  o r  whisker composites r e s u l t  i f  one phase 
is  p resen t  i n  much g r e a t e r  volume f r a c t i o n  than the  o ther .  
United A i r c r a f t  has repor ted  a number of e u t e c t i c  systems t h a t  
show improved s t r e n g t h  c h a r a c t e r i s t i c s  compared t o  the  pure 
metal. (See Table 12.) D r .  M, J. Salkind,  of t h e  Sikorsky 
Div is ion  of United A i r c r a f t ,  i nd ica t ed  t h a t  none of t h e  systems 
l i s t e d ' i s  under a c t i v e  commercial development. A t  least one 
e u t e c t i c  system (not  l i s t e d )  has  reached t h e  development s t a g e ,  
bu t  United A i r c r a f t  regards  a l l  d e t a i l s ,  inc luding  t h e  systems, 
as p ropr i e t a ry .  Since the  primary a i m  of  t h e  e u t e c t i c  mel t ing 
experiments of t h i s  program is t o  demonstrate t h a t ,  i n  t h e  ab- 
sence of thermal convection, more p e r f e c t  composite s t r u c t u r e s  
w i l l  r e s u l t ,  the  most reasonable  system t o  examine is  CuA12-Al. 
The e u t e c t i c  temperature i s  low, t h e  CuA12 lamellae do s t r eng then  
aluminum, and a g r e a t  d e a l  of background information is avail- 
ab le .  Figure 13 is a photomicrograph of  a d i r e c t i o n a l l y  s o l i d i -  
f i e d  CuAI.2-A1 e u t e c t i c  f a b r i c a t e d  on e a r t h .  Termination f a u l t s  
are c l e a r l y  i n  evidence, and w e  th ink  these  might be el iminated 
i n  a zero-g f a b r i c a t i o n  procedure. 

A lamellar s t r u c t u r e  genera l ly  r e s u l t s  

While f i b e r  composites have been inves t iga t ed  pr imar i ly  f o r  
high s t r eng th ,  e u t e c t i c  c m p o s i t e s  have been explored f o r  many 
o t h e r  app l i ca t ions  i n  o p t i c s ,  e l e c t r o n i c s ,  and magnetics. 
Galasso(l5)  has  reviewed some of  t h e  more i n t e r e s t i n g  systems 
s u m a r i z e d  i n  Table 13. The a n i s o t r o p i c  p r o p e r t i e s  of t h e  
thermoelec t r ic  e u t e c t i c s  can be advantageous i n  e l e c t r o n i c  ap- 
p l i c a t i o n s .  NiSb-InSb e x h i b i t s  a very l a r g e  magnetoresis t ive 
e f f e c t ,  and a l l  of t h e  e u t e c t i c s  based on InSb can be used as i n f r a -  
red po la r i ze r s .  
t o  prepare and have not  r e a l l y  been cha rac t e r i zed  s u f f i c i e n t l y  
t o  assess t h e i r  u l t ima te  p o t e n t i a l .  
be  t r anspa ren t  t o  t ake  f u l l  advantage of t h e i r  an i so t rop ic  
p rope r t i e s .  Thi has  been d i f f i c u l t ,  p a r t l y  because of oxide 
contamination (157 and poss ib ly  because of imperfect ions i n  
s t r u c t u r e .  The ferromagnetic e u t e c t i c s ,  charac te r ized  by 

The superconducting e u t e c t i c s  have been d i f f i c u l t  

The o p t i c a l  e u t e c t i c s  must 
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TABLE 12 

EUTECTIC STRUCTURES WITH HIGH STRENGTH 

A 1 3 N i - N i  

CuA12-A1 

Ta2C-Ta 

Cb2C-Cb 

B e N i - N i  

E u t e c t i c  T e m p e r a t u r e  

1 3 8 5 O C  

548 

2800 

2335 

115 7 

MoNi  -N i 1315 

95 



FIGURE 13 PHOTOMICROGRAPH 0 F UN ID1 R ECTIONALLY 
SOLIDIFIED AI-CUAIZ 
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TABLE 13 

EUTECTIC COMPOSITES FOR OPTICAL, ELECTRONIC 
AND MAGNETIC APPLICATIONS 

THERMOELECTRIC EUTECTICS 

Sys t e m  

InSb-Sb 

B i  T e  -Te 2 3  

R e f e r e n c e  

Liebmann a n d  Miller (16) 

Galasso and Darby (15) 

MAGNETORESISTIVE AND INFRARED POLARIZING EUTECTICS 

Sys t e m  

NiSb-InSb 

CrS b-InSb 

MnSb-InSb 

FeSb -1nSb 

SUPERCONDUCTING EUTECTICS 

S y s  t e m  

Pb-4 atom X Ag 

Pb-74 Sn  

Pb-17.5 Sb 

Pb-28 Cd 

Sn-43 B i  

Sn-33.5 cd 
Sn-15 Zn 

Bi-c (Pb-Bi) 

Sb -S b 2T17 

B-InSn-y I n S n  

In-BiIn2 

Pb-AuPb2 

R e f e r e n c e  

Weiss and Wilhelm (17) 

P a u l ,  Weiss, and Wilhelm (18) 
P a u l ,  Weiss, and Wilhe lm (18) 

P a u l ,  Weiss, and Wilhelm (18) 

R e f e r e n c e  

(19) 

(19)  

(19)  

(19) 

(19) 

Levy,  K i m ,  and K r a f t  
Levy,  Kim,  and Kraft (19) 

Levy,  Kim, and Kraft  (19) 
L e v y ,  K i m ,  and K r a f t  

Levy , K i m ,  and K s a f  t 

Galasso 

Levy,  K i m ,  and Kraft  

Levy,  K i m ,  and K r a f t  

(15) 

Levy,  Kim, and Kraft (19) 
Levy,  Kim, and Kraft (19) 

Levy,  Kim,  and K r a f t  (19) 

(19) L e v y ,  Kim, and Kraft  



TABLE 13 (cont 'd) 

OPTICAL EUTECTICS 

System 

N aF- L i F 

NaF-CaF2 

N aF-Mg F2 

NaF-P b F2 

CaF2 -NaF-LiF 

LiF-N a C 1  

NaF-NaCl 

NaF-NaBr 

ZnO-Zn Nb 0 

FERROMAGNETIC EUTECTICS 

P bMoO 4-P bO 

3 2 8  

system 

Fe-FeS 

Fe- FexSb 

co-Y co 

Co-CoSb 
2 1 7  

N i - N i  Sn 3 
N i - N i  Gd 

B aFel 201 9-BaF e204 
15 2 

Reference 

Nicho 1s (15) 

N i  cho 1s (15) 

N i  cho 1s (15) 

(15) Nichols 
Nichols (15) 

Nichols (15) 

Loxham and H e 1  l a w e l  1 (20) 

Loxham and H e l l a w e l l  (20) 

Loxham and H e l l a w e l l  (20) 

Galasso (15) 

Reference 

(21) Albr i g h t  

Galasso, Douglas, Batt, Darby & Tice (15) 

Galasso, Douglas, B a t t ,  Darby & Tice (15) 

Galasso,  Douglas, B a t t ,  Darby & T i c e  (153 

Galasso, Douglas, Batt, Darby & T i c e  (15) 

Galasso, Douglas, B a t t ,  Darby 61 Tice (15) 

Galasso, Douglas, B a t t ,  Darby & Tice (15) 
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permanently magnetic rods o r  lamellae wi th in  a nonmagnetic 
matrix, show a h y s t e r e s i s  loop t h a t  is  q u i t e  d i f f e r e n t  from 
t h a t  obtained from t h e  s i n g l e  phase magnetic material. 

The u s e  of con t ro l l ed  e u t e c t i c s  f o r  nons t ruc tu ra l  app l i ca t ions  
i s  s t i l l  very much i n  i t s  infancy. 
i n  e u t e c t i c  s t r u c t u r e  can be brought about i n  zero-g, t he  pos- 
s i b i l i t i e s  f o r  space manufacture can be brought t o  t h e  a t t e n t i o n  
of t h e  t echn ica l  community before  poss ib ly  more cumbersome 
methods of earthbound manufacture become f i rmly  entrenched. 

Hence, i f  real  improvements 

2. Methods 

From t h i s  l ist  of e u t e c t i c s ,  four  materials s e e m  most promising. 
The CuAl2-Al e u t e c t i c  can be d i r e c t i o n a l l y  s o l i d i f i e d  i n  a 
boron n i t r i d e  mold similar t o  t h a t  used f o r  monotectics.  The 
e u t e c t i c ,  he ld  i n  t h e  ceramic c r u c i b l e ,  is melted by an exo- 
thermic hea te r  and allowed t o  cool  under con t ro l l ed  temperature 
g rad ien t  condi t ions .  

The Y-Co a l l o y s  are cu r ren t ly  of g r e a t  i n t e r e s t  f o r  t h e i r  mag- 
n e t i c  p rope r t i e s ,  and single-phase materials are being i n v e s t i -  
ga ted  by t h e  A i r  Force Materials Laboratory.  
m e l t s  a t  a somewhat h igher  temperature than t h e  o t h e r  systems w e  
are consider ing.  Therefore,  modi f ica t ions  t o  t h e  exotherm and 
c r u c i b l e  might be necessary t o  avoid undes i rab le  chemical 
i n t e r a c t i o n s .  

The C0-Y2C0l7 system 

InSb-Sb i s  a thermoelec t r ic  e u t e c t i c  with a e u t e c t i c  temperature 
of 500OC. It c o n s i s t s  of  Sb rods wi th in  an  InSb matrix. It 
has been shown t h a t  t h e  thermoelec t r ic  p rope r t i e s  can be improved 
by reducing t h e  rod s i ze .  Small rod s i z e  may be promoted i n  
the  zero-g environment, i f ,  as w e  expect ,  higher  growth rates 
can be sus ta ined .  

I f  A1203 whiskers are incorporated i n t o  the  CuA12-Al e u t e c t i c  
composition, t h e  whiskers should segrega te  t o  t h e  CuA12 lamellae. 
This  would produce a double composite system which could have 
h igher  s t r e n g t h  than e i t h e r  t h e  e u t e c t i c  system a lone  o r  s apph i re  
whisker re inforced  aluminum. 

E. RECOMMENDED MATERIALS FOR LABORATORY STUDIES 

The composite experiments w e  s e l e c t e d  f o r  t h e  labora tory  program 
were : 

e Ingot  c a s t i n g  of 50-50 Cu-Pb 

e Direc t iona l  s o l i d i f i c a t i o n  of 
backup 

e Direc t iona l  s o l i d i f i c a t i o n  of 
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NbgSn-Sn, wi th  A1-In as a 

CuA12-A1 



0 Direc t iona l  s o l i d i f i c a t i o n  of Co-Y Co 

e Direc t iona l  s o l i d i f i c a t i o n  o f  InSb-Sb 

2 17 

o Direc t iona l  s o l i d i f i c a t i o n  of A1203 whisker re inforced  
CuAl2-Al 

0 Melting of an  Sic-MAG o r  A1203-A1 whisker re inforced  
composite 

0 Melting of  TD-Ni o r  TD-Ni C r  
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X I I .  LABORATORY STUDIES 

We conducted t h r e e  types of labora tory  experiments t o  narrow our  
s e l e c t i o n  of materials and t o  provide d a t a  t o  f a c i l i t a t e  t h e  
design of s u i t a b l e  exothermal h e a t e r s  f o r  t h e  f l i g h t  experiments : 

e Direc t iona l  s o l i d i f i c a t i o n  of A 1 - A 1 2 h ,  Pb-Sn, Nb3Sn-Sn, 
InSb-Sb , Col7Y2-C0, Cu-Pb, and A1-In. 

e Mixing Sic and A1203 whiskers i n  molten aluminum-based 
mat r ices  e 

e Melting TD-Ni and TD-Ni-Cr on s t i n g s .  

A. DIRECTIONAL SOLIDIFICATION EXPERIMENTS 

1. Apparatus and Method 

The experimental  arrangement used f o r  d i r e c t i o n a l  s o l i d i f i c a t i o n  
is  shown i n  Figure 14. 
having an  inne r  tube of 6" l ength  x 1" diameter c losed  a t  one 
end. 
furnace when electrical power is provided. 
t u r e  g rad ien t  "seen" by the  sample i s  produced by means o f  a 
1/4"-diameter tungsten rod he ld  i n  con tac t  w i th  t h e  upper 
su r face  of  t he  melt. This  tungsten rod i s  he ld  a t  t h e  o the r  
end i n  a water-cooled p i n  vice. The g rad ien t  can be changed 
by varying the  water flow rate. The furnace is continuously 
f lushed with argon. 

It cons is ted  of a wire-wound furnace 

A s m a l l  l inear ,  axial temperature g rad ien t  e x i s t s  i n  the  
The major tempera- 

The samples are contained i n  boron n i t r i d e  c ruc ib l e s  of i n t e r n a l  
dimensions 2-1/4" long x 1/4" i n  diameter.  Three b l i n d  longi tu-  
d i n a l  ho le s ,  of d i f f e r e n t  length ,  are d r i l l e d  i n t o  the  c ruc ib l e  
w a l l  t o  f a c i l i t a t e  thermocouple temperature measurements. 

A t y p i c a l  experiment cons is ted  of completely melt ing t h e  sample, 
allowing t h e  system t o  s t a b i l i z e  wi th  a given water flow rate 
and f i n a l l y  decreasing the  furnace  power. 
s i g n a l s  were monitored continuously by means of a multi-channel 
recorder .  Knowing the  relative spacings of t h e  hot  j unc t ions  of 
the  thermocouples allowed u s  t o  determine the  a x i a l  temperature 
g rad ien t .  A s  t h e  so l id - l iqu id  f r o n t  passes  each thermocouple a 
small thermal arrest occurs;  from t h e  time sequence of these  
arrests the  approximate rate of s o l i d i f i c a t i o n  may be obtained.  
A t  t h e  end of each experiment t h e  samples were removed from t h e  
apparatus  and subsequently sec t ioned  f o r  metal lographic  eva lua t ion .  

The thermocouple 
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2. Resul t s  

a. Pb-Cu 

Figure  15 i s  a photomicrograph showing t h e  s t r u c t u r e  obtained 
by c h i l l  ca s t ing  a Pb-Cu a l l o y  of t h e  c r i t i ca l  composition 
(63wt% Pb) . The i n g o t  w a s  2" i n  l eng th  and 1/4" i n  diameter.  
Because the  thermal mass of t h e  steel  mole w a s  very l a r g e  com- 
pared t o  t h a t  of t h e  m e l t ,  very r ap id  f r eez ing  w a s  obtained.  
While t h e  mic ros t ruc tu re  shown i n  Figure 14 i s  q u i t e  homogeneous 
( f o r  a monotectic system) the re  is a grada t ion  i n  t h e  s i z e  of 
t he  copper phase ( l i g h t  co lored) ,  even wi th  t h e  r ap id  f r eez ing  
rate obta ined .  This  r e s u l t s  d i r e c t l y  from the  dens i ty  d i f f e rences  
between Pb and Cu. The reason underlying t h e  s e l e c t i o n  of t h e  
Pb-Cu system i s  t h a t  i t  could provide a simple demonstration 
of t h e  p o t e n t i a l  b e n e f i t  o f  zero-g. 
t h e  a l l o y  could be c r u c i b l e  melted and allowed t o  f r e e z e  in - s i tu .  
Massive phase sepa ra t ion  i n  t h e  o r b i t a l  experiment should n o t  
occur.  However, w e  f e e l  t h a t  o t h e r  materials w i l l  provide more 
s c i e n t i f i c  and p r a c t i c a l  information.  

A r e l a t i v e l y  l a r g e  mass of 

b. A l - A 1  CU 2- 

This material w a s  prepared by d i r e c t  mel t ing of t h e  (99.999% 
pure)  elements i n  a r e c r y s t a l l i z e d  alumina c r u c i b l e  under a n  
atmosphere of argon. The m e l t  w a s  cast i n t o  a s p l i t  steel mold 
y i e ld ing  s t i c k s  of 2-1/4" long x 1/4"  i n  diameter.  The samples 
were i n s e r t e d  i n t o  a BN c ruc ib l e  containing t h r e e  thermocouples 
embedded i n t o  t h e  w a l l  a t  d i f f e r e n t  l oca t ions  along t h e  c r u c i b l e  
length .  

Figure 16 is  a long i tud ina l  s e c t i o n  through a sample of Al -Al  Cu 
e u t e c t i c  a l loy .  
t he  approximate growth rate w a s  27 cm/hr. 
i s  approximate only ,  s i n c e  i t  i s  based upon t h e  thermal arrests 
"sensed" by t h e  t h r e e  thermocouples. 
by t h i s  technique s i n c e  the  thermocouples are pos i t ioned  i n  the  
c r u c i b l e  w a l l s .  

The temperature g rad ien t  used w a s  23"C/cm an3 
The rate determinat ion 

Some l ag  i s  t o  be expected 

No d i f f i c u l t i e s  were experienced wi th  t h e  Al-AlzCu system. 
f a u l t  dens i ty  w a s  found t o  be q u i t e  high (see Figure  1 6 ) ,  b u t  
it would be most i n t e r e s t i n g  t o  s tudy any changes i n  f a u l t  
dens i ty  t h a t  may r e s u l t  from p repa ra t ion  i n  zero-g. 

The 

c. co .Y -co 17-2- 

Great d i f f i c u l t y  w a s  experienced i n  preparing t h i s  a l l o y  system. 
The m e l t s  w e r e  very  turbulen t  and d i f f i c u l t  t o  cont ro l .  Even 
so-cal led high-purity y t t r ium conta ins  d isso lved  gas  (notably 
oxygen) which is re l eased  upon melt ing.  
w a s  discont inued.  

Work on t h e  Co-Y system 
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MAG: X 125 

FIGURE 15 CHILL CAST SPECIMEN OF Cu-63% Pb ALLOY 
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MAG: X625 

FIGURE 16 LONGITUDINAL SECTION OF ALA12 CU 
CONTROLLED EUTECTIC 
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d. InSb-Sb 

This  e u t e c t i c  system,when prepared under high (200"C/cm) t e m -  
p e r a t u r e  g r a d i e n t  condi t ions ,  c o n s i s t s  of t r i a n g u l a r  c ross -  
sec t ioned  rods of antimony a l igned  i n  a continuous InSb mat r ix .  
I n  t h e  s t a t i c  experimental  arrangement used, i t  is not  f e a s i b l e  
t o  a t t a i n  such l a r g e  g rad ien t s .  

F igure  17 shows t h e  type of micromorphology obtained under a 
g rad ien t  of 25'C/cm. The s t r u c t u r e  i s  lamellar wi th  some-ten- .  
dency towards degeneracy. This  system appears  no t  t o  be a good 
candidate  f o r  t h e  o r b i t a l  experiments. 

e. Nb Sn-Sn 3--- 
The high r e a c t i v i t y  of Nb made prepara t ion  of t h i s  system q u i t e  
d i f f i c u l t  i n  our r e l a t i v e l y  s imple apparatus .  A s  a n  a l t e r n a t i v e  
monotectic,  w e  s e l e c t e d  Al-In f o r  f u r t h e r  work. 

f .  ,Al-In 

No experimental  problems were encountered during d i r e c t i o n a l  
f r eez ing  of t h e  a l l o y .  Figure 18 shows t ransverse  and longi-  
t u d i n a l  s e c t i o n s  of an ingo t  s o l i d i f i e d  a t  approximately 27 
cm/hr under a temperature g rad ien t  of 23'C/cm (i.e.,  t he  same 
condi t ions  used f o r  the  A1-Cu e u t e c t i c  system). 
t h a t  t h e r e  i s  a tendency f o r  t h e  I n  phase t o  form i n  a rod-l ike 
morphology. With the  growth parameters used, i t  appears  t h a t  
t h e  formation of a rod-l ike s t r u c t u r e  wi th  t h i s  a l l o y  system 
i s  marginal.  Since g r a v i t y  plays a very s i g n i f i c a n t  r o l e  i n  
the  f reez ing  of monotect ics ,  A1-In seems t o  be a very good 
candidate  f o r  t h e  i n - f l i g h t  experiment. 

Figure 18 shows 

g. Pb-Sn 

This  system i s  t h e  lowest mel t ing of  any of t h e  e u t e c t i c s  
examined. 
p re sen t s  no experimental  handling problems. S t i c k s  of t h e  
e u t e c t i c  composition w e r e  prepared from 99.999% p u r i t y  material 
by d i r e c t  mel t ing of t h e  elements under argon. 
m e l t  was cast i n t o  a permanent, steel mold. 

I t  i s  an extremely " w e l l  behaved" a l l o y  system and 

The r e s u l t i n g  

Figure 19 shows t r ansve r se  and long i tud ina l  s e c t i o n s  of t h i s  
lamellar e u t e c t i c .  Growth w a s  performed under a temperature 
g rad ien t  of only 5 'C/cm a t  a rate of 20 cm/hr. 

B. WHISKER COMPOSITE EXPERIMENTS 

The p r i n c i p a l  ob jec t ive  of t he  labora tory  work on whisker com- 
p o s i t e s  w a s  t o  examine t h e  chemical compat ib i l i ty  of  whiskers 
w i t h  Al-based matrices. 
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MAG: X250 

FIGURE 17 TRANSVERSE SECTION OF InSbSb EUTECTIC 
(NOTE TENDENCY TOWARD DEGENERATION) 
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SVERSE SECTION MAG: X125 

T1QN MAG: X125 

TO APHS OF ALIBI M TIC 
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(a) TRANSVERSE SECTION MAG: X625 

(b) LONGITUDINAL SECTION MAG: X 625 

FIGURE 19 PHOTOMICROGRAPHS OF Pb-Sn EUTECTIC 

109 



1. S i c  Whiskers 

Ni-plated a -Sic whiskers were placed i n  contac t  with 99.999% 
pure aluminum (under a n  argon atmosphere), maintained a t  the  
melt ing poin t  f o r  t i m e s  of 15 seconds,  30 seconds,  60 seconds 
and 120 seconds. The whiskers,  together  wi th  adhering A l ,  w e r e  
withdrawn from t h e  c r u c i b l e  and prepared f o r  metal lographic  
examination. 

W e  observed t h a t  r e a c t i o n  between t h e  A 1  and t h e  a-Sic occurred 
wi th in  1 minute of exposure t o  t h e  m e l t .  F igure  20 is a photo- 
micrograph of t h e  2-minute exposure sample; t h e  whiskers have 
been completely degraded. The r e a c t i o n  product is probably 

A13C4. These observat ions suggest  t h a t  a-Sic whiskers should 
not  be used i n  t h e  f i r s t  o r b i t a l  experiments. 

2. A12C13 Whiskers 

An A1-Cu e u t e c t i c  a l l o y  w a s  used as the  matr ix  material f o r  
experiments wi th  'A120 whiskers. The a l l o y  w a s  heated t o  t h e  

phere.  A small quan t i ty  of t h e  coated whiskers w a s  introduced 
i n t o  t h e  m e l t  and t h e  whole assembly s t i r r e d  using a n  A1203 rod. 
Af te r  about  5 minutes,  the  power w a s  switched o f f  and t h e  m e l t  
allowed t o  s o l i d i f y  i n  t h e  c ruc ib le .  One experiment w a s  per- 
formed wi th  Mo-coated whiskers and one wi th  Cr-coated whiskers.  

mel t ing poin t  i n  an A ? 203 c ruc ib l e  under a flowing argon atmos- 

We found t h a t  wet t ing occurred more r e a d i l y  wi th  the  Mo-coated 
sample. This  may b e  due, i n  p a r t ,  t o  t he  more s t a b l e  oxide f i l m  
p resen t  on t h e  Cr-coated material. 
magni f ica t ion  photograph showing a Mo-coated a-A1203 whisker 
w i th in  a lamellar of Al2Cu. 
mately p a r a l l e l  t o  t h a t  of t h e  in te rphase  boundary of t he  Al -  
A12Cu e u t e c t i c . )  

C. DISPERSED COMPOSITE EXPERIMENTS 

Figure 21 is a high- 

(The p lane  of t h e  s e c t o r  is approxi- 

For s i m p l i c i t y ,  w e  used r f  hea t ing  t o  m e l t  samples of TD-Ni and 
TD-Ni-Cr i n  a manner similar t o  t h e  sphere forming experiments. 

Very poorly developed spheres  w e r e  ob ta ined  from t h e  drop cas t ing  
experiments. 
f u l  and r e l a t i v e l y  smooth su r faces  w e r e  obtained. 

The cap t ive  s t i n g  experiments were f a r  more success- 

The s e l e c t i o n  of t hese  materials w a s  based upon t h e  f a c t  t h a t  
i n  zero-g, p a r t i c l e  agglomeration and sepa ra t ion  due t o  d i f f e r -  
ences i n  dens i ty  would be el iminated during melt ing of t h e  mat r ix .  
However, as i s  shown i n  Figures  22 and 23  gross  agglomeration 
occurs  as a r e s u l t  of t h e  "sweeping" of t h e  thorium oxide p a r t i c l e s  
ahead of t h e  advancing s o l i d  f r o n t s  during f reez ing .  
are swept i n t o  t h e  i n t e r d e n d r i t i c  regions.  While g r a v i t y  is  

P a r t i c l e s  
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MAG: X650 

FIGURE 20 RESULT OF 120-SEC EXPOSURE OF 
&-Si C WHISKERS TO MOLTEN AI 
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MAG: X 1250 (UNETCHED) 

FIGURE 21 PHOTOMICROGRAPH SHOWING SECTION OF 
Mo-COATED (11 - AI2 03 WHISKER IN A 
LAMELLAR OF AI2 Cu. (Section approximately 
parallel to interphase boundary) 
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MAG X 625 

FIGURE 23 SECTION THROUGH CAPTIVE STING-MELTED 
THORIA-DISPERSED NICKEL SHOWING GROSS 
SEGREGATION OF PARTICLES 
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c e r t a i n l y  playing a r o l e  i n  t h e  macroscopic d i s t r i b u t i o n  of 
Tho2 i n  the  samples represented by Figures  2 1  and 22, t h e r e  i s  
l i t t l e  doubt t h a t  t h e  "sweeping" e f f e c t  i s  predominant and would 
a l so  e x i s t  i n  zero-g. 

D. MCOMMENDATIONS 

W e  b e l i e v e  t h a t  a sample of a e u t e c t i c  and of a monotectic 
a l l o y  should be included i n  the  f i r s t  o r b i t a l  experiment. 
seems t o  be a good choice f o r  t he  monotectic. It is a simple,  
low-melting, low-react ivi ty  system and could provide a n  exce l l en t  
demonstration of t he  b e n e f i t s  of t he  zero-g environment. 

Al-In 

Eu tec t i c s  Al-Cu and Pb-Sn have been ex tens ive ly  s tud ied  on e a r t h .  
Both are lamellar and are very similar i n  terms of p o t e n t i a l  
success  i n  the  o r b i t a l  experiment. However, Al-Cu i s  a more 
u s e f u l  engineering system than Pb-Sn. Furthermore, t he  melt ing 
temperatures are q u i t e  c lose  t o  t h a t  of t he  A1-In monotectic.  
This promotes a p r a c t i c a l  advantage because both A1-In and A1-Cu 
could be prepared i n  an exothermal package of t h e  same design. 
Pb-Sn would r equ i r e  an e n t i r e l y  d i f f e r e n t  thermal p r o f i l e .  

Consequently, we  recommend t h a t  A1-17.3wt% I n  monotectic and A l -  
3 3 w t %  Cu e u t e c t i c  be used i n  t h e  "d i r ec t iona l ly  f rozen  composite" 
experiments. 

W e  recommend t h a t  S i c  whiskers should not  be used because of 
prepara t ion  and compat ib i l i ty  problems. 
whiskers wi th  a t h i n  sur face  coa t ing  of Mo were read i ly  wet ted 
by t h e  A1-Cu matr ix  a l l o y  and t h i s  system appears  t o  be the  
bes t  choice f o r  t h e  whisker experiment. There i s  again a 
p r a c t i c a l  advantage i n  t h a t  t h e  matr ix  f o r  a-A1203 i s  the  
Al-Al2Cu e u t e c t i c ,  thus  f a c i l i t a t i n g  use of t h e  same design of 
exotherm t o  t h a t  used f o r  t he  monotectic and e u t e c t i c  d i r e c t i o n a l  
f reez ing  experiments. 

A s  noted above, a-A1203 
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XIII. PRELIMINARY HARDWARE DESIGN 

A. DESIGN CRITERIA 

The design of the composite casting experiment is simplified 
because there are no moving components or sample-positioning 
requirements. In some respects heat transfer considerations 
are less critical to the design, and will be provided for in 
the design of the exothermal heaters. Therefore, the apparatus 
and samples can be more rugged. The samples will not be freely 
floating as in the sphere forming experiment. 

The experiment will consist of an experiment package which can 
be stored in an appropriate location outside the experimental 
chamber until ready for use. The package will contain heating 
units, each of which constitutes a composite casting experiment. 
The units will be supported by a framework which is integral with 
the experiment package. The package will contain and support the 
units during launch, orbit, and return to earth, and also provide 
a simple and convenient means for handling the experiment. 

The astronaut will remove the experiment package from its storage 
location, separate its cover, and then mount the experiment on the 
supports in the vacuum chamber. Our laboratory program and anal- 
ysis, and information provided by the manufacturer of the exothermal 
heaters (Whittaker Corp.), resulted in our establishing the follow- 
ing design criteria and principles: 

The experiment package must contain the necessary electrical con- 
nectors and wiring to permit positive ignition of individual exo- 
thermal heaters by the astronaut after the package is positioned 
within the metal melting facility and the chamber evacuated. 

The experiment package must contain suitable provisions for attach- 
ment and positioning both within and outside the experimental 
chamber. 

The experiment package must have sufficient venting area so that 
gaseous products evolved during exotherm burn can be effectively 
released to the chamber vacuum, either by (a) the package being 
opened by the astronaut before i't is placed inside tbe chamber, 
and closed again after the experiment is completed but prior to 
storage 
package could be removed) or (b) the package containing vent ports 
(integral with its construction) of Sufficient open area to permit 
rapid outgassing. 

(partial opening could be used or an entire side of the 

Each experiment unit ehould contain the exotherm, ignition source, 
wiring, container, inner liner or sample holder, sample, radiator 



assembly, and a means for maintaining it in contact with the 
sample, a mechanical connection to the experiment package, and 
inter-unit supports as required. 

Each experiment unit, or the experiment package, should provide 
a means to secure the radiator assembly in the unit during launch, 
maneuver, and reentry. This will also keep the sample in place. 

Each experiment unit preferably should be identical, except for 
the sample materials, to simplify construction, assembly, opera- 
tional uniformity, etc. The present selection of sample materials 
permits use of the same exothermal composition and heating profile. 

The experiment units should be arrayed within the package so that 
uniform temperature profiles will be generated in each experiment. 

The experiment units and package should be designed so that the 
radiator assemblies which provide the temperature gradient in the 
directional solidification experiments have a uniform view of the 
cold walls of the chamber. Furthermore, the radiator design and 
location of the sample package in the chamber must not result in 
localized overheating of the chamber. 

The orientation of the package and the experiment units is not 
overly critical; however, if there will be residual accelerations 
in known directions in the chamber, the samples should be mounted 
so that convective heat transfer would be minimized (i.e., the 
temperature gradient increasing along the direction of induced 
acceleration). 

B. HARDWARE COMPONENTS 

We prepared engineering drawings of the hardware selected for the 
composite casting experiment. 
experiment package is shown in Figure 2.) The experiment package 
is approximately 8 x 9 . 5  x 6 .5  inches and consists of three 
principal components: a removable cover, a baseplate and support 
structure, and six exothermal heaters. 

(An artist's conception of the 

The experiment package cover, fabricated from fiberglass, aluminum 
or other lightweight material, completely encloses the exothermal 
heaters and is held in place by two quick-release fasteners. 
Lightening holes and openings for gas release are provided. 
astronaut removes the cover prior to placing the experiment package 
in the Materials Melting Facility. 

The 

The baseplate and support structure consists of an aluminum base- 
plate, four support bolts, and a partition which hold the six exo- 
thermal heater assemblies in place. 
may be fabricated of aluminun or stainless steel and be lightened 
or strengthened as required, An electric21 connector is qttached 

The baseplate and partition 
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to the baseplate. 
heater ignitors is attached to the baseplate. 

Wiring from the connector to the exothermal 

The design and fabrication of the exothermal heater assembly is 
being accomplished by the Whittaker Corp. under separate contract. 
To assist Whittaker, we conducted measurements to establish the 
required cooling rates for the directional solidification ex- 
periments. 
are shown schematically in Figure 24. 
contained in a boron nitride crucible held in a stainless steel 
liner. 
gradient; the finned tungsten rod at the end of the sample also 
determines the temperature gradient and provides a heat sink. 
Insulation, another container, and a baseplate with attachment 
points are provided. A tension spring provides the force to main- 
tain the tungsten heat sink in good contact with the molten sample 
and to permit thermal expansion. 
clamp mechanism attached to the cover holds the sample and tungsten 
radiator in place during launch, transit, and reentry. The astro- 
naut releases this clamp before the experiment is initiated. The 
sample is approximately 4 inches long and 1/4 inch in diameter. 
After the sample is melted, the temperature distribution should be 
linear from 65OOC at the cool end to 95OOC at the warm end (30°C/cm 
gradient). During cooling this gradient should be maintained. The 
cooling rate should not exceed 8OC/minute. This temperature dis- 
tribution is adequate for all of the samples to be melted, namely 
Al-In and Al2Cu-Al with and without sapphire whiskers. Duplicate 
samples of each material will be used. 

The basic components of the exothermal heating assembly 
The sample to be melted is 

The exotherm is shaped to provide the required temperature 

A separate hold-down spring and 

To perform the experiment, the astronaut removes the experiment 
package from the stowed location, separates the cover from the base- 
plate, and installs the equipment in the vaccvm chamber. After 
making the electrical connections, he closes the chamber and evac- 
uates it. 
leaving sufficient time between portions of the experiment for the 
components to cool. The chamber can be repressurized to accelerate 
cooling. After all exothermal heaters have been activated, and the 
equipment cooled, the astronaut removes the baseplate and heaters, 
reassembles the cover, and stows the package. 

Exothermal heaters can be ignited in the desired sequence, 

1 
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1 

13- 6 

8. SS Housing 1. BN Crucible 

7 

2. SS Crucible Liner 
3. Exotherm Rings 
4. BNSpacer 11. Sample 
5. BN Pedestal 12.. Spring 
6. Aluminum Base Plate 
7. Locking Pin 

9. Fiberfrax Insulation 
10. Tungsten-Finned Heat Sink 

13. Attachment Points 

FIGURE 24 SCHEMATIC DIAGRAM OF EXOTHERMAL 
HEATER FOR FLIGHT HARDWARE 
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